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THE INFLUENCE OF SOIL SUCTION ON THE SHEAR

STRENGTH OF UNSATURATED SOIL

INTRODUCTION

Background

Years of experience coupled with an understanding of the effective

stress theory for saturated soils have allowed the profession to design

embankments and foundations of saturated soils with confidence. This

is not the case for the performance of structures and foundations of

unsaturated soils. Numerous failures of compacted embankments, exca-

vated and natural slopes, and foundations of unsaturated soils have

been documented. Stability problems have been reported as slough

slides along the Mississippi River mainline levees (U.S. Army Corps of

Engineers, Vicksburg District, 1983), slope and roadway embankment

failures in Nigeria (Adegoke-Anthony and Agada, 1982), and natural and

excavated slope failures in Hong Kong (Boonsinsuk and Yong, 1982).

Foundation problems caused by expansive soils (Jones and Holtz, 1973)

and collapsible soils (Hale, 1982) have also been documented. However,

few investigations of unsaturated soil behavior have been conducted.

The lack of an appropriate theory for unsaturated soil behavior is

a result of several factors. First, the failures of embankments and

foundations of unsaturated soils generally have not been catastrophic

in terms of life and property damage, as compared to the breach of a

dam. Therefore, monies to study the engineering behavior of unsatu-

rated soils have generally not been available because the cost of the

research often was perceived to outweigh the benefits. Consequently,

the stress conditions and mechanisms involved as well as the soil prop-

erties which must be measured have not been fully understood. As a re-

sult, appropriate theoretical models to predict the behavior of unsatu-

rated soil do not exist. Accordingly, the design of embankments and

foundations of unsaturated soils has remained largely empirical and

overly expensive either because of extremely conservative design as-

sumptions which result in excessive construction costs or in terms of

The Journal of Geotechnical Engineering, American Society of Civil
Engineers, was used as a pattern for format and style.
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less conservative design assumptions which result in excessive mainte-

nance and repair costs during the life of the structure.

As a result of an article by Jones and Holtz (1973) which docu-

mented the monetary damage caused by expansive soils, extensive re-

search was initiated and significant advances regarding theories of the

behavior of expansive soils have resulted. Unfortunately, few investi-

gations of the behavior of unsaturated soils have been reported. How-

ever, drawing an analogy that under certain conditions the engineering

behavior of unsaturated soils is similar to the engineering behavior of

expansive soils, i.e. both soils would tend to imbibe or expel water

which could result in a change of volume, a change of shear strength,

or both, significant technological advances with respect to a theory

for unsaturated soils may have also resulted.

Under the auspices of the Research, Development, Technology and

Evaluation (RDT&E) Program, a laboratory investigation of the behavior

of unsaturated soils was conducted. Specifically, the investigation

was formulated to assess the influence of soil suction on the shear

strength of an expansive clay soil. The RDT&E work unit, "Character-

ization of Shear Strength by Soil Suction in Swelling Cohesive Soils,"

provided partial funding for the research.

Objective

The objective of this research was to assess the influence of soil

suction on the shear strength of unsaturated soil.

Scope

Before a meaningful investigation could be conducted, a working

knowledge of the behavior of unsaturated and expansive soils as well as

an understanding of terms commonly associated with expansive soils,

such as soil suction, were a necessity. A comprehensive literature

survey was conducted to identify methods of characterizing shear

strengths of soil by suction and to minimize the potential of repeating

the shortcomings of previous investigations or developing a theory or
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model which could not be used for practical applications. Lastly, lab-

oratory equipment and test procedures were designed or modified as re-

quired to ensure that a quality investigation could be conducted.

The scope of the investigation was conveniently divided into four

phases. Phase I, which consisted of perusing the literature and evalu-

ating models which incorporated soil suction for the assessment of the

shear strengths of unsaturated soils, is reported in the section en-

titled "Literature Review". Phase II included the formulation of a re-

search plan to assess the influence of suction on the shear strength of

unsaturated soil and the development and evaluation of laboratory

equipment, methods and procedures to execute the investigation. These

studies are reported in the sections entitled "Research Plan" and "Ma-

terials and Test Methodology", respectively. Following the successful

implementation of Phases I and II, a laboratory investigation was con-

ducted and the data were analyzed. Results are reported in the section

entitled "Test Results and Analysis of Data". Phase IV consisted of

the selection and evaluation of a shear strength model for unsaturated

soils and is reported in the section entitled "Model and Performance".

Conclusions obtained during the investigation and suggestions for addi-

tional research on the shear strength of unsaturated soils are discuss-

ed in the section entitled "Conclusions and Recommendations". Refer-

ences cited in the study follow. Laboratory test results, including x-

ray diffraction and electrical conductivity tests, compaction tests,

suction tests, consolidation tests and triaxial compression tests on

saturated specimens, unsaturated specimens and unsaturated specimens

treated with potassium chloride (KCI) are presented in Appendices I

through VII, respectively.
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REVIEW OF PREVIOUS RESEARCH

Mechanisms which Influence the Behavior of Cj. Soil

Three natural microscale mechanisms which influence much of the

behavior of cohesive soils include clay particle attraction, cation hy-

dration and osmotic repulsion (Snethen, Johnson and Patrick, 1977).

Two other mechanisms which influence soil behavior are elastic bending

of the clay particles and capillarity from surface tension in the pore

fluid (Snethen, Johnson and Patrick, 1977).

Clay particle attraction is the surface attraction between clay

mineral particles, between the clay mineral and water, and between the

clay mineral and cations in the pore water which occur as a result of

the shape and internal crystalline structure of the clay mineral. The

clay mineral consists of tiny, relatively thin platelets with faces and

edges. The faces of the platelets tend to be flat, contain most of the

platelet surface area, and possess a net negative charge, as in the

case of montmorillonites and illites. The edges are generally irregu-

larly shaped and may be either positively or negatively charged depend-

ing on the number and type of broken bonds at the edge surface.

The substitution of cations of lower valence in the tetrahedral

and octahedral layers of the molecular sheets is the source of the net

negative charges in the particles. For example, the divalent magnesium

cation is commonly substituted for the trivalent aluminum cation in the

octahedral layer of montmorillonites. The negative charge in the mine-

ral platelets leads to the adsorption of positively charged "exchange-

able" cations such as sodium and calcium on the particle surfaces. Al-

though the negative charge may be rendered neutral in a charge defici-

ency sense, a considerable force for the attraction of water in the

form of hydration of the cations may exist.

Water molecules are attracted and held to the particle surface's

through the hydrogen bonding of the water molecule to the clay mineral

surface using dipole to dipole attraction of the water molecule. The

exposed oxygens of the platelets attract and bond with the positive

side of dipolar water molecules while hydroxyls attract and bond with



5

the negative side of dipolar water molecules. Such hydrogen bonding

provides the basic building blocks for the layered or oriented (double

layer) water on the clay particles and is an important source of the

force per unit area or suction which may influence soil shear strength.

The mechanism of osmotic repulsion occurs when the platelet-water-

cation system of the soil comes into contact with an external pore

fluid of different ionic concentration. The double layer system acts

like a semipermeable membrane which allows water molecules to enter or

to leave such that the ionic concentrations of the double layer system

and the external pore fluid become balanced. An attraction for water

into the platelet-water-cation system occurs when the external pore

fluid contains less cations than within the system. Water is expelled

from the system if the concentration of salts is greater in the exter-

nal pore fluid than within the system. The efficiency in which exter-

nal water is moved into a soil depends upon the concentration and type

of dissolved salts in the pore water (Kemper and Rollins, 1966).

Clay mineral platelets can be held in bent positions by either ex-

ternal loading stresses or through internal soil suction pressures

which force particles closer together. Elastic bending of clay mineral

platelets is presumably introduced during consolidation, compression or

desiccation of a soil mass. Following release of the pressure, much of

the elastic bending strain energy may remain in the platelets.

Mitchell and McConnell (1965) reported a study of the elastic strain

energy stored in a kaolinite clay; values of recoverable elastic strain

as a function of stress intensity were higher for specimens with floc-

culated structures as compared to specimens with dispersed structures.

Surface tension forces occur from broken molecular bonds of the

air-liquid interface in partially saturated soils, hereinafter referred

to as unsaturated soils. As a result of these forces, the surface liq-

uid molecules tend to draw together. By considering the statics of a

cylindrical capillary column of diameter, d, above a free water sur-

face, surface tension forces can be illustrated as in Figure 1:

Force of the surface tension = (7r d T') cos a (I)
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7

where

Ts - surface tension

a - the angle which water intersects the wall of the capillary

tube; a - 0 for clean glass

and

Weight of water in the tube - (7r d2 hc -y)/4 (2)

where

h, - height of capillary rise

1, - unit weight of water

Equating Equations 1 and 2 and rearranging the terms:

hc - [(4 T. -y.)/d] cos a (3)

Equation 3 indicates that as the diameter of the meniscus decreases,

capillary stress increases. By analogy, capillary stresses increase as

drying of clay soil occurs.

Soil Suction

Unsaturated soils, especially montmorillonitic clays, possess an

affinity for water that can lead to alterations of the engineering be-

havior of the soil. Imbibing water often leads to changes of shear

strength and differential heave or collapse of the soil mass. A meas-

ure of the affinity for soil to retain water, i.e. the water content,

can be expressed quantitatively by the magnitude of the negative pore

water pressure or suction (Croney and Coleman, 1961; Johnson, 1974a,

1974b; Olson and Langfelder, 1965; Snethen and Johnson, 1980; Snethen,

Johnson and Patrick, 1977). The apparent significance of negative pore

water pressures in soils has stimulated many programs to develop tech-

niques to measure suction and to evaluate its influence on soil

behavior.

Suction is a measure of the driving force which causes moisture to

flow. It is defined as the relative capability of pore water to do
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work as compared to a pool or reservoir of pure water at the same tem-

perature. The Statement of the Review Panel (1965) defined this "free

energy" as "the amount of work that must be done per unit quantity of

pure water in order to transport reversibly and isothermally an infini-

tesimal quantity of water from a pool of pure water at a specified ele-

vation at atmospheric pressure to the soil water." Table 1 summarizes

the Statement of the Review Panel (1965).

Although total suction is the formal term, "suction" is preferred.

It is frequently expressed in terms of pF (Croney and Coleman, 1961;

Dumbleton and West, 1970):

pF - Log 10 (hw/h) (4)

where

pF - logarithmic value of the free energy or suction

h, - head of water, cm

h - 1 cm

Concepts of suction are based upon energy principles from thermo-

dynamics. Total suction may be conveniently determined by measuring

the relative humidity within a mass of soil by a thermocouple psychrom-

eter. Suction can be expressed quantitatively (Rawlins and Dalton,

1967; Richards, 1969; Statement of the Review Panel, 1965) as:

ht = -(RT/v.) loge (P/Po) (5)

where

ht - total suction, tsf (I tsf - 96 kPa)

R = ideal gas constant (86.82 cc-tsf/deg K-mole)

T - absolute temperature, deg K

v, - volume of a mole of liquid water (18.02 cc/mole)

p = pressure of water vapor, tsf

p0 - pressure of saturated water vapor, tsf

p/p0 - relative humidity
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Total suction is the algebraic sum of the matrix suction* and osmotic

suction components (Statement of the Review Panel, 1965), as given by

Equation 6:

ht - h5 + hm (6)

where

hs - osmotic or solute suction

hm - matrix suction

Osmotic suction is the result of the lowering of the relative hu-

midity of the pore fluid by the presence or concentration of soluble

salts in the pore water. Matrix suction is the negative pore water

pressure or capillary stress in soils and can be related to pore air

and pore water pressures by Equation 7 (Blight, 1965; Barden, Madedor

and Sides, 1969; Fredlund, 1979; Hilf, 1956; Matyas and Radhakrishna,

1968; U.S. Department of the Interior Bureau of Reclamation, 1966):

hm = ua - t (7)

where

ua = pore air pressure

u, - pore water pressure

Pore air pressure is usually taken as zero for atmospheric pressure.

As the soil becomes saturated, pore air pressure becomes equal to the

pore water pressure.

A direct measurement of matrix suction can be accomplished by us-

ing a high air entry (high bubbling pressure) membrane or pressure

plate apparatus (U.S. Department of the Interior Bureau of Reclamation,

1966). The simplest configuration consists of a pressure plate or mem-

brane which separates the soil specimen from a container of water, as

presented conceptually in Figure 2. As the capillary stresses within

the soil specimen cause water to flow through the pressure plate, the

* The Statement of the Review Panel (1965) identified the term as "ma-

trix suction". Although matric suction is grammatically correct
(Parker, 1984), the term matrix suction was used throughout the text.



C44

ti~j 0

C LU qj30 Z Q

LU QC . 1

a. Q. U
a.

LU (3(3U
ci, az1

00

*1~4 - . )

300

4-

Q)E

4)
r4

0"-4

(0

Lu CC -4 -4
CL)

- j -4

LU 0

4

-J LU



12

absolute water pressure in the container of water is reduced to less

than one atmosphere. To prevent cavitation of the water in the con-

tainer, air pressure is simultaneously applied to the soil specimen and

pressure plate. This process is incrementally repeated until the cap-

illary stresses are in equilibrium with the test environment, i.e. the

water does not flow. The algebraic difference between the pore air

pressure and the pore water pressure is matrix suction. By the axis

translation technique, which is illustrated in Figure 3, the value of

capillary stress or matrix suction can be determined.

An indirect measurement of matrix suction within a soil mass can

be made with a thermocouple psychrometer. The principle consists of

measuring the relative humidity of air in the voids of the soil speci-

men; measurements are converted to total suction by Equation 5. How-

ever, the value of osmotic suction must be obtained from an independent

measurement of the relative humidity of an extract of the pore fluid

and subtracted from the value of total suction, as shown by Equation 6.

Influence of Matrix Suction on Shear Strength

Hilf (1956) conducted one of the first investigations of negative

pore water pressures in compacted cohesive soils. He proposed a Mohr-

Coulomb strength relationship of the form of Equation 8 to describe the

shear strengths of unsaturated soils:

r = c + a' tan 4 (8)

where

r = shear strength

c - cohesion

- internal friction

and

a' = (a - ua) - uC (9)
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where

a' = effective normal stress

a - external normal stress

uc - capillary stress - - (ua - u.)

Guided by the success of the effective stress equation for satu-

rated soils, Bishop, Alpan, Blight and Donald (1961) suggested a modi-

fied effective stress relationship for unsaturated soils:

a' - (a - ua) + X (u - U.) (10)

where

a' - effective stress

a - total normal stress

ua - pore air pressure

uw = pore water pressure

X = a pore pressure parameter which varied from 0 to 1 as satu-

ration varied from 0 to 100 percent

Unsaturated shear strengths were expressed in the form of a modified

Mohr-Coulomb strength relationship (Bishop, Alpan, Blight and Donald,

1961) as:

T = c' + [(a - ua) + X(ua - u.)] tan '' (11)

where

r - shear strength

c' = apparent cohesion in terms of effective stress

0' = angle of shearing resistance in terms of effective stress

Blight (1967) fundamentally explained the behavior of the X factor

when influenced by surface tension as:

X = [(w A)/21 [A/2 - Ts/(r hm)] (12)
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where

A - tan 0 - sec 0 + 1

0 = an angle, measured with respect to the radius of a spherical

particle, which is formed between the contact of two spheres

and the location where the meniscus is tangent to the surface

of one of the spheres

r - radius of the spherical particle

TS - surface tension of the liquid

hm - pore pressure, (u8 - uw)

Blight determined the pressure 'a as:

hm = - [T,/r A] [2 - sin 0/(l - cos 0)] (13)

Substituting Equation 13 into Equation 12 and rearranging the terms

yields:

X - [(7 A2)/4] [sin 0/(sin 0 + 2 cos - 2)] (14)

Equation 12 shows that X is dependent upon the surface tension of the

pore water and the suction pressures. For conditions of identical sur-

face tensions, the magnitude of X will vary inversely to the suction

pressure. Equation 14 shows that X is a function of the angle 0. The

maximum value of X is 1.57 for 0 equal to 45 degrees; larger values of

0 are not possible because air becomes occluded.

In practice, the X factor for unsaturated soils did not work well.

Blight (1967) reported two methods for evaluating X; each method yield-

ed different results. He was unable to decide which method was cor-

rect. Fredlund, Morgenstern and Widger (1978) reported that a decrease

in pore water pressure increased the frictional resistance of a mixture

of 80 percent potters flint and 20 percent peerless clay more than the

corresponding increase in confining pressure. This observation implied

that X was greater than one. Gulhati and Satija (1981) presented test

results which demonstrated that X was greater than one for unsaturated

specimens. Jennings and Burland (1962) demonstrated that X could have

negative values for collapsible soils.
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In 1979, Fredlund (1979) proposed a theory for unsaturated soils.

He postulated that unsaturated soil was a four phase system consisting

of solids, water, a continuous air phase and contractile skin (or air-

water interface). Based upon an analysis consistent with multiphase

continuum mechanics, he proposed two independent stress tensors. Con-

ceptually, Fredlund suggested the shear strength of an unsaturated soil

could be expressed in the form of an extended, or three dimensional,

Mohr-Coulomb strength relationship as:

r - c' + (a - Ua) tan ' + (ua - u,) tan Ob (15)

where

r - shear strength

c' - cohesion intercept when the two stress variables are zero

(a - u.) = stress variable, applied stress

(ua -Uw) - stress variable, matrix suction

0' - angle of friction with respect to applied stress

Ob - angle of friction with respect to matrix suction

which is illustrated in Figure 4. Furthermore, he suggested there was

a smooth transition from the unsaturated to the saturated case. As the

degree of saturation approached 100 percent, the pore air pressure and

pore water pressure would become equal, matrix suction, (ua -U),

would go to zero and pore water pressure could be substituted for pore

air pressure in the applied stress variable, (a - ua). The c' and 0'

strength parameters could be evaluated in the conventional manner for

saturated soils.

Ho and Fredlund (1982a) and Chantawarangul (1983) reanalyzed test

results for several soils reported in the literature using the unsatu-

rated shear strength model given as Equation 15. Values for the angle

of friction, Ob, ranged from 4 to 35 degrees; Ob was frequently one-

third to two-thirds of the angle of friction, 0'. Typical values of Ob

obtained from specimens of boulder clay, compacted shale and Dhanauri

clay are summarized in Table 2.

Based upon the results of linear regression analyses for evaluat-

ing Ob, the extended Mohr-Coulomb relationship for predicting the shear
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strengths of unsaturated soils appeared to be promising. However, be-

cause of a limited data base, uncertainty remained regarding the influ-

ence of variables, such as water content, density, degree of satura-

tion and specimen preparation and testing procedures on the shear

strengths of unsaturated soils as well as on the measured values of

suction. For example, the range of values of the unsaturated strength

parameter, Ob, obtained for compacted specimens of Dhanauri clay (Table

2) appeared to be dependent upon the dry density of the specimens and

the type of test, i.e. constant water content test or consolidated

drained test. Yong, Japp and How (1971) and Yong (1980) reported

unique relationships between shear strength, soil suction and dry den-

sity for kaolin and St. Rosalie clays. Although hysteric effects due

to sorption of water were evident, the multiple valued functions were

reduced to a singular surface when the data were expressed in terms of

dry density. Turnbull and McRae (1950) presented data which indicated

the strengths of unsaturated soils were dependent upon the dry densi-

ties and water contents of compacted specimens. Hilf (1975), Lee and

Haley (1968), Seed and Chan (1959), and Seed, Mitchell and Chan (1961)

have shown that shear strengths of unsaturated soils were affected by

compaction water content and the method of compaction. Specimens com-

pacted dry of optimum were stronger, more brittle and tended to swell

whereas specimens compacted wet of optimum were weaker, more ductile

and tended to consolidate. Specimens molded by dynamic or static com-

paction were more brittle and tended to swell as compared to specimens

molded by kneading compaction. Because of these uncertainties, it was

believed that reasonable values for the strength parameter, 4b, could

not be anticipated or estimated with any degree of confidence. There-

fore, further research was needed.

As a result of the observation that 4b was apparently dependent

upon test type, the literature was again perused to identify types of

triaxial tests routinely used for testing unsaturated soils. Three

tests were identified:
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(a) Results of constant water content (CW) tests were re-

ported by Bishop, Alpan, Blight and Donald (1961) and Gulhati and

Satija (1981). The cell or chamber pressure, pore air pressure and

specimen water content were constant during shear. Volume changes and

pore water pressures induced during shear were measured. Generally,

the degree of saturation increased as the test was conducted because of

a decrease of the specimen volume caused by an increase of normal

stresses. The results of these tests indicated that suction decreased

as the degree of saturation increased.

(b) Results of consolidated-drained (CD) tests were reported

by Gulhati and Satija (1981) and Ho and Fredlund (1982a, 1982b). The

cell pressure, pore air pressure and pore water pressure were constant

during shear. Specimen volume changes and the volume of water entering

or leaving the specimen during shear were measured. Suction remained

constant because pore air and pore water pressures were controlled.

(c) Unconsolidated undrained (UU) tests were reported by the

U.S. Department of the Interior Bureau of Reclamation (1974). The cell

pressure and specimen water content were constant during shear. Pore

air pressure, pore water pressure and volume changes induced during

shear were measured. As with CW tests, suction generally decreased as

the test was conducted because the degree of saturation of the speci-

mens increased as a result of volume changes caused by increased normal

stresses.

In summary, the influence of the stress variables, applied stress,

(a - Ua), and matrix suction, (ua - u), on the shear strengths of un-

saturated soils has been confirmed or inferred by several researchers

(Bishop, Alpan, Blight and Donald, 1961; Bishop and Blight, 1963;

Blight, 1966; Croney and Coleman, 1961; Dowdy and Larson, 1971;

Escario, 1980; Raju and Khemka, 1971; Towner, 1961; Williams and

Shaykewich, 1970). Shear strengths of unsaturated soils have been ex-

pressed as unique functions of these stress variables as given by Equa-

tions 11 or 15. However, little information is available regarding the
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influence of water content, density and the degree of saturation on ma-

trix suction and the shear strengths of unsaturated soils. Therefore,

reasonable values for unsaturated strength parameters, such as X or

can not be anticipated with confidence.

Influence of Osmotic Suction on Shear Strength

Lambe (1958) and Lambe and Whitman (1969) used the attractive-

repulsive forces concept to demonstrate the importance of osmotic suc-

tion for effective stress analysis. They suggested a modified form of

the van't Hoff equation which related osmotic pressure to the concen-

tration of ions between and at the edge of adjacent particles. Lambe

and Whitman (1969) recommended that the effects of electrical forces on

effective stresses should be expressed in the form of Equation 16,

where osmotic pressure is equivalent to the repulsive or R forces:

a- i a - a - aw u, - (R - A) (16)

where

0 i - intergranular contact stress

a - area soil particle contact ratio, usually less than 0.03

a. - area water ratio, usually greater than 0.97 in saturated soil

u, - pore water pressure

R - repulsive stress between particles (Coulombic electrical

force)

A - attractive stress between particles (van der Waal force)

Lambe and Whitman indicated the R and A stresses were due to clay par-

ticle attraction, cation hydration and osmotic repulsion forces of the

clay platelet-water-cation system, although quantitative values were

not assigned.

Equation 16 implies that effective stresses should be greatest

when the repulsive and attractive stresses are balanced or when the

particles are forced close together such that a net attractive force
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results. The addition of salts to the pore water would increase osmot-

ic suction and decrease the repulsive stresses, which would also tend

to balance the attractive and repulsive stresses.

The influence of electrolytes in the pore fluid of soils has been

documented by numerous investigators. Bjerrum and Rosenqvist (1956)

sedimented a low plasticity quick clay in an aqueous solution of sodium

chloride (NaCl) at a concentration of 35 grams of salt per liter of

water (g/l). Following sedimentation, the salt was leached from seve-

ral specimens. Results of the shear tests indicated the strengths of

the salt samples were approximately 75 percent greater than the

strengths of the leached samples. Torrance (1974) reported a similar

study of the behavior of an undisturbed marine clay. Upon leaching,

shear strengths were also reduced. Moum and Rosenqvist (1961) conduct-

ed shear tests on specimens of illitic and montmorillonitic clays which

had been sedimented in a solution of NaCl at a concentration of 13.5

g/l. After sedimentation, potassium chloride was allowed to percolate

through selected specimens. The shear strengths of the K-soils were

about 50 percent greater than the shear strengths of the Na-soils.

Sridharan, Rao and Rao (1971) found that the shear strength parameters

c' and 0' for montmorillonitic and kaolinitic clays increased following

the addition of divalent calcium hydroxide to the soil.

These investigations, as well as studies by other researchers

(Dowdy and Larson, 1971; Ladd and Martin, 1967; Low, 1968; Morgenstern

and Balasubramonian, 1980; Olson, 1963; Olson and Mitronovas, 1962;

Peter, 1979; Sridharan and Rao, 1979, 1973, 1971), infer that the engi-

neering behavior of clay soils is dependent upon the type of salt in

the pore fluid and its concentration. However, few comprehensive in-

vestigations to assess the influence of osmotic suction on the shear

strengths of unsaturated soils have been reported.

Summary

Based upon a review of the literature, the strengths of unsatur-

ated soils appeared to be dependent upon numerous variables including

compaction water content, dry density, method of compaction and the
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type and concentration of electrolytes in the pore fluid. The effects

of capillarity or matrix suction may be dominant in unsaturated samples

of sands, silts and low plasticity clays. For higher plasticity clays,

such as illites and montmorillonites which have considerable suction

forces derived from clay particle attraction and cation hydration, cap-

illarity may be of secondary significance. Therefore, comprehensive

laboratory investigations are needed to evaluate the influence of these

and other variables on the strengths of unsaturated soils and to devel-

op appropriate models to describe the shear strengths of unsaturated

soils.
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RESEARCH PLAN

Following a review of the literature, a laboratory investigation

was conceived and executed to assess the influence of soil suction on

the shear strength of unsaturated soil. The effects of three variables

were isolated and studied: compaction water content, density and

treatment of the soil with potassium chloride. Suction was measured

during the tests on unsaturated specimens to permit an assessment of

unsaturated strength parameters, such as X or Ob. These parameters, in

turn, allowed the influence of suction on the shear strength of unsatu-

rated soil specimens to be evaluated. Constant water content tests

were selected because the effects of density variation could be evalu-

ated more easily than for results obtained from consolidated drained

tests in which both density and water content changes could occur

simultaneously.

To assess the influence of compaction water content on matrix suc-

tion as well as on the shear strengths of unsaturated specimens, tri-

axial compression tests were conducted on specimens which had been com-

pacted at nominal water contents of 20 to 21 percent and 26 to 27 per-

cent. These water contents were 3 to 4 percentage points dry and wet

of optimum water content, respectively.

To assess the effects of dry density on suction and shear

strengths of unsaturated soil, replicate specimens were compacted at

nominal water contents of 20 or 27 percent. Specimens were then sub-

jected to selected consolidation and rebound stresses prior to shear.

The first group of specimens was isotropically consolidated by stresses

of 0.7, 1.4, 2.9, 5.8 or 11.5 tsf (70, 140, 280, 550 or 1100 kPa) prior

to shear. The second group of specimens was consolidated by 2.9 tsf

(280 kPa) and rebounded against 1.4 or 0.7 tsf (140 or 70 kPa) before

the shear phase was conducted. The third group of specimens was con-

solidated by 11.5 csf (1100 kPa) and rebounded againsL 5.8, 2.9, 1.4 or

0.7 tsf (550, 280, 140 or 70 kPa) prior to shear.

To investigate the influence of osmotic or solute suction on the

shear strengths of unsaturated soil, selected specimens were treated

with potassium chloride prior to compaction. Prior to shear, these
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specimens were isotropically consolidated by stresses of 0.7, 1.4, 2.9,

5.8 or 11.5 tsf (70, 140, 280, 550 or 1100 kPa). To evaluate the in-

fluence of osmotic suction on shear strengths, the test results were

compared with the test results for untreated specimens. Potassium

chloride was used to treat the clay because the partial vapor pressure

of an aqueous solution of this salt was unaffected by subtle tempera-

ture fluctuations (Washburn, 1928) which typically occur in the soils

laboratory environment.

To provide a reference for evaluating the shear strengths of un-

saturated specimens, back pressure saturated triaxial specimens were

tested. Specimens were compacted at nominal water contents of 20 and

27 percent. Selected specimens were isotropically consolidated by

stresses of 2.9 or 11.5 tsf (280 or 1100 kPa) prior to shear. A second

group of specimens was consolidated by 2.9 tsf (280 kPa) and rebounded

against 1.4, 0.7 or 0.4 tsf (140, 70 or 30 kPa) before the shear phase

was conducted. A third group of specimens was consolidated by 11.5 tsf

(1100 kPa) and rebounded against 5.8, 2.8, 1.4 or 0.7 tsf (550, 280,

140 or 70 kPa) before the specimens were sheared.

Several methods were available to normalize the effects of density

on the strengths of soil (Atkinson and Bransby, 1978; Hvorslev, 1961,

1969; Ladd, 1971). Following a brief review of each, Hvorslev's "true

friction, 4 e - true cohesion, Ce" concept was selected. Although

Hvorslev stated his model was valid only for saturated soil behavior,

it was assumed that Hvorslev's model was applicable to unsaturated soil

behavior as well. This assumption was based upon the belief that

Hvorslev expressed the normalized shear strengths in terms of the water

content of the specimens at failure because of the ease of determining

this parameter as compared to density or void ratio. Furthermore, it

had been observed frequently that the unconfined compression strengths

of compacted specimens were dependent upon the density of the

specimens.

Hvorslev's strength parameters may be obtained by comparing the

strengths of normally consolidated and overconsolidated specimens at

the same void ratio at failure, as illustrated conceptually in Figure

5a by points a and b, respectively. However, due to the difficulty
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of obtaining test results for normally consolidated and overconsoli-

dated specimens which have identical void ratios at failure, Bishop and

Henkel (1962) proposed a normalizing technique which is illustrated in

Figure 5b. The method consisted of di-iding the shear stress and the

normal stress by an "equivalent consolidation stress", PG. Bishop and

Henkel defined Pe as the consolidation pressure or stress which pro-

duced a particular water content (or void ratio) in a saturated, nor-

mally consolidated specimen. True friction and true cohesion were re-

lated to the slope and intercept of the strength envelope as indicated

by the equations shown in Figure 5b.

To aid in the selection of a P. relationship, one dimensional con-

solidation tests were conducted on specimens compacted at nominal water

contents of 20 and 27 percent. For each series of tests, one specimen

was tested at the "as compacted" or natural water content condition.

The other two specimens were inundated and subjected to initial boun-

dary conditions imposed by the swell and swell pressure tests, which

are described in Engineer Manual EM 1110-2-1906 (Department of the

Army, Office of the Chief of Engineers, 1970) and ASTM Standard D-4546

(American Society for Testing and Materials, 1989). The maximum con-

solidation stress which was applied to any specimen was 128 tsf (12.3

MPa), although several specimens were rebounded from lower maximum

stresses because soil was extruded around the top loading platen. Suc-

tion was measured as tests were conducted on the natural water content

specimens.
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MATERIALS AND TEST METHODOLOGY

Soil

Vicksburg buckshot clay was selected for the investigation because

it was locally available and a substantial amount of test data had been

reported (Brabston, 1981; Donaghe and Townsend, 1975; Horz, 1983;

Molina, 1960; Peters, Leavell and Johnson, 1982; Strohm, 1966). Fur-

thermore, osmotic suction for this soil was negligible which minimized

the uncertainty of assessing the influence of matrix and osmotic suc-

tion on the unsaturated strength parameters.

Vicksburg buckshot clay is a brown plastic clay (CH) with a trace

of sand (Department of the Army, Office of the Chief of Engineers,

1970; U.S. Army Engineer Waterways Experiment Station, 1960). Ninety-

seven percent of the soil by dry weight passes the No. 200 U.S. Stan-

dard Sieve (0.074 mm.) and 43 percent is finer than 0.002 mm. The spe-

cific gravity (G,) is 2.72 and the Atterberg limits are liquid limit

(LL) = 56 percent, plastic limit (PL) = 21 percent and plasticity in-

dex (PI) - 35 percent. The electrical conductivity of an extract of

the pore fluid obtained by the saturation extract technique was 0.3

miilimhos per centimeter (mmho/cm). From this value, solute suction

was calculated as 0.1 tsf (10 kPa) (Black, 1965; Richards, 1954). The

grain size distribution, specific gravity and Atterberg limits for

buckshot clay are presented in Figure 6.

Testing Equipment

Suction Measurement

Important considerations for selecting a device for measuring suc-

tion included attention to the accuracy of the apparatus for the ranges

of suction anticipated during the investigation and the ease of modify-

ing conventional laboratory testing equipment and procedures for use of

the suction measuring apparatus. Although apparatuses such as tensiom-

eters, vacuum desiccators, electrical resistance blocks and filter

paper (Bocking and Fredlund, 1979; Lam, 1980; Murthy, Sridharan and
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Nagaraj, 1987; Snethen and Johnson, 1980) could be adapted to labora-

tory testing equipment, the most common devices for measuring soil suc-

tion during triaxial tests were the pressure plate apparatus (Bishop

and Henkel, 1962; Fredlund, 1975; Gulhati and Satija, 1981; Hilf, 1956;

Ho and Fredlund, 1982b; Lam, 1980; U.S. Department of the Interior Bu-

reau of Reclamation, 1966) and the thermocouple psychrometer (Edil,

Motan and Toha, 1981; Johnson, 1974a; Morrison, 1980).

Generally, pressure plate apparatuses have performed satisfactori-

ly when matrix suction stresses were less than approximately 15 tsf

(1.4 MPa), i.e. low plasticity clays, silts and sandy clays. Unfortu-

nately, the pressure plate device cannot be used to measure osmotic

suction stresses. As a matter of comparison, psychrometers cannot be

used to measure low values of suction accurately but have been used

successfully to measure suction stresses as large as 80 to 100 tsf (7.7

to 9.6 MPa) (Brown and Thompson, 1977; Hamilton, Daniel and Olson,

1981). Psychrometers can be used to measure total or osmotic suction

stresses, although independent measurements of total and osmotic suc-

tion stresses are required to evaluate matrix suction. A review of

pressure plate apparatuses and thermocouple psychrometers is presented

in the following paragraphs.

Pressure plate apparatus. Pressure plate apparatuses have been

used extensively to measure matrix suction, which is the algebraic dif-

ference between the measured values of pore air and pore water pres-

sures, as given by Equation 7:

h. = ua - uw (7)

In principle, a saturated high air entry (high bubbling pressure) por-

ous plate is used to separate an unsaturated soil specimen from a con-

tainer of water. As the capillary or suction stress in the soil speci-

men draws water through the porous plate, the absolute pressure of the

water in the container is reduced. To prevent cavitation, air pressure

is simultaneously applied to the soil specimen and the porous plate.

This causes the pore water pressure in the soil specimen to increase.
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The procedure, which is known as the axis translation technique (Hilf,

1956), is illustrated in Figure 3.

A conventional triaxial apparatus which has been designed to con-

duct tests on saturated specimens can be easily modified to test unsat-

urated soils. A high air entry pressure plate can be substituted for

one of the coarser porous stones located in the top or bottom platen.

The triaxial device must also be modified to permit independent mea-

surements of pore air and pore water pressures. Figure 7 is a concept-

ual illustration of a soil specimen in a triaxial apparatus which has

been modified to test unsaturated soils using the pressure plate

technique.

Three problems or difficulties of conducting tests on unsaturated

soils using the pressure plate technique have been identified:

(a) The magnitude of suction must be known or estimated in

advance of the test to aid in the selection of the air entry value of

the pressure plate. If the air entry value is too high, the permeabil-

ity of the pressure plate will control the rate of testing. Converse-

ly, if the air entry value is too low, air will readily pass through

the pressure plate. This will cause incorrect measurements of the pore

water pressure.

(b) As the test is conducted, air will diffuse through the

high air entry stone and into the pore water pressure measurement sys-

tem. As diffusion occurs, water will be displaced and forced into the

soil specimen which could alter the engineering properties of an unsat-

urated soil specimen. To minimize problems caused by air diffusing

through the high air entry stone, Fredlund (1975) designed a flushing

system to remove the air from the pore water cavity; an inverted bu-

rette was used to account for drainage of water from the system or

specimen.

(c) The third difficulty of using the pressure plate appara-

tus may be encountered when the soil specimen is placed in contact with

the saturated plate as the test apparatus is assembled. As a result of

suction, water tends to flow into the soil specimen, negative pressure

in the pore water cavity tends to develop and the initial conditions of

the soil specimen begin to change. To minimize the potential problems,
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it is imperative that the test apparatus is assembled as rapidly as

possible. To prevent cavitation of the water in the pore pressure mea-

surement system, the U.S. Bureau of Reclamation (Young, 1984) developed

a plunger which could be used to manually increase the pressure in the

pore water cavity as the triaxial device was assembled.

Thermocouple-psychrometer. The principle of operation of the

thermocouple psychrometer is based upon the Peltier cooling effect

(Shortley and Williams, 1965). As an electrical current is passed

through a circuit of two dissimilar metals, one of the junctions tends

to become warmer and the other junction tends to become cooler. With

the current flowing in the proper direction, a bead of water condenses

on the thermocouple junction of the psychrometer when the temperature

reaches the dew point temperature. After the cooling current is termi-

nated, the temperature difference is maintained until the bead of water

has evaporated. This temperature difference causes an electromotive

force (emf) which is directly proportional to the temperature differ-

ence, as given by Equation 17 (Dyke, 1954; Benedict and Hoersch, 1981):

E 6 = St (17)

where

E - electromotive force, Avolt

- thermoelectric power, pvolt/deg C

6t - temperature difference, deg C

By comparing the emf measured uy a psychrometer in the air above a salt

solution of known concentration to the emf when the psychrometer is

placed in an unsaturated soil specimen, suction may be inferred.

A schematic drawing of a psychrometer is illustrated in Figure 8.

Table 3 illustrates typical relative humidity versus suction relation-

ships for various concentrations of aqueous solutions of potassium

chloride (Washburn, 1928). Figure 9 shows typical calibration curves

obtained for several thermocouple psychrometers (Johnson, 1974a).

Figure 10 is a photograph of thermocouple psychrometers which have been

inserted into a soil specimen through the membrane.
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FIG. 8. Schematic diagram of a thermocouple psychrometer.
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Table 3. Relative Humidity-Total Suction Relationships
for Selected Concentrations of Potassium Chloride Solutions

(After Washburn, 1928)

Gram Formula Weight
per 1000 g of Water Relative Humidity Total Suction*

M percent tsf MPa

0.05 99.83 2.4 0.23
0.1 99.67 4.7 0.46
0.2 99.36 9.2 0.88
0.5 98.41 23.0 2.21
1.0 96.84 46.1 4.42
1.5 95.26 69.8 6.69
2.0 93.68 93.8 8.99

* ^alculated using Equation 5 at 25 deg C and standard atmospheric
pressure.
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SPECIMEN NO.6

FIG. 16. Apparatus for measuring total suction (After Johnson, 1974b).
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Several problems may be encountered when using a psychrometer to

measure soil suction. The list includes errors of measurement of the

emf caused by temperature effects, ambient electrical signals and cor-

rosion of the thermocouple wires (Daniel, Hamilton and Olson, 1981). A

discussion of each of these problems is presented in the following par-

agraphs:

(a) From Equation 5, it may be observed that suction is di-

rectly proportional to the absolute temperature and the logarithm of

the relative humidity. Provided that reasonable care is exercised to

ensure that all calibrations and tests are conducted at constant ambi-

ent temperatures, such as usually encountered in the laboratory en-

vironment, several researchers (Daniel, Hamilton and Olson, 1981;

Johnson, 1974a) have reported that measured values of emf can be ad-

justed to an equivalent emf at 25 deg C:

E25 - Et/(0.027t + 0.325) (18)

where

E25 = equivalent emf at 25 deg C, Avolt

Et = emf at test temperature, pvolt

t = test temperature, deg C

However, if the temperature and relative humidity of the air at the

thermocouple junction have not equilibrated with the conditions of the

soil specimen, measured values of emf, or suction, could be erroneous.

For example, temperature fluctuations near heating and air conditioning

ducts could result in erroneous suction measurements because of thermal

gradients.

(b) The psychrometer may be sensitive to ambient electrical

signals or noises. Unless precautions are taken to ensure adequate

grounding and shielding of the system, the effects of ambient signals

could have a detrimental effect on test results. For example, the

ambient electrical noise produced by fluorescent lights, which is of

the order of millivolts, could adversely affect the emf from the psy-

chrometer, which is of the order of microvolts.
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(c) Corrosion on the thermocouple, the variation of time

during which the cooling current is applied to the psychrometer and the

magnitude of the applied cooling current could seriously affect re-

sults. Although these problems have not been adequately addressed in

the literature, precautions should be taken to minimize the effects of

these variables. The psychrometer should be inspected and cleaned

prior to each test and replaced as necessary. Care should be exercised

to ensure that calibration and test procedures are identical and rigor-

ously practiced.

The problems of obtaining reliable suction measurements with the

psychrometer should be apparent. Although suction stresses are fre-

quently much larger than stresses recorded during conventional geotech-

nical laboratory testing, it is desirable to measure suction and ap-

plied stresses to the same precision and accuracy, i.e. to the nearest

0.1 tsf (10 kPa). Unfortunately, this may not be an easy task. For

example, to measure suction to the nearest 0.1 tsf (10 kPa), the emf

must be recorded to the nearest 0.05 pvolt. For the sake of compari-

son, the electrical signal from conventional testing equipment, such as

pressure transducers, would be of the order of 0.05 volt for comparable

stresses. Therefore, special laboratory techniques and procedures,

such as shielding and grounding the test apparatus and conducting tests

in a controlled temperature environment, may be required to obtain sat-

isfactory data.

Development of Laboratory Testing Equipment

Based upon a review of the research plan, an assessment of suction

measuring equipment, and a few preliminary suction tests conducted on

compacted specimens of Vicksburg buckshot clay, laboratory equipment

was modified to test unsaturated soils. The thermocouple psychrometer

was selected to measure suction because preliminary tests indicated

that suction stresses in unsaturated specimens of buckshot clay were

fairly large and could possibly exceed 10 to 15 tsf (1.0 to 1.4 MPa).

These large values of suction were of the same magnitude as the maximum

air entry values for pressure plates which were available. Further-

more, it was decided the psychrometer method for measuring suction was
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more versatile than the pressure plate method because total and osmotic

suction stresses could be measured with the same device.

Only minor modifications to conventional laboratory soils testing

equipment were required to test unsaturated soils. A fixed ring con-

solidometer was modified to allow a psychrometer to be inserted into

the top loading platen to measure suction in unsaturated specimens

during consolidation tests. Two modifications to the triaxial appara-

tus were required. First, a thermocouple psychrometer was inserted in-

to the soil specimen through the base platen of the device. Second, a

double barrel chamber was designed and fabricated which would permit an

assessment of the volume change of unsaturated soils subjected to tri-

axial compression. The volume of water which flowed into or out of the

inner chamber during the test could be related to the change of volume

of the unsaturated specimen.

Thermocouple psychrometer. In the interest of causing minimal ad-

verse affects on the behavior of the soil specimen, a 0.04 in. (0.16

cm.) diameter psychrometer, which used 0.001 in. (0.002 cm.) diameter

Chromel and constantan wires for the thermocouple, was fabricated at

the U.S. Army Engineer Waterways Experiment Station (WES). Conceptual-

ly, this psychrometer would be inserted into a 1/8 in. (0.3 cm.) diam-

eter stainless steel tube which had been placed within the specimen as

the soil was compacted. However, after numerous attempts to calibrate

the psychrometer, it was concluded that an acceptable calibration could

not be obtained. The WES psychrometer was discarded and replaced by a

commercially manufactured psychrometer.

Although an acceptable calibration of the WES psychrometer was

never obtained, two important lessons were learned: ambient tempera-

tures and the time increment which the cooling current was applied to

the psychrometer had to be carefully controlled. During an attempt to

calibrate the WES psychrometer in the air above a 1.0 F KC1 solution,

it was observed that values of emf, which had been corrected to 25 deg

C using Equation 18, varied approximately 5 percent/deg C. For exam-

ple, when the cooling current was applied to the psychrometer for 30

seconds, the corrected value of emf increased from 11.6 pvolt at an
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ambient temperature of 16.2 deg C to 14.2 pvolt at a temperature of

21.2 deg C. Furthermore, it was observed that as the cooling current

was applied to the psychrometer for longer periods of time, the rate of

change of the measured values of emf decreased from about 6 Avolt per

minute per logarithmic cycle of time for the first two minutes to an

asymptotic condition after about two hours. For example, the measured

value of emf was approximately 12.5 Avolt when the cooling current was

applied for 15 seconds. When the cooling current was applied for 30

seconds, the emf increased to 14.0 uvolt. The emf increased to 15.5

gvolt when the cooling current was applied for 60 seconds. When the

current had been applied for two hours, the emf was 21.5 pvolt.

A commercially manufactured thermocouple psychrometer which used

0.001 in. (0.002 cm.) diameter Chromel and constantan wires was select-

ed to replace the WES psychrometer. Calibrations of the commercial

psychrometers were fairly repeatable although the measured values of

emf were somewhat sensitive to the length of time which the cooling

current was applied. Typically: the emf increased at a rate of 1.5

pvolt per minute per logarithmic cycle of time the first two minutes in

which cooling current was applied. However, tests were never conducted

to determine the influence of temperature on the measured emf because a

decision had been made to construct a constant temperature water bath

to house the triaxial devices.

As the first commercial psychrometer was being calibrated, it was

observed that external or ambient electrical signals apparently affect-

ed the emf readings. For example, the measured values of emf increased

slightly as the operator's hands approached the electrical wires con-

necting the psychrometer and the data acquisition system. To minimize

this problem, a shielding and grounding system was devised. The psy-

chrometer wires were placed in copper tubing and a large copper plate

was placed on the floor for the operator to stand on while working near

the test device. The testing facility, including the criaxial devices,

instrumentation and the copper plate were attached to a grounding rod

located outside of the laboratory. After the shielding and grounding

system was completed, it was noted that measured values of emf could be
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reproduced to the nearest 0.2 pvolt which corresponded to a suction of

0.5 tsf (50 kPa).

A typical calibration curve for the psychrometers used during this

investigation is presented in Figure 11. Figure 12 is a photograph of

two of the psychrometers used during the study. Note that the ceramic

housing which protects the thermocouple junction has been removed from

the psychrometer shown on the left side of the photo. Prior to test-

ing, the psychrometer was placed in a specially designed housing. Both

the psychrometer and the housing were then inserted into the soil spec-

imen for testing.

Volume change apparatus. The volume of water expelled from a sat-

urated specimen during a triaxial test can be used as a direct measure-

ment of the volume change of the specimen itself. However, for tests

on unsaturated specimens special devices must be used to measure volume

changes. Two general techniques for measuring the volume change of un-

saturated soil specimens are available: lateral sensors for measuring

radial deformations (Al-Hussaini, 1981) and single (Johnson, 1974a) or

double barrel cylinders (Bellotti, Bizzi and Ghionna, 1982) for measur-

ing volumetric deformations. Although extensive efforts have been ex-

pended to perfect lateral sensors for use during triaxial testing,

questions usually arise regarding the interpretation of test results.

For example, a typical question may be whether the sensor was respond-

ing to a depression in the periphery of a test specimen or to the actu-

al deformation of the specimen. Consequently, one must decide the

quality of the data. Similarly, when the double barrel cylinder tech-

nique is employed, care is required to ensure that the chamber is fully

saturated and that creep in the test chamber is minimal.

For the investigation reported herein, a double barrel chamber was

designed to measure the stress-volume change relationships of unsatu-

rated soils. As envisioned, equal pressures would be applied to the

annular cavity located between the soil specimen and the inner chamber

and to the cavity between the inner and outer chambers. Provided the

cavity between the soil specimen and the inner chamber was saturated,
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volumetric strains of the unsaturated soil specimens could be calcu-

lated from the volume of water expelled from the inner barrel, which is

similar to the technique used for the calculation of volumetric strains

for saturated specimens.

The first inner barrel was constructed of an acrylic material.

Because equal pressures were applied to each side of the inner barrel,

it was anticipated that creep would be negligible. However, this ap-

parently was not the case as a repeatable pressure versus volume change

relationship could not be obtained. Guided by this experience, an in-

ner barrel was constructed of aluminum. Provided that reasonable care

was taken to saturate the inner barrel, a repeatable correction factor

was obtained for pressure effects, i.e. compressibility of the water in

the chamber, seating of o-ring seals, etc. The correction factor was

3.7 ml for an increase of the chamber pressure from 0.1 to 0.7 tsf (10

to 70 kPa). For chamber pressures ranging from 0.7 to 11.5 tsf (70 to

1100 kPa), the correction factor was 7.8 ml per logarithmic cycle of

pressure. When the chamber pressure was decreased from 2.9 or 11.5 tsf

(280 or 1100 kPa) to 0.7 tsf (70 kPa), the correction factor was 1.5 ml

per logarithmic cycle of pressure.

To saturate the inner barrel, a differential vacuum was simultane-

ously applied to the unsaturated soil specimen and to the inner cham-

ber. Approximately two hours elapsed before deaired water, which con-

tained less than 2 parts per million (ppm) dissolved air, was intro-

duced to the system. Although the degree of saturation of the volume

change apparatus could not be evaluated easily, a similar procedure had

been used to saturate numerous soil specimens with small or negligible

back pressures. For example, using the differential vacuum procedure,

the clay specimens for the study reported herein were saturated by back

pressures less than I tsf (100 kPa). Consequently, the method of satu-

rating the inner barrel was believed to be adequate.

Constant temperature water bath. Based upon the difficulty of

calibrating the WES psychrometer, a decision was made to construct a

controlled temperature water bath to house the triaxial devices. It

was believed this bath would minimize potential testing errors which
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could result from laboratory temperature fluctuations. An acrylic tank

was designed and fabricated which allowed the triaxial devices to be

submerged in water. The water was continuously circulated as each test

or calibration was conducted. A constant temperature of 25.00 + 0.02

deg C was maintained by the operation of a three kilowatt heater which

was controlled by a thermistor. To ensure thermal equilibrium between

the water in the tank and the soil specimen in the triaxial apparatus,

the assembled device was allowed to thermally equilibrate overnight

before a test or calibration was initiated. The time required to

achieve equilibrium was estimated to be six to eight hours based upon

data published by Hodgman, Weast and Selby (1961).

Diffusion of air and water through the latex membrane. Poulos

(1964) conducted an investigation of leaks in the triaxial test. He

indicated that a major error was caused by the diffusion of air and

water through the membrane enclosing the soil specimen. For tests on

back pressure saturated specimens, this problem is usually ignored be-

cause the gradient across the membrane is generally small, i.e. limited

to a few tsf or a few hundred kPa. However, for tests on unsaturated

soils, very large gradients which consisted of the applied stress plus

soil suction could exist across the membrane. These large gradients

would tend to cause water or air to diffuse through the membrane. As

air or water diffused through the membrane, the specimen conditions

could change as the test was being conducted. To minimize the poten-

tial for this problem, a method was needed to minimize the diffusion of

air and water through the membrane.

To assess the problem, four conditions were studied. The first

case, which provided a reference condition for evaluating the effec-

tiveness of a particular leak prevention measure, consisted of wrapping

an aluminum cylinder with filter paper and enclosing the configuration

within a latex membrane. The second case consisted of covering the

aluminum cylinder, filter paper and latex membrane configuration de-

scribed above with a thin film of silicon grease and another latex mem-

brane. For the third case, a thin film of silicon grease, plastic wrap

and latex membrane were placed over the aluminum cylinder, filter paper
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and latex membrane configuration described as case 1. The fourth con-

dition was identical to case 3 except aluminum foil was substituted for

the plastic wrap.

To check for diffusion of air through the various membrane config-

urations, an air pressure difference of 1 tsf (96 kPa) was applied

across the membrane. A pressure transducer was used to measure the

rate of change of air pressure in the cavity formed by the filter paper

and the pore pressure system on the triaxial apparatus. The rate of

change of air pressure in the pore pressure cavity decreased from ap-

proximately 0.3 tsf/hr (30 kPa/hr) for a single latex membrane configu-

ration to less than 0.01 tsf/hr (I kPa/hr) for the configuration using

overlapping aluminum foil squares placed between two membranes. The

rates of diffusion of air through the membrane configurations identi-

fied as cases 2 and 3 were 0.1 tsf/hr (10 kPa/hr) and 0.03 tsf/hr (3

kPa/hr), respectively.

To check the rate of diffusion of water across the membrane, the

filter paper configurations described as cases 1 through 4 were back

pressure saturated and consolidated by an effective stress of approxi-

mately 12 tsf (1150 kPa). The volume of water expelled from the satu-

rated filter paper system as a function of time was recorded. For the

single membrane condition identified as case 1, a "leak", which was in-

dicated by a change of the slope of the burette reading versus the log-

arithmic time relationship, occurred after 1 hour. For case 4, there

was no indication of a leak after one week, which was the time required

to test an unsaturated soil specimen.

To assess the effects of the membranes and aluminum foil on the

geotechnical properties of soil specimens, a latex cylinder was substi-

tuted for the aluminum cylinder described for conditions 1 through 4

and a sh.:aring load was applied to the cylinder. It was determined

that Young's modulus was not significantly different for any of the

four conditions. Based upon these observations, it was concluded that

a grid of overlapping aluminum foil squares could be used to minimize

the diffusion of air and water across the triaxial membranes without

adversely affecting the test results.
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Testing Procedures

Specimen Preparation Procedures

Preparation of Vicksburg buckshot clay for testing consisted of

air drying and pulverizing the material until all soil passed the No.

10 (2 mm.) U.S. standard sieve. The soil was thoroughly mixed to en-

sure uniformity and was then stored in a drum until it was needed for

testing.

Prior to compacting each specimen, air drie' soil was placed in a

mixing bowl with a sufficient quantity of distilled water to increase

the water content of the moist soil to approximately 21 or 27 percent

and thoroughly mixed with an electric mixer. After mixing, the moist

soil was forced through a 1/4 inch hardware cloth (5.7 mm. openings),

placed in a plastic container and sealed to allow the moisture in the

soil to equilibrate. Three or four days later, the moist soil was re-

mixed to ensure a uniform water content. A mellowing time of one week

was allowed before the soil was compacted.

A similar procedure was used for preparing specimens of buckshot

clay which were treated with KCI prior to testing. The only var.ation

of the routine used for treated specimens as compared to untreazed

specimens was that potassium chloride was added to distilled water

prior to mixing with the soil. For each specimen, the weight of KCI

was adjusted as required to maintain a selected value of solute suc-

tion, regardless of the water content of the specimen.

All specimens were compacted into a 2.8 in. (7.1 cm.) diameter by

6.0 in. (15.2 cm.) high mold using the kneading compactor which is

illustrated in Figure 13. Two compactive efforts were used. Most of

the specimens were compacted using a "low" compactive effort. The low

effort compaction curve was established by a trial and error procedure

of adjusting the water content of the soil, the tamping foot pressure,

the number of tamps, and the number of layers or lifts until the densi-

ty of the compacted specimen at its optimum water content was similar

to the density of specimens compacted using standard impact compaction



49

~3y28O"IN HIGH

~COMPACTIONWMLD7

FIG. 13. Kneading compaction apparatus with mold for specimens 2.8 in.
(7.1 cm.) diameter by 6.0 in. (15.2 cm.) high.
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(Brabston, 1981; Horz, 1983). After the compaction procedures were es-

tablished, specimens were compacted at water contents ranging from 12

to 32 percent.

For the low compactive effort, 9 tamps were placed on each 1/2 in.

(1.3 cm.) thick lift by a 1.3 in. (3.3 cm.) diameter compaction foot.

Care was taken to ensure the surface area of the soil in the mold was

completely covered by the action of the tamping foot. The material was

scarified between lifts to minimize planes of weakness. Thirteen lifts

were required to build the specimen to a height slightly in excess of

6.0 in. (15.2 cm). After compaction, the collar was removed and the

specimen was trimmed to the top of the mold. The specimen was then re-

moved from the mold, covered with a plastic wrap, coated with wax and

placed in a humid room. On the following morning, the specimen was

prepared for testing.

Similar procedures were developed for compacting specimens using

the "high" compactive effort. For the high compactive effort, the only

significant change in procedures as compared to the procedures used for

compacting specimens by the low compactive effort was that the tamping

foot pressure was increased.

Compaction of Buckshot Clay

The kneading compaction characteristics of Vicksburg buckshot clay

are presented in Figure 14. Compaction data are tabulated in Appendix

II. The optimum water content for the low effort compaction curve was

23.2 percent with a corresponding density of 99.3 lb/ft3 (1590 kg/m3).

The optimum water content for the high effort compaction curve was 19.7

percent with a corresponding density of 105.1 lb/ft3 (1680 kg/m3). As

may be observed from impact compaction data (Brabston, 1981; Horz,

1983) which have been superimposed in Figure 14, the low effort and

high effort compaction characteristics of buckshot clay obtained by

kneading compaction are similar to the compaction curves obtained by

impact compaction using compactive efforts of approximately 12,000 ft-

lb/ft3 (5.8 MJ/m3 ) and 26,000 ft-lb/ft3 (12.5 MJ/m 3), respectively.

The compaction curves for buckshot clay which had been treated

with potassium chloride were also developed. The compaction procedures
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FIG. 14. Compaction relationships for Vicksburg buckshot clay obtained
by kneading compaction for this investigation and by impact compaction
using the American Society for Testing and Materials (ASTM) sleeve
rammer (After Horz, 1983) and the Corps of Engineers (CE) sliding
weight rammer (After Brabston, 1981). (1000 ft-lb/ft3 - 480 kJ/m 3;
100 lb/ft3 = 1600 kg/m3)
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were identical to the procedures used for low effort compaction of un-

treated specimens. Five different concentrations of KCI were used.

Nominal values of solute suction were 0.8, 1.1, 3, 5 and 18 tsf (0.08,

0.11, 0.3, 0.5 and 1.7 MPa). The compaction data for the treated spec-

imens have been presented with the low effort compaction data for un-

treated specimens in Figure 15. The compaction data for these speci-

mens are also tabulated in Appendix II. For each specimen, the weight

of salt was adjusted as the compaction water content was changed to

maintain a value of solute or osmotic suction which was nearly constant

for each compaction curve. From these data, one may observe that the

treatment of buckshot clay with KC did not significantly affect the

compaction characteristics of the soil.

Void Ratio-Suction Tests

Prior to selecting a device to measure suction, a few preliminary

tests were conducted on specimens of buckshot clay to determine a range

of suction stresses. The apparatus which was used for these prelimi-

nary suction tests consisted of a psychrometer, a container for the

soil specimen and a microvoltmeter to measure emf (Johnson, 1974a,

1974b). To conduct a test, a lump of soil and a psychrometer were

sealed in a container. After the relative humidity of the soil had

equilibrated with the air in the container, suction measurements were

made. A photograph of the apparatus is presented in Figure 16. A

container for the soil specimen and a rubber stopper which is used to

seal the container are located in the lower right of the photograph.

Note that a psychrometer has been inserted through the rubber stopper.

The microvoltmeter is shown in the lower left quadrant of the photo.

An ammeter, which is used to measure the electrical current applied to

the psychrometer, is located in front of the voltmeter. A switching

panel for testing as many as 24 specimens is located above the volt-

meter. Before a test is conducted, the container of soil is placed in

the insulated chest, which is shown in the upper right quadrant of the

photo, and allowed to equilibrate for approximately 48 hours.

Results of suction tests on moist soil specimens are expressed in

Figure 17 as total suction (logarithmic scale) versus water content.
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FIG. 15. Compaction characteristics of Vicksburg buckshot clay treated
with potassium chloride. (1 tsf - 96 kPa; 100 lb/ft3 _ 1600 kg/m3)
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Data are also summarized in Appendix III. As can be seen from the data

in Figure 17, suction ranged from less than 1 tsf (100 kPa) for speci-

mens at a water content of 27 percent to greater than 60 tsf (5.8 MPa)

for specimens at a water content of 12 percent. Although there is much

scatter in the data, it is obvious that suction increased as the water

content of the specimens decreased, which is consistent with the suc-

tion versus water content relationships reported by others. Total suc-

tion versus void ratio relationships for these specimens were also ex-

amined. Unfortunately, a relationship of suction versus void ratio was

not found. For each of these tescs, the specimens were allowed to

equilibrate in the soil containers for approximately 48 hours before

suction was measured. When the tests were conducted, a cooling current

of 8 milliamps was applied to the psychrometer for 15 seconds. After

the cooling current was terminated and the voltmeter had stabilized,

the maximum value of emf was recorded.

One Dimensional Consolidation Tests

One dimensional consolidation tests were used to develop an equi-

valent consolidation pressure, Pe, which was required to normalize the

effects of density variation between individual triaxial test speci-

mens. From each soil specimen which had been compacted at nominal

water content of 21 or 27 percent, three specimens with nominal dimen-

sions of 2.5 in. (6.3 cm.) diameter by 1.25 in. (3.2 cm.) high were

prepared for consolidation testing. After the initial specimen condi-

tions were recorded, each specimen was placed in a consolidometer.

Moist paper towels were placed in the inundation ring of each consoli-

dometer, the devices were covered with aluminum foil or a rubber mem-

brane and a nominal seating load of 0.125 tsf (12.0 kPa) was applied to

each specimen; the seating load was allowed to remain on the specimens

overnight before the consolidation tests were initiated, The moist

paper towels were placed in the inundation rings of each consolidometer

to help minimize the drying of the soil specimens before the tests were

initiated.

Before the consolidation tests were conducted, the aluminum foil

and paper towels were removed from two consolidometers. The specimens
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were inundated and subjected to initial conditions dictated by the

swell and swell pressure tests, which are described in Engineer Manual

EM 1110-2-1906 (Department of the Army, Office of the Chief of Engi-

neers, 1970) and American Society for Testing and Materials (1989)

Standard D-4546. To conduct the swell test, the specimen was inundated

and permitted to swell against a constant pressure prior to initiating

the consolidation test. To conduct the swell pressure test, the sur-

charge load was adjusted as required to maintain a constant specimen

volume after the specimen was inundated. After the swell and swell

pressure tests were completed, the specimens were consolidated.

The third specimen was consolidated at the "as compacted" or natu-

ral water content condition. For this specimen, the rubber membrane

which covered the inundation ring was not removed during the test.

Periodically, however, the membrane was opened and a few drops of water

were added to the moist paper towels.

The loading sequence for each specimen consisted of the applica-

tion of a stress or load increment for 24 hours. After each specimen

had consolidated for 24 hours, the load was doubled and the specimen

was permitted to equilibrate under the larger stress for an additional

24 hours. This process was repeated until the loading sequence was

completed. Generally, the maximum value of applied stress was 128 tsf

(12.3 MPa), although some tests werc rebounded at lower stresses if

soil was extruded around the top loading platen. During the unloading

sequence, the specimen was allowed to equilibrate against a particular

stress for 24 hours. The first rebound stress was usually one half of

the maximum consolidation stress. Each succeeding stress increment was

decreased to one fourth of the previously applied stress until a nomi-

nal seating load of 0.125 tsf (12.0 kPa) remained on the specimen.

Rebound-reload cycles were conducted on most specimens at applied

stresses of 4 and 16 tsf (0.4 and 1.5 MPa). Results of the consolida-

tion tests are discussed in the section entitled "Test Results and

Analysis of Data". Consolidation data for each specimen are tabulated

in Appendix IV.

Fixed ring consolidometers, similar to the devices described in

Engineer Manual EM 1110-2-1906 (Department of the Army, Office of the



58

Chief of Engineers, 1970), were used. The load or consolidation stress

was applied using a balanced beam loading frame with a mechanical ad-

vantage of 40:1. Dial gages graduated to 0.0001 in. (0.0025 mm.) were

used to measure the deformation of the soil specimens. Total suction

was measured during consolidation of unsaturated specimens by a psy-

chrometer which had been inserted into the top loading platen of the

consolidometer. However, these suction measurements were suspect be-

cause filter paper was placed across the screen on the psychrometer

housing to prevent soil from entering the housing during the test. The

filter paper may have caused a lag time between the measured and actual

values of suction.

A photograph of the top loading platen which was modified to house

the psychrometer is shown on the right side of Figure 18. A coarse

porous stone and a brass disk are shown in the center of the photo-

graph. These spacers were placed between the soil specimen and the top

platen. After each specimen was compacted, it was trimmed into a con-

fining ring, as shown on the left side of the photograph, and then

placed in the consolidometer for testing. Suction was measured using

the microvoltmeter which is shown in Figure 17. A cooling current of 8

milliamps was applied to the psychrometer for 15 seconds. Following

the application of the cooling current, the emf was recorded as -soon as

the voltmeter had stabilized.

Triaxial Tests on Saturated Specimens

To provide a reference strength to evaluate the influence of suc-

tion on the shear strengths of unsaturated soil, triaxial tests were

conducted on 1.4 in. (3.6 cm.) diameter by 3.0 in. (7.6 cm.) high back

pressure saturated specimens. After the initial conditions of each

specimen were obtained, the specimen was placed on the base platen- of

the triaxial apparatus and wrapped with a filter paper cage and two

latex membranes. After the test device was assembled, a vacuum of 1

tsf (100 kPa) was applied to the specimen and allowed to remain- on the

specimen overnight.

During the following day, deaired water which contained less than

2 parts per million (ppm) dissolved oxygen was allowed to seep into the
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soil specimen. When a volume of water which was approximately 50 per-

cent greater than the volume of the voids for a particular specimen had

seeped through the specimen, the vacuum was slowly reduced to atmos-

pheric pressure and the chamber pressure was simultaneously increased

to approximately 0.3 tsf (30 kPa). Specimens were then allowed to free

swell for approximately 24 hours.

On the third day, back pressure was applied to the specimen to en-

sure saturation, i.e. B greater than 0.95. As the back pressure was

increased, the chamber pressure was adjusted to maintain an effective

stress of approximately 0.3 tsf (30 kPa) on the test specimen. Follow-

ing back pressure saturation, specimens were consolidated by an iso-

tropic stress of 2.9 or 11.5 tsf (0.3 or 1.1 MPa) prior to rebound and/

or shear. Rebound stresses were 5.8, 2.9, 1.4, 0.7 or 0.35 tsf (550,

280, 140, 70 or 35 kPa). Consolidation or rebound stresses were ap-

plied in one loading or unloading increment. Although primary consoli-

dation or rebound occurred in less than 8 hours, each specimen was al-

lowed to equilibrate overnight before testing was continued.

Consolidated undrained triaxial tests with pore pressure measure-

ments were conducted on the back pressure saturated specimens. The

specimens were sheared in 24 hours using a rate of strain of 0.8

percent/hour. During the shear phase, continuous records of axial

load, axial deformation, pore water pressure and chamber pressure were

obtained with a strip chart recorder. Pore water pressures and chamber

pressures were recorded to the nearest 0.01 tsf (1 kPa) using electron-

ic pressure transducers. Axial loads were recorded to the nearest 0.1

lb (0.45 N) using an electronic load cell. Axial deformations were re-

corded to the nearest 0.001 in. (0.025 mm.) using an LVDT (linear vari-

able differential transformer). Test results are discussed in the sec-

tion entitled "Test Results and Analysis of Data." Test data are pre-

sented in Appendix V.

Triaxial Tests on Unsaturated Specimens

The procedures for conducting triaxial tests on unsaturated speci-

mens were slightly different than the procedures used for tests on sat-

urated specimens. After the initial specimen conditions were obtained,
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a hole, 0.35 in. (0.9 cm.) diameter by 1.3 in. (3.3 cm.) long, was

carefully drilled into the center of and perpendicular to one end of a

2.8 in. (7.1 cm.) diameter by 6.0 in. (15.2 cm.) high compacted speci-

men. As the specimen was placed on the base platen of the triaxial ap-

paratus, the housing for the psychrometer was carefully inserted into

the hole in the specimen. Before the triaxial apparatus was assembled,

the specimen was covered wit-i overlapping strips of filter paper, a la-

tex membrane, silicone grease, an overlapping grid of aluminum foil

squares and finally another latex membrane.

After the apparatus was assembled, small vacuums were applied to

the specimen and to the double barrel triaxial chamber. These vacuums

were subsequently increased until pressures of -1.0 tsf (-100 kPa) and

-0.8 tsf (-80 kPa) had been applied to the specimen and to the chamber,

respectively. Approximately 2 hours elapsed before the double barrel

chamber was filled with deaired water. After the chamber had been

filled with water, the pressures to the specimen and to the chamber

were simultaneously increased. When the pore air pressure was zero

(atmospheric pressure) and the chamber pressure was 0.2 tsf (20 kPa),

the triaxial device was placed in the tank used as the water bath. The

tank was filled with water which was subsequently heated to 25 deg C.

To ensure thermal equilibrium within the triaxial apparatus and the un-

saturated soil specimen, the system was allowed to equilibrate over-

night before a test was initiated. Throughout this procedure, a dif-

ferential pressure of 0.2 tsf (20 kPa) was carefully maintained between

the chamber and the specimen.

On the following morning, consolidation of the unsaturated speci-

men was initiated. All specimens were isotropically consolidated by

stresses of 0.7, 1.4, 2.9, 5.8 or 11.5 tsf (70, 140, 280, 550 or 1100

kPa). Selected specimens were then rebounded from 2.9 or 11.5 tsf (0.3

or 1.1 MPa) to isotropic stresses of 5.8, 2.9, 1.4 or 0.7 tsf (550,

280, 140 or 70 kPa). Consolidation or rebound stresses were applied in

one loading or unloading increment. Although most of the deformation

or swell of the unsaturated specimens occurred within a few minutes

following a change of stress, specimens were allowed to equilibrate un-

der the applied stresses for 48 hours before testing was continued.
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Specimens were sheared using a controlled loading method with

about 12 load increments to failure. To determine the magnitude of

each load increment, the failure load for each specimen was estimated

and divided by 12. Each load increment was applied to the specimen for

4 hours before test data, i.e. load, chamber pressure, axial deforma-

tion, volume change, suction and time, were recorded. After these data

were obtained, the load was increased to the next increment. This pro-

cedure was repeated until the specimen had failed.

The rates for testing unsaturated specimens were arbitrarily se-

lected as little information was available in the literature. The se-

lection of 48 hours for consolidation was based upon Bishop's guidance

for testing unsaturated soils (Bishop, Blight and Donald, 1961) and the

consolidation data obtained from tests on saturated specimens reported

herein. Bishop and his colleagues suggested the length of time for

testing unsaturated specimens should be increased "by a factor of two

for soils not close to a degree of saturation of 100%" as compared to

the rates for testing saturated specimens. The time required to con-

solidate or rebound a saturated specimen 1.4 in. (3.6 cm.) diameter by

..0 in. (7.6 cm.) high ranged from 1 to 8 hours. Using these test re-

sults, the time required to consolidate or rebound a saturated specimen

2.8 in. (7.1 cm.) diameter by 6.0 in. (15.2 cm.) high was estimated as

4 to 32 hours. Following Bishop's recommendation that the time for

testing unsaturated soils should be multiplied by two as compared to

the time required for testing saturated soils, it was concluded that

unsaturated specimens should equilibrate 1 to 3 days after the applica-

tion of consolidation or rebound stresses before testing was continued.

Unsaturated specimens were sheared in 48 hours. This period of

time was selected after consideration was given to the consolidation

data obtained from saturated specimens, the American Society for Test-

ing and Materials (1989) procedure for conducting consolidated undrain-

ed triaxial tests with pore pressure measurements (ASTM Standard D

4767) and Bishop's recommendation of rates for testing unsaturated

soils. Based upon the ASTM procedure, the rate of strain for shearing

a saturated specimen may be estimated "by dividing 4% by 10 times the

value of t50", where t50 is the time required for 50 percent of primary
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consolidation to occur. For the study reported herein, t50 for speci-

mens 1.4 in. (3.6 cm.) diameter by 3.0 in. (7.6 cm.) high ranged from a

few minutes to I hour. Considering the differences of sizes for speci-

mens, the estimated value of t50 for specimens 2.8 in. (7.1 cm.) diam-

eter by 6.0 in. (15.2 cm.) high was 1 to 4 hours; the time required for

shearing these specimens to 15 percent axial strain would be approxi-

mately 38 to 150 hours. Following Bishop's criteria that the elapsed

time for testing unsaturated soils should be two times longer than the

time required for testing saturated soils, the time required for shear-

ing unsaturated specimens was of the order of 3 days to 2 weeks per

specimen. Unfortunately, this period of time would not permit the in-

vestigation to be completed in a timely manner. Therefore, 48 hours,

which was the length of time selected for consolidation and rebound of

unsaturated specimens, was arbitrarily selected as the length of time

to shear the unsaturated specimens.

The axial loading system was automated by an analog timing device.

When the timing device was activated, a solenoid valve was opened which

permitted an increase of air pressure to a diaphragm air cylinder used

to apply axial load to the test specimen. After the load had been ap-

plied for 3 hours 50 minutes, a cooling current was applied to the

thermocouple psychrometer for 9 minutes 30 seconds. When 9 minutes 30

seconds had elapsed, the cooling current was terminated. After an ad-

ditional 30 seconds had elapsed, all channels of data were scanned and

recorded. The timing device was then automatically reset and another

solenoid valve was opened which increased the pressure to the air cy-

linder. This process was repeated until each specimen was failed.

The decision to use 9 minutes 30 seconds for application of the

cooling current to the psychrometer followed by a 30 second delay be-

fore the test data were automatically recorded was based upon observa-

tions during the calibration of several psychrometers. It was noted

that a variation of a few seconds for the length of time in which the

cooling current was applied to the psychrometer did not adversely af-

fect the measured values of emf. The 30 second delay following the
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termination of the current to the psychrometer appeared to be an opti-

mum length of time in which the voltmeter had stabilized and repeatable

values of emf could be recorded.

Axial load, axial deformation, chamber pressure, volume change and

suction measurements were recorded automatically using a digital volt-

meter and printer, although manual readings could be obtained as re-

quired. Axial deformations were recorded to the nearest 0.001 in.

(0.025 mm.) using an LVDT. Axial loads were recorded to the nearest

0.1 lb (0.45 N) and the chamber pressure was recorded to the nearest

0.01 tsf (I kPa) using an electronic load cell and a pressure trans-

ducer, respectively. The volume change measurements were made by a

differential pressure transducer which was plumbed to a 0.5 in. (1.3

cm.) diameter burette. The differential pressures caused by the head

of water in the burette were recorded to the nearest 0.0001 tsf (0.01

kPa). A pressure change of 0.0001 tsf (0.01 kPa) corresponded to a

change of volume of the soil specimen of 0.05 ml or a change of void

ratio of approximately 0.0001. The emf of the psychrometer was record-

ed to the nearest 0.1 pvolt, which is equivalent to a value of suction

of approximately 0.2 tsf (20 kPa). Again, the reader is reminded that

suction measurements are suspect because filter paper was placed across

the screen on the tip of the psychrometer housing to prevent soil from

entering the housing during the triaxial test. Filter paper could

cause a lag time between the actual values and the measured values of

suction. Triaxial test results on unsaturated specimens are discussed

in the section entitled "Test Results and Analysis of Data." Test data

are presented in Appendices VI and VII for unsaturated specimens of

buckshot clay and unsaturated specimens of buckshot clay treated with

potassium chloride, respectively.

Figure 19 is a photograph of a compacted specimen of buckshot

clay. Behind the specimen is the split mold used for compacting speci-

mens. The template which served as a guide for drilling a hole into

one end of the specimen for placement of the psychrometer housing is

shown in the lower left quadrant of the photo. One may observe that a

hole has been drilled into the specimen shown in the photograph.
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Figure 20 is a photograph of the psychrometer housing. The large

end of the housing, located near the center of the photograph, was

placed in a recessed hole in the triaxial base platen. The small piece

located on the right side of the photograph is the cover for the psy-

chrometer housing. A fine wire mesh was attached to one end of the

cover which allowed the measurement of suction within the soil speci-

men. This cover was used to exclude soil from the psychrometer housing

during the test. During the test, a small piece of filter paper was

placed over the screen to prevent soil from entering the housing and

damaging the psychrometer.

Figures 21 through 28 illustrate the procedures used to prepare

triaxial specimens for testing. Figure 21 is a photograph of the base

of the triaxial chamber. The psychrometer has been inserted through

the base platen. In Figure 22, the housing has been placed over the

psychrometer and the porous stone has been placed on the base platen.

Figures 23 and 24 illustrate the placement of the filter paper cage and

aluminum foil grid on a soil specimen. The inner chamber barrel used

for determining volume change in unsaturated specimens can be seen in

Figures 25 and 26. Figure 25 illustrates the relative size of the

specimen and the inner chamber while Figure 26 shows the inner chamber

within the frame of the triaxial device. Figure 27 is a photograph of

the assembled triaxial device. Figure 28 shows two triaxial devices

setting in the water tank. The burette panel is shown in the center of

this photograph. Two burettes were attached to each triaxial device to

measure the volume of water expelled from the inner chamber during each

test.

Figure 29 is a photograph of the instrumentation rack use! for

controlling the loading sequence to unsaturated specimens and for re-

cording the test data. A digital printer is located at the top of the

rack. Signal conditioning units are located in the middle section of

the inrt,,mntaton rack. Pressure regulators which were used to sup-

ply air pressure to the diaphragm air cylinders for shearing the triax-

ial specimens are l,. ated in the lower portion of the photograph. The

analog timing device 4hich was used to control the test operations is

located at the bottom of the figure.
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FIG. 24. Placement of aluminum foil squares on a compacted specimen of
buckshot clay.
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FIG. 25. Compacted specimen of buckshot clay with inner chamber barrel
Of triaxial device.
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FIG. 27. Assembled triaxial apparatus.
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FIG. 28. Triaxial test devices in water bath.
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FIG. 29. Instrumentation rack and data acquisition system for testing
unsaturated triaxial specimens.
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TEST RESULTS AND ANALYSIS OF DATA

Consolidation Tests

Twenty-one specimens, including six specimens which were treated

with KCI prior to compaction, were tested as one dimensional consolida-

tion tests. Each specimen was identified using the nomenclature de-

scribed below. For example, the code for specimen lD-18-FS-28.9 was:

"lD" identified the test as a one dimensional consolidation test

"18" was the estimated value of solute suction in tons per square

foot (tsf) based upon the weight of KCl added to the pore

water

"FS" identified the initial boundary conditions imposed upon the

test specimen
"128 .9"1 was the initial water content of the test specimen ex-

pressed as a percentage.

The term "FS" identified a free swell test specimen, "NS" identified

the no swell or constant volume test specimen, and "DR" identified the

specimen which was tested at its compacted or natural water content

condition.

Consolidation of Buckshot Clay

The results of one dimensional consolidation tests for three spec-

imens compacted at a nominal water content of 26 percent to an initial

void ratio of approximately 0.76 are presented in Figure 30. The data

are expressed as void ratio, e, versus the logarithm of applied stress,

(a, - u), where u is the pore air pressure for unsaturated specimens or

pore water pressure for saturated specimens. For these tests, u was

assumed to be zero for both saturated and unsaturated specimens because

the tests were conducted slowly to allow pore pressures to dissipate.

The consolidation relationships for the free swell specimen, identified

as lD-00-FS-25.9, for the no swell or constant volume specimen, identi-

fied as ID-00-NS-26.0, and for the unsaturated or natural water content

specimen, identified as lD-00-DR-25.4, were similar. For each of these

specimens, the compression index, which is the slope of the void ratio
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versus the logarithm of applied stress relationship, was nearly zero

for applied stresses less than 1 tsf (100 kPa) but increased to approx-

imately 0.25 at stress levels in excess of 10 tsf (960 kPa).

Total suction for the unsaturated specimen is superimposed on

Figure 30. As the specimen consolidated, measured values of suction

decreased from an initial value of 4 tsf (380 kPa) at a void ratio of

0.76 to 0.2 tsf (20 kPa) at a void ratio of 0.69. As consolidation of

the specimen continued, it is likely that pore water was squeezed from

the soil because the calculated degree of saturation exceeded 100 per-

cent. For this condition, matrix suction would be approximately zero;

measured values of suction determined by the psychrometer would be due

to solute suction, as indicated by Equation 6. Although the accuracy

of a suction measurement of 0.2 tsf (20 kPa) is questionable because

psychrometers are not reliable for measuring small values of suction,

this value compares well with the calculated value of solute suction of

0.1 tsf (10 kPa) which was determined by the saturation extract method

(Black, 1965). From these data, it was concluded that solute suction

in Vicksburg buckshot clay was negligible and unless otherwise noted,

matrix suction was assumed to be equivalent to total suction when un-

saturated strength parameters, such as X or Ob, were evaluated.

The results of tests on specimens lD-00-FS-20.0, ID-00-NS-20.2 and

ID-00-DR-19.0 which were subjected to free swell, constant volume and

natural water content conditions, respectively, are presented in Figure

31. These specimens were compacted to an initial void ratio of 0.9 at

a nominal water content of 20 percent. Initially, the compression in-

dices for the inundated specimens were approximately zero but increased

to 0.26 at an applied stress of 2 tsf (190 kPa). Because the consoli-

dation relationship for specimen ID-00-FS-20.0 was curvilinear, the

compression index gradually decreased to 0.21 at an applied stress of

20 tsf (1.9 MPa). Unfortunately, the consolidation characteristics of

specimen ID-00-NS-20.2 were suspect for applied stresses greater than 2

tsf (190 kPa) because the top loading platen was binding. The consoli-

dation relationship for the unsaturated specimen was somewhat different

than the relationships for saturated specimens. Initially, the com-

pression index was nearly zero but increased to 0.5 at an applied
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stress of 8 tsf (770 kPa). At an applied stress of 16 tsf (1.5 MPa)

and a void ratio of 0.56, which corresponded to a degree of saturation

of approximately 90 percent, the compression index decreased abruptly

to 0.24 and then continued to decrease to 0.21 at an applied stress of

128 tsf (12.3 MPa). Perhaps this behavior was the result of pore water

being squeezed from the specimen. At high degrees of saturation, it is

likely that water was being squeezed from the specimen; for this condi-

tion, the consolidation characteristics of nattural water content speci-

mens would be similar to the consolidation characteristics of inundated

specimens.

Total suction for the unsaturated specimen was also presented in

Figure 31. In general, measured values of suction decreased as the

specimen consolidated. At a void ratio of 0.84, suction was approxi-

mately 10 tsf (960 kPa). When the specimen had consolidated to a void

ratio of 0.56, suction had decreased to 7 tsf (670 kPa). At a void

ratio of 0.36, suction had decreased to 0.1 tsf (10 kPa).

The results of tests on specimens ID-00-FS-21.0, lD-00-NS-21.0 and

ID-00-DR-22.1 conducted as free swell, constant volume and the natural

water content tests, respectively, are presented in Figure 32. These

specimens were compacted to an initial void ratio of 0.8 at a nominal

water content of 21 percent. The test results were similar to the data

presented in Figure 31. Initial values of the compression indices of

inundated specimens were approximately zero but gradually increased to

a maximum value of 0.23 at an applied stress of 1 tsf (100 kPa) and

then decreased slightly at larger consolidation stresses. The consoli-

dation relationship for the unsaturated specimen was similar to the

consolidation relationship for the unsaturated specimen presented in

Figure 31. Initially, the compression index was about zero but in-

creased to 0.45 at an applied stress of 8 tsf (770 kPa). At an applied

stress of 16 tsf (1.5 MPa), which corresponded to a void ratio of 0.55

and a degree of saturation of 100 percent, the compression index de-

creased abruptly to 0.27 and continued to decrease to a minimum value

of 0.22 at an applied stress of 128 tsf (12.3 MPa). As compared to the

results for other unsaturated specimens, the measured values of total

suction for this specimen also decreased as consolidation occurred.
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However, the minimum value of suction was 2.8 tsf (270 kPa). This val-

ue was much larger than anticipated and should be considered as sus-

pect. It is believed that perhaps the gain control knob on the micro-

voltmeter was inadvertently changed during the test.

The results of tests on specimens ID-00-FS-17.4, lD-00-NS-16.4 and

ID-00-DR-15.9 for free swell, constant volume and natural water content

conditions, respectively, are presented in Figure 33. These specimens

were compacted to an initial void ratio of approximately 1.1 at a nomi-

nal water content of 16 percent. The compression indices for the inun-

dated specimens increased from initial values which were approximately

zero to 0.37 at an applied stress of 0.5 tsf (50 kPa) before decreasing

as the consolidation stresses were increased. However, the results for

specimens ID-00-NS-16.4 and ID-00-FS-17.4 became questionable at ap-

plied stresses of approximately 2 and 8 tsf (190 and 770 kPa), respec-

tively, because the top loading platens were binding. The consolida-

tion relationship for the unsaturated specimen was similar to the con-

solidation relationships for specimens ID-00-DR-19.0 and ID-00-DR-22.1.

Initially, the compression index was about zero but increased to a max-

imum value of 0.56 at an applied stress of 8 tsf (770 kPa). For

stresses in excess of 32 tsf (3.1 MPa), which corresponded to a degree

of saturation of approximately 90 percent, the compression index de-

creased to 0.21. Total suction decreased as the unsaturated specimen

was consolidated. For example, the suction of 8 tsf (770 kPa), which

was measured at a vo'd ratio of 0.48, decreased rapidly to a minimum

value of 0.5 tsf (50 kPa) at a void ratio of 0.37. This behavior was

similar to the behavior for other unsaturated specimens.

The results of tests on specimens compacted to an initial void

ratio of 0.63 at a nominal water content of 21 percent and identified

as ID-00-FS-20.9, ID-00-NS-20.4 and ID-00-DR-20.5 for the free swell,

constant volume and the natural water content specimens, respectively,

are presented in Figure 34. Initial values of the compression indices

for all specimens were approximately zero but gradually increased to a

maximum value of 0.24 as the consolidation stresses were increased to
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128 tsf (12.3 MPa). As the unsaturated specimen was consolidated, suc-

tion decreased from 11 tsf (1.1 MPa) at a void ratio of 0.61 to less

than I tsf (100 kPa) at a void ratio of 0.34.

Consolidation of Clay Treated with Potassium Chloride

The results of tests on three specimens of Vicksburg buckshot clay

which were treated with KCI to produce a value of solute suction of

about 18 tsf (1.7 MPa) are presented in Figure 35. The specimens,

identified as ID-18-FS-28.9, ID-18-NS-28.7 and ID-18-DR-28.0 for the

free swell, constant volume and the natural water content specimens,

respectively, were compacted to a void ratio of 0.85 at a water content

of 28 percent. Initial values of the compression indices were approxi-

mately zero but gradually increased to 0.25 at an applied stress of 8

tsf (770 kPa). In general, the consolidation characteristics were sim-

ilar to the consolidation behavior of untreated specimens compacted at

a water content of 26 percent, which are presented in Figure 30.

The measured values of suction as the unsaturated specimen was

consolidated were much different than anticipated. For example, total

suction for specimen ID-18-DR-28.0 decreased from an initial value of

25 tsf (2.4 MPa) at a void ratio of 0.85 to 6 tsf (580 kPa) at a void

ratio of 0.71 and an applied stress of 4 tsf (380 kPa). However, as

additional ccnsolidation occurred due to increased loads, total suction

increased to 14 tsf (1.3 MPa) at a void ratio of 0.49 and an applied

stress of 32 tsf (3.1 MPa). As the specimen was rebounded, suction de-

creased slightly. For this specimen, the calculated degree of satura-

tion was greater than 100 percent for void ratios less than 0.76 and
applied stresses in excess of 2 tsf (190 kPa).

The results of consolidation tests on three specimens of Vicksburg

buckshot clay which had been treated with KCI to produce a solute suc-

tion of about 18 tsf (1.7 MPa) are presented in Figure 36. The speci-

mens, identified as 1D-18-FS-20.8, ID-18-NS-20.7 and ID-18-DR-20.0 for
the free swell, constant volume and the natural water content speci-

mens, respectively, were compacted to a void ratio of 0.82 at a nominal

water content of 20 percent. Initial values of the compression indices

for all specimens were about zero but gradually increased to 0.27 at an
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applied stress of 4 tsf (380 kPa) for the inundated specimens and 0.40

at an applied stress of 8 tsf (770 kPa) for the natural water content

spccimen. At an applied stress of 32 tsf (3.1 MPa), the compression

indices for all specimens had decreased to approximately 0.22. Total

suction for specimen ID-18-DR-20.0 was qualitatively similar to the

measured suction for specimen ID-18-DR-28.0. Suction decreased from an

initial value of 11 tsf (1.0 MPa) at a void ratio of 0.84 to 2 tsf (190

kPa) at a void ratio of 0.55 and an applied stress of 16 tsf (1.5 MPa).

As consolidation of the specimen continued, total suction increased to

a maximum value of 13 tsf (1.2 MPa) at a void ratio of 0.35 and an ap-

plied stress of 128 tsf (12.3 MPa). As the specimen was rebounded,

suction decreased slightly.

Discussion

From the data reported herein, it was obvious that the water con-

tent of the specimens as well as the treatment of soil with potassium

chloride influenced the consolidation characteristics of buckshot clay.

For inundated specimens, a curvilinear void ratio versus applied stress

relationship, similar to the results for specimen lD-00-FS-20.0, which

is presented in Figure 31, existed. For tests conducted on specimens

which were compacted at a nominal water content of 26 percent and con-

solidated at the natural water content, the consolidation relationship

was similar to the data for specimen ID-00-DR-25.4, which is presented

in Figure 30. For tests conducted on specimens which were compacted at

a nominal water content of 20 percent and consolidated at the natural

water content, the consolidation relationship was similar to the data

for specimen lD-O0-DR-19.0, which is also presented in Figure 31. A

fourth relationship was observed for specimen ID-00-DR-15.9, which is

presented in Figure 33. Provided the degree of saturation was less

than approximately 90 percent, a larger stress was required to consoli-

date specimen ID-00-DR-15.9 to a given void ratio than the stress re-

quired to consolidate specimen ID-00-DR-19.0 to the same void ratio. A

fifth consolidation relationship was observed for treated specimen

lD-18-DR-20.0 which is presented in Figure 36. As compared to the re-

sults for untreated specimens, ID-00-FS-20.0, ID-00-DR-19.0 and
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1D-00-DR-22.1 which are presented in Figures 31 and 32, the stress

required to consolidate specimen ID-18-DR-20.0 to a given void ratio

was less than the stress required to consolidate the unsaturated speci-

mens but greater than the stress required to consolidate the inundated

specimen to the same void ratio.

Although the consolidation relationships for treated and untreated

specimens tested at natural water contents were qualitatively similar

and the preconsolidation stresses, as determined by the Casagrande con-

struction technique, were about 4 tsf (380 kPa), the consolidation J

relationships and compression indices for these specimens were quanti-

tatively different. Maximum values of compression indices ranged from

0.56 to 0.45 for untreated specimens ID-00-DR-15.9 and ID-00-DR-19.0,

respectively, as compared to 0.40 for treated specimen ID-18-DR-20.0.

The void ratio versus applied stress relationships for specimens

ID-00-FS-20.0, ID-00-DR-15.9, ID-00-DR-19.0 and ID-18-DR-20.0 were ex-

pressed arithmetically as shown in Figure 37. The coefficients of com-

pressibility, a,, for the natural water content specimens were similar

for applied stresses ranging from 4 to 16 tsf (0.4 to 1.5 MPa) and the

consolidation relationships were, for practical purposes, separated by

equal increments of void ratio. The applied stress required to consol-

idate an unsaturated specimen to a given void ratio increased as the

compaction water content was decreased. For example, the applied

stresses required to consolidate specimens ID-0O-FS-20.0, ID-00-DR-19.0

and ID-00-DR-15.9 to a void ratio of 0.78 were 2.1, 6.6 and 7.9 tsf

(200, 630 and 760 kPa), respectively. For each of these tests, the

compression index inferred the specimen was being consolidated along a

pseudo "virgin compression curve." For comparison, the applied stress

required to consolidate treated specimen ID-18-,DR-20.0 to a void ratio

of 0.78 was 4.1 tsf (390 kPa). Based upon these results, the treatment

of buckshot clay with potassium chloride affected the consolidation

characteristics of the soil. However, additional test data are desir-

aole as only two specimens were tested at two water contents.

Test results were examined for quantitative or qualitative rela-

tionships to describe the influence of suction on the consolidation of

unsaturated specimens of buckshot clay. Measured values of suction
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were expressed as a function of void ratio and the degree of satura-

tion. A unique relationship was not obvious. Differences of void

ratios between saturated and unsaturated specimens as a function of

suction were also examined. Again, the data showed much scatter and no

unique relationships were observed. The most significant observation

was that suction decreased rapidly as the degree of saturation exceeded

approximately 90 percent. Based upon a review of the literature and

observations during the investigation reported herein, it seemed rea-

sonable to assume that the influence of suction on the consolidation of

unsaturated soil was a variable, similar to Bishop's X factor versus

degree of saturation relationship. The data indicated the efficiency

of suction was relatively small for large values of suction but in-

creased as suction decreased.

The data were also examined for a possible explanation of the un-

anticipated behavior of the suction versus void ratio relationships as

treated specimens were consolidated at natural water content condi-

tions. Recall that total suction for specimens ID-18-DR-28.0 and

ID-18-DR-20.0 decreased during the initial portions of the consolida-

tion tests but increased as water began to drain from each specimen.

Guided by the discussions of the results of suction tests on sodium

grundite (Edil and Motan, 1984; Richards, Emerson and Peter, 1986), it

is believed that salt sieving occurred (Bolt and Lagerwerff, 1965).

The anomaly was apparently a result of the adsorption of the cations on

the clay particle surfaces which caused a lowering of the ionic concen-

tration in the bulk water. For this condition, the measured values of

solute suction were less than the theoretical values used in the prepa-

ration of the solutions. An explanation follows.

At the beginning of the consolidation test, total suction may have

been dominated by matrix suction. As each specimen was consolidated,

matrix suction decreased as the void ratio of the specimen decreased

and the degree of saturation increased. At high degrees of saturation,

matrix suction approached zero as pore water began to drain from the

soil. As drainage continued, cations were expelled from soil. The in-

creased concentration of potassium cations in the pore fluid caused an
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increase of solute suction. When the specimens were rebounded, potas-

sium cations were readily adsorbed by the soil which caused the solute

suction to again decrease.

Because a unique relationship to describe the influence of suction

on the consolidation behavior of unsaturated specimens of buckshot clay

could not be determined, efforts to measure suction were reassessed.

Two problems were identified:

(a) Values of emf which had been corrected for temperature

differences using Equation 18 were consistently larger in the afternoon

when the ambient temperatures in the laboratory were warmer than in the

morning when the ambient temperatures in the laboratory were cooler.

(b) Although fairly large values of suction were measured,

say 10 to 20 tsf (1.0 to 2.0 MPa), the recorded values of emf were

fairly small, usually less than 5 to 10 pvolts.

Based upon these findings, a large tank was constructed to allow the

triaxial devices to be submerged in a constant temperature water bath

maintained at 25 deg C. A digital recorder was connected to the micro-

voltmeter which permitted the emf to be recorded to the nearest 0.1

pvolt. A discussion of the water bath and suction measurement system

were presented in "Development of Laboratory Testing Equipment."

Equivalent Consolidation Relationship

An examination of the consolidation test results for buckshot clay

resulted in a paradox. Although these tests were intended to provide

guidance for selecting an equivalent consolidation stress relationship,

several consolidation relationships for buckshot clay had been identi-

fied: the inundated condition, the unsaturated or natural water con-

tent condition for water contents varying from 16 to 25 percent and the

natural water content condition for treated specimens. Following a

review of Hvorslev's (1961, 1969) and Bishop and Henkel's (1962) arti-

cles on the true friction - true cohesion concept, it was concluded

that the influence of soil suction on the behavior of unsaturated soil

could be evaluated only if the test results were compared to the re-

sults obtained for saturated specimens. Hence, an equivalent consoli-

dation stress relationship was developed using consolidation data for
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inundated specimens and test data obtained for unsaturated specimens

which had been consolidated to high degrees of saturation.

Following a review of notes recorded for each test, such as the

magnitude of applied stress at which soil was extruded from the con-

solidometer and the percentage of soil by dry weight which was ex-

truded, test results for specimens ID-00-FS-25.9, lD-00-FS-20.0,

ID-00-NS-26.0, ID-00-DR-25.4, ID-00-DR-20.5, lD-00-DR-19.0,

ID-00-DR-15.9, lD-18-FS-28.9, lD-18-NS-28.7, ID-18-DR-28.0 and

lD-18-DR-20.0 were judged to be of high quality. The void ratio versus

applied stress relationships for these specimens provided guidance for

developing an equivalent consolidation relationship for the soil. Un-

fortunately, the test results indicated these specimens were overcon-

solidated for consolidation stresses less than approximately 8 to 16

tsf (0.8 to 1.5 MPa), which was much greater than the range of applied

stresses for most of the triaxial tests. Therefore, additional data

for specimens consolidated by low stresses were needed to develop an

equivalent consolidation relationship for Vicksburg buckshot clay.

Data for specimens of buckshot clay consolidated from a slurry

were obtained from studies reported by Donaghe and Townsend (1975) and

Peters, Leavell and Johnson (1982). These data, which have been tabu-

lated in Appendix IV, were used with the consolidation data obtained

during the investigation reported herein to develop an equivalent con-

solidation relationship. A regression analysis was conducted using

void ratio versus applied stress relationships for specimens consoli-

dated from a slurry and for compacted specimens consolidated by applied

stresses greater than 16 tsf (1.5 MPa). Mathematically, the equivalent

consolidation relationship was expressed as:

P8 = P. (e/a)b (19)

where

Pe = equivalent consolidation stress, tsf

Pa - reference consolidation stress, 1 tsf

e - void ratio

a = 1.049

b - -4.497
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The consolidation data obtained from slurry specimens along with

the equivalent consolidation relationship for buckshot clay have been

superimposed on the consolidation data which were reported in Figures

30 through 36 and are presented in Figures 38 through 44, respectively.

As may be observed, the equivalent consolidation stress relationship

fits the laboratory data well. Furthermore, the equivalent consolida-

tion relationship and the compression indices for selected ranges of

void ratio from this relationship are consistent with the results re-

ported by other investigators. For example, Molina (1960) reported a

compression index of 0.43 for void ratios ranging from 0.9 to 0.85, as

compared to 0.45 for the equivalent consolidation relationship.

Donaghe and Townsend (1975) reported a compression index of 0.35 for

void ratios ranging from 0.8 to 0.7 as compared to 0.37 for this rela-

tionship. Similarly, Peters, Leavell and Johnson (1982) reported a

,compression index of 0.29 for void ratios ranging from 0.8 to 0.6 as

compared to 0.32 for the equivalent consolidation relationship.

Strength Tests

Three series of triaxial compression tests were conducted on

Vicksburg buckshot clay to assess the influence of soil suction on the

shear strengths of unsaturated soil. To provide a reference to evalu-

ate the strengths of unsaturated clay, 20 consolidated undrained triax-

ial tests with pore pressure measurements were conducted on back pres-

sure saturated specimens. To assess the influence of matrix suction on

the strengths of unsaturated soil, 15 specimens, compacted at a nominal

water content of 20 percent, and 16 specimens, compacted at a nominal

water content of 26 percent, were tested at the natural water content

of the specimens. To assess the influence of solute suction on the

strengths of unsaturated soil, 13 specimens were treated with potassium

chloride, compacted at nominal water contents of 20 and 26 percent, and

tested at natural water content conditions.
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FIG. 38. Equivalent consolidation relationship superimposed on one
dimensional consolidation test results for specimens of buckshot clay
compacted at a nominal water content of 26 percent. (1 tsf - 96 kPa)
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FIG. 39. Equivalent consolidation relationship superimposed on one

dimensional consolidation test results for specimens of buckshot clay

compacted at a nominal water content of 20 percent. (1 tsf - 96 kPa)
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FIG. 40. Equivalent consolidation relationship superimposed on one
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compacted at a nominal water content of 21 percent. (1 tsf - 96 kPa)
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compacted at a nominal water content of 17 percent. (1 tsf - 96 kPa)
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FIG. 42. Equivalent consolidation relationship superimposed on one
dimensional consolidation test results for specimens of buckshot clay
compacted at a nominal water content of'21 percent using the high com-
pactive effort. (1 tsf -96 kPa)
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FIG. 43. Equivalent consolidation relationship superimposed on one
dimensional consolidation test results for specimens of buckshot clay
treated with potassium chloride prior to compaction at a nominal water
content of 28 percent. (1 tsf - 96 kPa)
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FIG. 44. Equivalent consolidation relationship superimposed on one
dimensional consolidation test results for specimens of buckshot clay
treated with potassium chloride prior to compaction at a nominal water
content of 20 percent. (I tsf- 96 kPa)
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Each specimen was identified using the nomenclature described be-

low. For example, the code for specimen TXS-25-DR-27-160-2(2) was:

"TXS" identified the test as a triaxial shear test

"25" identified the estimated value of solute suction in tons per

square foot (tsf) based upon the weight of KCl added to the

pore water

"DR" identified the initial boundary conditions imposed upon the

test specimen

"27" was the nominal water content of the compacted specimen ex-

pressed as a percentage

"160" was the isotropic consolidation pressure expressed as pounds

per square inch (psi) (1 psi - 0.07 tsf - 7 kPa)

"2" was analogous to an overconsilidation ratio

"(2)" was the number of the test specimen which was subjected to a

particular consolidation and rebound sequence prior to shear.

The term "DR" identified an unsaturated or natural water content test

specimen and "FS" identified a free swell test specimen.

Guided by observations that the deformed shape of the triaxial

specimens closely resembled a barrel shaped bulge, it was decided that

the mathematical calculation of the deformed shape and cross sectional

area of each specimen could be based upon the equation for a frustum of

a cone. For this calculation, it was assumed that no radial deforma-

tion occurred at the top and bottom of the specimen and that maximum

deformation occurred at the center of the specimen. The diameter was

calculated using Equation 20:

Di = (-Do + (Do2 - 4[Do2 - (12 Vi)/(7r Hi)]) 0 5)/2 (20)

where

Di = diameter at the center of the deformed specimen at any in-

stant during the test

Do = initial diameter of the specimen

Vi - volume of the specimen at any instant during the test

Hi = height of the specimen at any instant during the test
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For back pressure saturated specimens, the volume remained constant

during shear because the specimens were undrained. The height of the

specimen at any instant during the test could be determined from the

LVDT measurements. For unsaturated specimens, the height and volume of

the specimens were related to LVDT measurements and to the volume of

water which was expelled from the inner chamber as the test was

conducted.

Strength of Saturated Buckshot Clay

The results of consolidated undrained triaxial compression tests

with pore pressure measurements are expressed in Figures 45 through 48

as shear stress versus normal stress, where

shear stress - q . [(a, - u) - (a3 - u)]/2 (21)

and

normal stress - p - (al - u) + (q3 - u)]/2 (22)

The maximum and minimum principal stresses are (ai - u) and (a3 - u),

respectively, and u is the pore water pressure. Using these data, the

saturated strength parameters can be determined from the failure

envelope:

q - a + p tan a (23)

The slope r-f the failure surface is tan a and the intercept is a.

Cohesion, c', and the angle of internal friction, 4', are related to a

and a by the relationships:

a - c' cos ' (24)

tan a sin 4' (25)
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From the triaxial test results presented in Figures 45 and 46 for

specimens compacted at a water content of 20 and 27 percent, respec-

tively, and rebounded from 2.9 tsf (280 kPa) prior to shear, the stress

paths indicated that all specimens were overconsolidated and tended to

dilate during shear. A "best fit" strength envelope of c' - 0.2 tsf

(20 kPa) and 0' = 23 deg was determined for specimens compacted at a

nominal water content of 20 percent. For specimens compacted at a

water content of 27 percent, the strength envelope was c' - 0.2 tsf (20

kPa) and q' - 25 deg. The results of tests on specimens compacted at

water contents of 20 and 27 percent and rebounded from 11.5 tsf (1.1

MPa) prior to shear are presented in Figures 47 and 48, respectively.

Stress path data indicated these specimens were overconsolidated and

tended to dilate during shear. Strength envelopes of c' = 0.6 tsf (60

kPa) and 6' = 20 deg were determined for these tests. The differences

of strength parameters for specimens rebounded from 2.9 and 11.5 tsf

(280 kPa and 1.1 MPa) were likely due to differences of specimen densi-

ties. Void ratios ranged from 0.55 to 0.66 for specimens rebounded

from 11.5 tsf (1.1 MPa) as compared to void ratios ranging from 0.67 to

0.75 for specimens rebounded from 2.9 tsf (280 kPa).

Based upon test results reported in the literature, the shear

strengths for the tests reported herein appeared to be reasonable.

Donaghe and Townsend (1975) reported an angle of internal friction of

approximately 23 deg and a cohesion intercept of 0.2 tsf (20 kPa) for

specimens prepared from a slurry and consolidated by a maximum stress

of 6.1 tsf (580 kPa) prior to shear. However, Donaghe and Townsend's

specimens were less dense and less overconsolidated than the specimens

for the current investigation, perhaps as a result of the specimen

preparation procedures. The void ratios of Donaghe and Townsend's

specimens ranged from 0.86 to 0.65 for consolidation stresses ranging

from 1.5 to 6.1 tsf (140 to 580 kPa) as compared to void ratios from

0.75 to 0.55 for the investigation reported herein. Molina (1960) re-

ported an angle of internal friction of 19 deg and a cohesion intercept

of 0.4 tsf (40 kPa) f6k specimens prepared from a slurry and consoli-

dated by stresses as large as 8 tsf (770 kPa). Although the angle of
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friction reported by Molina was less than the angles of friction re-

ported by Donaghe and Townsend or for the current study, Molina's spec-

imens were less dense than the specimens tested at WES. The void

ratios of Molina's specimens ranged from 1.49 before consolidation to

0.8 after consolidation.

To minimize the effects of density differences, results of the

strength tests were normalized by an equivalent consolidation relation-

ship similar to the procedure suggested by Bishop and Henkel (1962).

Substituting Equations 24 and 25 into 23 and rearranging terms yielded:

q ~[(a l - u) (a3 - U)]

r cos -' sinq' 1
- ['- + (a - U) (26)

I + sin '1 + sin '

Each stress variable in Equation 26 was divided by the equivalent con-

solidation stress, P., to obtain the normalized strength relationship:

q [ (a- U) - (a3 -U)
Pe 2 Pe I

r0 . cos #e (a, - u) sin (27)

- 1 + sin e 1 + sin (7

The test results for saturated specimens were normalized for

density variations and are presented in Figures 49 through 52. With

the exception of the test results for specimen TXS-O-FS-20-160-1, all

specimens defined a strength envelope which appeared to be independent

of compaction water content and density differences. A least-squares

regression analysis yielded the following normalized strength

parameters:
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sin ,
slope - 0.185 (28)

1 + sin 0.

Ce Cos 0,
intercept - - 0.078 (29)

P. 1 + sin 0.

correlation coefficient, r - 0.948 (30)

qS - 13 deg (31)

C0/P. - 0.10 (32)

These normalized strength parameters provided a reference to evaluate

the shear strengths of unsaturated specimens.

The values of trite friction and true cohesion appeared to be rea-

sonable based upon Molina's (1960) data. Molina reported values for

true friction, 0., of 16 degrees and true cohesion, C./P., of 0.08.

Differences between Molina's data and the results for this investiga-

tion are likely due to differences of the equivalent consolidation

stress and the way it was calculated. Donaghe and Townsend's (1975)

data were also reanalyzed using the proposed equivalent consolidation

relationship. Unfortunately, the normalized strength data grouped

together and a regression analysis was inappropriate.

Because of potential differences of density between saturated and

unsaturated specimens and the difficulty of using normalized strength

parameters in geotechnical engineering practice, a method was needed to

compare the normalized shear strengths for unsaturated and saturated

specimens and to express the results in a form amenable to Mohr-Coulomb

failure criteria. After consideration of these requirements, it was

decided that the normalized strength of an unsaturated specimen should

be compared to the normalized strength of a hypothetical saturated

specimen calculated from the strength parameters given by Equations 28

and 29. The comparison should be made at the actual values of the

normalized stress, (ai - u)/Pel, and the equivalent consolidation
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stress, P., for the unsaturated specimen. The differences, if any,

could then be attributed to suction.

To validate the procedure, the shear strengths of saturated speci-

mens were compared to the strength of an idealized specimen calculated

from the strength parameters given as Equations 28 and 29. Differences

of the measured and calculated shear strengths were expressed as the

apparent error of the calculated shear strength, qerror, as:

qerror - [[(i1 u2 Pe ( saturated

C[ 1 cos . + (a 1 - u) sin 0. 1(33)
+ - (33)

1 + sin 0. P. 1 + sin 00 calculatedj

where

(a, - u)/P, - normalized stress for the specimen at any instant

during the test

P. - equivalent consolidation stress for the specimen at

any instant during the test

The results of these calculations are presented in Figures 53 through

56 as the apparent error of the calculated shear strength, qerror, ver-

sus axial strain. With the exception of the results for specimen

TXS-0-FS-20-160-1, values of qerror were less than 0.1 tsf (10 kPa) for

axial strains ranging from 7 to 17 percent. These calculations re-

vealed that differences between the hypothetical and measured shear

strengths for saturated specimens were small, which is consistent with

the coefficient of correlation reported as Equation 30.

Strength of Unsaturated Buckshot Clay

Results of constant water content triaxial tests on unsaturated

specimens compacted at a water content of 20 percent, consolidated by

an isotropic stress of 11.5 tsf (1.1 MPa) and rebounded against 0.7,

1.4, 2.9, 5.8 or 11.5 tsf (70, 140, 280, 550 or 1100 kPa) are presented

in Figure 57. The results are expressed as shear stress versus normal
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LEGEND

SYMBOL SPECIMEN NO.

* TXS-0-FS-20-40-1
* TXS-0-FS-20-40-2

S0.5 A TXS--FS-20-40-4
S TXS--FS-20-40-8

0*

0

0.

La.

-1010 20 30

AXIAL STRAIN, C., X

FIG. 53. Differences of measured and calculated shear strengths for
back pressure saturated specimens of buckshot clay compacted at a nomi-
nal water content of 20 percent and consolidated by 2.9 tsf (280 kPa)
prior to shear.
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LEGEND

SYMBOL SPECIMEN NO.

4' * TXS-0-FS-27-40-1
U TXS--FS-27-40-20.5 £ TXS--FS -27 -40-4
S TXS-0-FS-27-40-8

I

101 0 2 10 3 10
AXIAL STRAIN. a., x

FIG. 54. Differences of measured and calculated shear strengths for
back pressure saturated specimens of buckshot clay compacted at a nomi-
nal water content of 27 percent and consolidated by 2.9 tsf (280 kPa)
prior to shear.
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* TXS--FS-20-1 60-1
S0.5 TXS-O-FS-20-1 60-4
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z
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1001 10 2 10 3 i0
AXIAL STRAIN, e., x

FIG. 55. Differences of measured and calculated shear strengths for
back pressure saturated specimens of buckshot clay compacted at a nomi-
nal water content of 20 percent and consolidated by 11.5 tsf (1.1 MPa)
prior to shear.
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* TXS-0-FS-27-1 60-1
* TXS-0-FS-27-1 60-2
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x TXS-0-FS-27-1 60-8
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z
(A

U

0I
S-0.5

a.

10. 2 10 30

AXIAL STRAIN, a,, x

FIG. 56. Differences of measured and calculated shear strengths for
back pressure saturated specimens of buckshot clay compacted at a nomi-
nal water content of 27 percent and consolidated by 11.5 tsf (1.1 MPa)
prior to shear.
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stress, where u is the pore air pressure. Although pore air pressures

were not measured during these tests, the pore pressures were assumed

to be zero because the tests were conducted slowly and the induced

pressures were allowed to dissipate. As inferred by the strength enve-

lope for saturated specimens which has been superimposed on these data,

the shear strengths of the unsaturated specimens were usually greater

than the shear strengths of saturated specimens. One may also observe

from these data that the stress paths increased at a slope of 1, which

is identical to the slope of a stress path for a consolidated drained

test conducted on a saturated specimen. Unfortunately, these results

did little to assist in the assessment of the influence of suction on

the shear strength of unsaturated soil because the effects of density

and suction could not be separated and evaluated when the data were ex-

pressed in this form.

The strengths of unsaturated specimens which were compacted at

water contents of 20 and 26 percent are presented in Figures 58 and 59,

respectively, as shear strength at failure versus normal stress. The

strength envelope determined for saturated specimens rebounded from

11.5 tsf (1.1 MPa) prior to shear has been superimposed on these data.

As can be observed from the results presented in Figure 58, the

strengths of unsaturated specimens compacted at a water content of 20

percent were generally greater than the strengths of saturated speci-

mens. For specimens which were compacted at a water content of 26 per-

cent, the shear strengths were similar to the strengths of saturated

specimens, as can be seen from the data presented in Figure 59. Based

upon the test results for unsaturated specimens which have been pre-

sented in Figures 57 through 59, it was concluded these data offered

little assistance for analysis because independent assessments of the

effects of density and suction could not be made.

Test results for unsaturated specimens compacted at a water con-

tent of 20 percent were normalized for density variations using Equa-

tion 27, where u is the pore air pressure. The normalized shear

strengths for specimens sheared at stress states of 0.7, 1.4, 2.9, 5.8

or 11.5 tsf (70, 140, 280, 550 or 1100 kPa) are presented in Figures 60

through 64, respectively. Regression analyses were conducted on the
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normalized strength data for axial strains ranging from 7 to 17 percent

for each specimen and are summarized in Table 4. These values of axial

strain are comparable to the range of axial strains used to determine

the Hvorslev strength parameters for saturated specimens. Correlation

coefficients were typically 0.95 or greater. Although much confidence

was gained from the excellent values for the coefficients of correla-

tion, a fan of failure surfaces which appeared to be dependent upon

confining pressures was formed. The slopes of the failure surfaces de-

creased from 0.37 to 0.21 as the confining pressures increased from 0.7

to 5.8 tsf (70 to 560 kPa). The meaning of various failure envelopes

was not immediately clear.

Test results for unsaturated specimens compacted at a water con-

tent of 26 percent were also normalized for density variations using

Equation 27. The normalized strengths of specimens sheared at stress

states of 0.7, 1.4, 2.9, 5.8 or 11.5 tsf (70, 140, 280, 550 or 1100

kPa) are presented in Figures 65 through 69, respectively, and are also

summarized in Table 4.

Because of the uncertainty regarding the interpretation of the

strength parameters which are summarized in Table 4, the apparent shear

strengths due to suction for unsaturated specimens were expressed in a

form amenable to Mohr-Coulomb failure criteria using a form of Equation

33. To accomplish this, the normalized shear strength of a hypotheti-

cal saturated specimen, calculated from data given as Equations 28 and

29, was subtracted from the normalized strength of an unsaturated spec-

imen. The differences were converted to an apparent shear strength due

to suction, qO, by multiplying by P., as shown in Equation 34:

q = -(al - u) - (a3 - u)1

LL 2 P6  unsaturated

e Cos 6 +. (a, -u) sin~0  ]](4
+ 1 + 1 (34)

Ie + sin Oe P. 1 + sin 0. calculated
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Table 4. Normalized Strength Parameters
for Compacted Specimens of Buckshot Clay

Confining Correlation
Stress Coefficient Intercept Slope

(a3 -u) r
tsf kPa

Saturated specimens compacted at w - 20 and 26 percent
...... 0.948* 0.078* 0.185*

Unsaturated specimens compacted at w - 20 percent
0.7 70 0.999 0.050 0.375
1.4 130 0.998 0.039 0.349
2.9 280 0.999 0.025 0.329
5.8 560 0.928 0.071 0.209

Unsaturated specimens comoacted at w - 26 percent
0.7 70 0.958 0.110 0.165
1.4 130 0.910 0.117 0.144
2.9 280 0.953 0.117 0.143
5.8 560 0.994 0.059 0.187

Treated clay specimens compacted at w - 20 percent
0.7 70 0.999 0.069 0.344
1.4 130 0.998 0.060 0.298
2.9 280 0.999 0.065 0.251
5.8 560 0.990 0.087 0.210

11.5 1100 0.950 0.073 0.212

Treated clay specimens compacted at w - 26 percent
0.7 70 0.988 -0.043 0.449
1.4 130 0.994 -0.104 0.490
2.9 280 0.976 0.004 0.302
5.8 560 0.955 -0.008 0.302

11.5 1100 0.996 -0.022 0.305

* Obtained from regression analysis of shear strengths of back pressure
saturated specimens for this investigation.
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where

(a, - u)/P, - normalized stress for an unsaturated specimen at any

instant during the test

Pe - equivalent consolidation stress for an unsaturated

specimen at any instant during the test

The strength of a saturated specimen was computed using the strength

parameters given by Equations 28 and 29 and actual values of the nor-

malized stress, [(a, - u)/P.], for the unsaturated specimen. These

data are summarized in Tables 5 and 6 for specimens compacted at water

contents of 20 and 26 percent, respectively.

After differences of density for saturated and unsaturated speci-

mens had been normalized, the calculated values of apparent shear

strength due to suction for specimens compacted at a water content of

20 percent and tested at confining pressures of 0.7, 1.4 and 2.9 tsf

(70, 140 and 280 kPa) were nearly constant; values ranged from 0.7 to

1.0 tsf (70 to 95 kPa). For specimens tested at an applied stress of

5.8 and 11.5 tsf (550 and 1100 kPa), the apparent shear strengths due

to suction decreased to 0.3 tsf (30 kPa) and to zero, respectively. It

is probable that the decrease of the apparent shear strength due to

suction resulted as pore air became occluded and pore water tended to

drain from the specimens, which is indicative of the transition from

unsaturated to saturated behavior.

Calculated values of apparent shear strength due to suction, ex-

pressed as a function of axial strain for specimens sheared at confin-

ing pressures of 0.7, 1.4, 2.9, 5.8 or 11.5 tsf (70, 140, 280, 550 or

1100 kPa), are presented in Figures 70 through 74, respectively. As

can be seen from these data, the maximum strength due to suction oc-

curred for axial strains ranging from 7 to 17 percent, which is consis-

tent with the data used for the regression analyses that are summarized

in Table 4.

The data presented in Figures 75 through 77 are calculated values

of apparent shear strength due to suction expressed as a function of

axial strain for unsaturated specimens compacted at a nominal water

content of 26 percent. The apparent shear strengths due to suction for

specimens consolidated by 0.7, 1.4 or 2.9 tsf (70, 140 or 280 kPa),
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Table 5. Influence of Suction on the Shear Strength
of Specimens of Buckshot Clay Tested at a Water Content of 20 Percent

Saturation Apparent Suction
at Shear Strength at

Test Number Failure Due to Suction Failure Arctan
S qO ht* Oh

____________ . tsf kPa tsf kPa deg

TXS-0-DR-20-10-1 67 0.78 75 9.8 940 4.6
TXS-0-DR-20-40-4(l) 74 0.85 81 4.0 380 12.0
TXS-0-DR-20-40-4(2) 73 0.86 82 3.8 360 12.8
TXS-0-DR-20-160-16 86 1.05 101 3.8 360 15.4

TXS-0-DR-20-20-l 74 0.88 84 9.0 850 5.6
TXS-0-DR-20-40-2(l) 78 0.73 70 -- -- --
TXS-0-DR-20-40-2(2) 74 0.82 79 3.1 300 14.8
TXS-0-DR-20-160-8(l) 88 0.98 94 3.7 350 14.8
TXS-0-DR-20-160-8(2) 89 0.80 77 -- -- --

TXS-0-DR-20-40-l 77 0.98 94 4.7 450 11.8
TXS-0-DR-20-160-4(2) 91 0.74 71 3.2 310 13.0

TXS-0-DR-20-80-1 90 0.22 21 3.2 310 3.9
TXS-0-DR-20-160-2 91 0.34 33 0.8 80 23.0

TXS-0-DR-20-160-l(l) 100 -0.01 -1 0.2 20 --

TXS-0-DR-20-160-1(2) 97 -0.04 -4 0.1 10 --

* Note: hm is approximately equal to ht.
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Table 6. Influence of Suction on the Shear Strength
of Specimens of Buckshot Clay Tested at a Water Content of 26 Percent

Saturation Apparent Suction
at Shear Strength at

Test Number Failure Due to Suction Failure Arctan
S qOht* Oh

______%____~ tsf kPa tsf kPa deg

TXS-0-DR-26-l0-1 98 0.08 8 1.0 100 4.6
TXS-O-DR-26-40-4(l) 97 0.10 10 -- - - -- ....-

TXS-0-DR-26-40-4(2) 98 0.12 12 0.6 60 11.3
TXS-0-DR-26-160-16 100 0.17 16 -- - - -- - -- -

TXS-0-DR-26-20-l(l) 98 0.06 6 0.9 90 3.8
TXS-O-DR-26-20-1(2) 100 0.07 7 1.0 100 4.0
TXS-O-DR-26-40-2(l) 100 0.09 9 --- --- - -- -

TXS-O-DR-26-40-2(2) 100 0.05 5 0.4 40 0.7
TXS-0-DR-26-160-8 100 0.20 2 .. -- ..

TXS-0-DR-26-40-1 100 0.03 3 1.1 110 ....-
TXS-0-DR-26-160-4 100 0.16 15 -- -- --

TXS-0-DR-26-80-l(l) 100 -0.15 -14 --- - -- --

TXS-0-DR-26-80-l(2) 100 -0.10 -10 --- --- ...
TXS-0-DR-26-160-2(l) 100 0.04 4 - -- - -- ....

TXS-0-DR-26-160-2(2) 100 -0.31 -30 -- - - -- -.---

TXS-0-DR-26-160-1 100 -0.43 -41 - -- - -- --- -

*Note: hn is approximately equal to ht.
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FIG. 70. Apparent shear strength due to suction for specimens of buck-
shot clay compacted at a nominal water content uZ 20 percent and
sheared under a confining stress of 0.7 tsf (70 kPa).
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FIG. 72. Apparent shear strength due to suction for specimens of buck-
shot clay compacted at a nominal water content of 20 percent and
sheared under a confining stress of 2.9 tsf (280 kPa).
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FIG. 73. Apparent shear strength due to suction for specimens of buck-
shot clay compacted at a nominal water content of 20 percent and
sheared under a confining stress of 5.8 tsf (550 kPa).
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FIG. 74. Apparent shear strength due to suction for specimens of buck-
shot clay compacted at a nominal water content of 20 percent and
sheared under a confining stress of 11.5 tsf (1.1 MPa).
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FIG. 75. Apparent shear strength due to suction for specimens of buck-
shot clay compacted at a nominal water content of 26 percent and
sheared under confining stresses of 0.7, 1.4 or 2.9 tsf (0.7, 1.4 or
2.9 kPa).
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FIG. 76. Apparent shear strength due to suction for specimens of buck-
shot clay compacted at a nominal water content of 26 percent and
sheared under confining stresses of 5.8 or 11.5 tsf (550 or 1100 kPa).



147

1. LEGEND

SYMBOL SPECIMEN NO.

* TXS-0-DR-26-160-4
_ TXS-U-DR-26-160-8

A TXS-0-DR--26-160-16

z

I

i

z0.5

I2
C,

D
i

t

-0.0 - - - - - - - - - - -

in

i-

Z-0.5

-1.0 10 20 30

AXIAL STRAIN, ,,

FIG. 77. Apparent shear strength due to suction for specimens of buck-
shot clay compacted at a nominal water content of 26 percent, consoli-
dated by 11.5 tsf (1.1 MPa), and sheared under confining stresses of
0.7, 1.4 or 2.9 tsf (0.7, 1.4 or 2.9 kPa).
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which are presented in Figure 75, were similar to the strengths of

saturated specimens; values were generally less than 0.1 tsf (10 kPa).

A second group of test results, which are presented in Figure 76, was

obtained from specimens tested at confining pressures of 5.8 or 11.5

tsf (550 or 1100 kPa). Calculated values of the apparent shear

strength due to suction were slightly less than the shear strengths of

saturated specimens. Data presented in Figure 77 were obtained from

specimens consolidated to 11.5 tsf (1.1 MPa) and rebounded to 0.7, 1.4

or 2.9 tsf (70, 140 or 280 kPa) prior to shear. Apparent shear

strengths due to suction were approximately 0.2 tsf (20 kPa).

Although the values of apparent shear strength due to suction for

specimens compacted at a nominal water content of 26 percent did not

appear to be blatantly erroneous, the data presented in Figures 76 and

77 were suspect; presumably the strengths of these specimens should

have been comparable to the strengths of saturated specimens because

the calculated degrees of saturation at failure were greater than 100

percent. Two explanations were considered: (a) the volume change

measurements were incorrect because dissolved air in the chamber fluid

came out of solution as the specimen was rebounded and (b) the tests

were conducted too rapidly to allow equalization of pore pressures.

Although care was taken to ensure that the inner chamber was satu-

rated before tests were initiated, dissolved air in the water which

filled the inner chamber could come out of solution as the specimen was

rebounded. If this condition occurred, free air in the inner chamber

would result in volume change measurements which were too large and

equivalent consolidation stresses which were too small. Consequently,

calculated values of the apparent shear strength due to suction would

be erroneous, although the values could be either too large or too

small. Calibration tests were conducted to obtain a correction factor

for the error caused by air in the chamber fluid. Unfortunately, a

correction factor could not be determined because the magnitude of the

error was fairly small and the calibrations were not very repeatable.

As indicated in the section entitled "Triaxial Tests on Unsatu-

rated Specimens", the length of time for testing unsaturated specimens

should have been increased to ensure that pore pressures had equalized.
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If tests were conducted too rapidly, the induced pore pressure would

not have dissipated and the applied stresses, [(a, - u) +(a3 -u)]/2,

would be different than the assumed condition of u - 0. During the

shear of more normally consolidated specimens, such as those presented

in Figure 76, positive pore pressures would be induced. The strengths

of these specimens would be slightly less than the shear strengths of

fully drained specimens where u - 0 because the applied stress condi-

tions would be slightly less than the assumed conditions. For more

overconsolidated specimens, such as those presented in Figure 77, nega-

tive pore water pressures would be induced. These specimens would be

slightly stronger than fully drained specimens because the applied

;zLress conditions would be slightly greater than the assumed

conditions.

From the data presented in Figure 77, it was noted that the appar-

ent shear strengths due to suction for specimens compacted at a water

content of 26 percent, consolidated by 11.5 tsf (1.1 MPa) and rebounded

prior to shear were approximately 0.1 to 0.2 tsf (10 to 20 kPa) larger

than the shear strengths of saturated specimens. Similarly, the appar-

ent shear strengths due to suction for specimens compacted at a water

content of 20 percent, consolidated to 11.5 tsf (1.1 MPa) and rebounded

to 0.7, 1.4 or 2.9 tsf (70, 140 or 280 kPa) prior to shear were also

0.1 to 0.2 tsf (10 to 20 kPa) larger than the apparent shear strengths

due to suction for specimens which were consolidated by stresses of

0.7, 1.4 or 2.9 tsf (70, 140 or 280 kPa) prior to shear. After consid-

eration of possible errors that were introduced by testing procedures,

it was concluded that the strengths due to suction for the specimens

identified above should be reduced 0.1 to 0.2 tsf (10 to 20 kPa). As a

result of this decision, the apparent shear strengths due to suction

for specimens compacted at a water content of 26 percent were approxi-

mately zero. Likewise, the apparent shear strengths due to suction for

specimens compacted at a water content of 20 percent were about 0.85

tsf (80 kPa) provided the degree of saturation at failure was less than

85 to 90 percent.
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Strength of Clay Treated with Potassium Chloride

The results of tests on specimens which had been treated with po-

tassium chloride were analyzed using procedures similar to those proce-

dures used for analyzing untreated specimens of buckshot clay. Stress

path data did little to assist in the assessment of the influence of

suction on shear strengths because the specimens were tested in a

drained ccndition. Furthermore, the densities of the treated specimens

were somewhat different than the densities of untreated specimens.

Consequently, the data were normalized for density variations using

Equation 27. Test results for specimens compacted at water contents of

20 and 26 percent are presented in Figures 78 and 79, respectively.

Regression analyses were conducted on the normalized shear strength

data recorded at axial strains ranging from 7 to 17 percent and are

summarized in Table 4. As the consolidation stresses were increased

from 0.7 to 11.5 tsf (70 to 1100 kPa), the slopes of the normalized

strength envelopes for specimens compacted at a water content of 20

percent decreased from 0.34 to 0.21. Similarly, the slopes of the

normalized strength envelopes for specimens compacted at a water con-

tent of 26 percent decreased from 0.49 to 0.30 as the consolidation

stresses were increased.

The apparent shear strengths due to suction were calculated using

Equation 34. These data, which are summarized in Table 7, are also

presented in Figures 80 and 81 as apparent shear strength due to suc-

tion versus axial strain for treated specimens compacted at water con-

tents of 20 and 26 percent, respectively. For specimens compacted at a

water content of 20 percent, the apparent shear strengths due to suc-

tion decreased from approximately 0.7 to 0.5 tsf (70 to 50 kPa) as the

degree of saturation at failure increased from 74 to 100 percent. Re-

call that the apparent shear strength due to suction for untreated

specimens decreased from approximately 0.85 tsf (80 kPa) to zero as the

degree of saturation at failure increased from 67 to 100 percent.

Likewise, the apparent shear strengths due to suction for treated spec-

imens compacted at a water content of 26 percent were approximately 0.3

tsf (30 kPa), as compared to approximately zero for untreated speci-

mens. An explanation was not immediately available.
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Table 7. Influence of Suction on the Shear Strength
of Treated Specimens of Buckshot Clay

Saturation Apparent Suction
at Shear Strength at

Test Number Failure Due to Suction Failure
S Oh

_______________ ...% . tsf kPa tsf MPa

TXS-25-DR-20-l0-l(2) 74 0.74 71 30.6 2.9
TXS-25-DR-20-20-l 80 0.57 55 30.8 3.0
TXS-25-DR-20-40-1 81 0.43 41 31.2 3.0
TXS-25-DR-20-80-1 90 0.47 45 32.1 3.1
TXS-25-DR-20-160-l 100 0.57 55 26.3 2.5

TXS-25-DR-26-1O-1 95 0.20 19 28.7 2.8
TXS-25-DR-26-20-l(1) 100 0.29 28 -- -
TXS-25-DR-26-20-l(2) 100 0.26 25 25.6 2.5
TXS-25-DR-26-40-l(1) 100 0.27 26 -- -
TXS-25-DR-26-40-1(2) 100 0.28 27 25.5 2.4

TXS-25-DR-26-80-1 100 0.37 35 -- -
TXS-25-DR-26-160-1(1) 100 0.30 29 -- -
TXS-25-DR-26-160-1(2) 100 0.59 57 -- -
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FIG. 80. Apparent shear strength due to suction for specimens of buck-
shot clay treated with potassium chloride prior to compaction at a
nominal water content of 20 percent.
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shot clay treated with potassium chloride prior to compaction at a
nominal water content of 26 percent.
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Discussion

From the data reported herein, a preliminary conclusion was ob-

tained that the strength of unsaturated soil was dependent upon density

and water content of the specimens as well as the treatment of soil

with potassium chloride. For example, the influence of density may be

assessed by comparing test results for specimens TXS-0-DR-20-40-4(1),

TXS-0-DR-20-40-4(2) and TXS-0-DR-20-160-16. These specimens were

sheared against an applied stress, (a3 - u), of 0.7 tsf (70 kPa), the
compaction water contents were about 19.5 percent and the values of

suction at failure were approximately 4 tsf (380 kPa). The void ratios

at failure decreased from 0.7 for specimens TXS-0-DR-20-40-4(l) and

TXS-0-DR-20-40-4(2) to 0.6 for TXS-0-DR-20-160-16. The shear strengths

were 2.3, 2.4 and 3.4 tsf (220, 230 and 330 kPa), respectively. How-

ever, when the effects of density were normalized, the apparent shear

strengths due to suction were approximately 0.85 tsf (80 kPa) for these

three specimens. The effects of water content on the shear strengths

of unsaturated specimens may be assessed by comparing the results of

tests on specimens TXS-0-DR-20-10-1 and TXS-0-DR-26-10-1. For these

specimens, the void ratios at failure were similar. The shear strength

for specimen TXS-0-DR-20-10-1 was 2.1 tsf (200 kPa) as compared to 0.9

tsf (90 kPa) for TXS-0-DR-26-10-1. The effects of treatment of buck-

shot clay with potassium chloride were demonstrated by comparing the

results of tests on untreated specimen TXS-0-DR-20-80-1 and treated

specimen TXS-25-DR-20-80-1. For these specimens, the compaction water

contents and the void ratios at failure were similar. The shear

strength at failure for the treated specimen was approximately 4.6 tsf

(440 kPa) as compared to 3.9 tsf (370 kPa) for the untreated specimen.

Measured values of suction were examined for quantitative or qual-

itative relationships to describe the influence of matrix suction on

the strength of buckshot clay. These data are summarized in Tables 5

and 6 for specimens compacted at water contents of 20 and 26 percent,

respectively. Linear regression analyses were conducted to evaluate

the influence of suction on the apparent shear strength due to suction.

The coefficients of correlation were poor, which indicated the values

of the apparent shear strength due to suction were not linearly related
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to suction. As can be seen from the data in these tables, the effec-

tiveness or' efficiency of suction, expressed as the arctangent of the

quantity of the apparent shear strength due to suction divided by (ma-

trix) suction, arctangent [qo/h ], generally increased as saturation

increased and suction decreased. At degrees of saturation less than 80

percent, large values of suction were measured although the efficiency

of suction was small, i.e. the value of arctangent [qO/hj] was about 5

deg. As the degree of saturation increased to about 90 percent due to

consolidation, the measured values of suction decreased although the

efficiency of suction increased to about 15 deg. For degrees of satu-

ration in excess of approximately 90 percent, suction measurements were

small and lacked the accuracy needed to evaluate the unsaturated

strength parameter, arctangent [qo/ht].

Based upon an assessment of data obtained during this investiga-

tion, it seemed as though the efficiency of matrix suction was a vari-

able relationship, similar to Bishop's X factor versus degree of satu-

ration relationship. For conditions when suction was large, i.e. at

low degrees of saturation, the efficiency of suction was small. At

higher degrees of saturation, the efficiency of suction was larger,

although smaller values of suction were measured. However, the remark-

able observation was that the apparent shear strengths due to suction

were nearly constant for a range of measured values of suction provided

the degree of saturation at failure was less than approximately 90

percent, the water contents of the unsaturated specimens were compar-

able and the differences of density of the specimens had been normal-

ized. Assuming this observation could be validated with test results

published in the literature, the shear strengths of unsaturated soils

could be predicted for a range of specimen conditions without the meas-

urement of suction.

The results of tests on soil treated with potassium chloride were

examined for the influence of solute suction. Although the effects

could not be evaluated with a great deal of confidence because the num-

ber of tests was very limited, a comparison of the strength and defor-

mation characteristics of treated and untreated specimens yielded suf-

ficient information to permit a qualitative assessment of the effects
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of solute suction. Pertinent observations are discussed in the follow-

ing paragraphs.

The void ratio versus applied stress relationship for treated

specimen ID-18-DR-20.0, which is presented in Figure 36, was qualita-

tively similar to the consolidation characteristics for untreated spec-

imens ID-0Q-DR-19.0 and lD-00-DR-22.1, which are presented in Figures

31 and 32, respectively. Similarly, the consolidation relationship for

treated specimen ID-18-DR-28.0, which is presented in Figure 35, was

qualitatively similar to the consolidation characteristics of specimen

ID-00-DR-25.4, which is presented in Figure 30. A comparison of the

data for all specimens indicated that water content influenced the con-

solidation characteristics of unsaturated soil, regardless of the

treatment of the soil with potassium chloride. This observation in-

ferred that the shear strengths of treated specimens were also depen-

dent upon the water content of the unsaturated specimen at failure.

A comparison of the consolidation characteristics of treated spec-

imen ID-18-DR-20.0 and untreated specimens ID-O0-DR-19.0 and

ID-00-DR-22.1 indicated quantitative differences. This observation

inferred that the apparent shear strength due to matrix suction plus

solute suction for treated specimens was perhaps different than the

apparent shear strength due to matrix suction for untreated specimens.

A comparison of the apparent shear strengths due to solute suction

for treated specimens compacted wet and dry of optimum water content

indicated that specimens compacted wet of optimum were weaker than

specimens compacted dry of optimum. For specimen TXS-25-DR-20-160-1,

which had been compacted at a water content of 20 percent and consoli-

dated to a degree of saturation of approximately 100 percent prior to

shear, the apparent shear strength due to suction was 0.5 tsf (50 kPa).

The apparent shear strengths due to suction for five specimens which

had been compacted at a water content of 26 percent and consolidated to

a degree of saturation of 100 percent by applied stresses of 2.9, 5.8

or 11.5 tsf (0.28, 0.55 or 1.10 MPa) were 0.3 tsf (30 kPa). Two expla-

nations for the differences of the apparent shear strength due to suc-

tion were considered: (a) the weight of potassium chloride used to



159

treat the soil and (b) the effects of testing the specimens too

rapidly.

Initially, the test data inferred that the apparent shear

strengths due to solute suction were dependent upon the weights of

potassium chloride used to treat the soil. The weight of KCI used to

treat specimen TXS-25-DR-20-160-1 was 5.0 grams as compared to 6.6

grams uscd to treat the specimens compacted at a water content of 26

percent. However, reexamination of the literature indicated that al-

though different weights of KCI had been used to treat these specimens,

the calculated values of solute suction were sLmilar and therefore the

apparent shear strengths due to suction should be similar.

The effects caused by shearing the unsaturated soil specimens too

rapidly were then considered. Following the logic used for analyzing

the test results for untreated specimens compacted at a water content

of 26 percent, it is possible the pore pressures which were induced

during shear had not dissipated completely. Consequently, the applied

stresses, [(a, - u) + (a3 - u)]/2, were different than the assumed con-

dition of u - 0. It was concluded that the apparent shear strengths

due to solute suction for treated specimens compacted at a water con-

tent of 26 percent and tested at a degree of saturation of 100 percent

should be increased 0.1 to 0.2 tsf (10 to 20 kPa) to 0.5 tsf (50 kPa).

Based upon the decision that the apparent shear strength due to

solute suction was approximately 0.5 tsf (50 kPa), specimens

TXS-25-DR-20-10-1(2) and TXS-25-DR-20-20-1 were examined for the influ-

ence of matrix suction on the strengths of treated specimens. The data

inferred that the maximum value of the apparent shear strength due to

matrix suction for treated specimens was approximately 0.1 to 0.2 tsf

(10 to 20 kPa) as compared to 0.8 to 0.9 tsf (80 to 90 kPa) for un-

treated specimens. Although the results were not conclusive because of

a limited number of tests, these observations were consistent with the

data from consolidation tests which indicated that the influence of

matrix suction was quantitatively less for treated specimens than for

untreated specimens.

The previous discussions have indicated that matrix suction and

solute suction affect the engineering behavior of unsaturated soil.



160

The influence of matrix suction on the apparent shear strength due to

suction was dependent upon the degree of saturation of the specimens

whereas the influence of solute suction was a constant for a given con-

centration of salt in the pore fluid. These conclusions are consistent

with data reported by Peter (1979); Richards, Emerson and Peter (1986);

and Richards, Peter and Martin (1984). These researchers have reported

that the engineering behavior of unsaturated soils is dependent upon

the matrix and solute suction components of total suction.



161

MODEL AND PERFORMANCE

Interpretation of Test Results

The data presented in Tables 5 and 6 and Figures 70 through 77

indicated that matrix suction in unsaturated soil produced the same

effect as increasing the value of cohesion in a Mohr-Coulomb strength

relationship provided that density differences between saturated and

unsaturated specimens were insignificant or had been normalized, such

as for the investigation reported herein. This observation inferred

that shear strengths of unsaturated soils, i.e. degrees of saturation

less than approximately 85-90 percent, could be expressed by a modified

Mohr-Coulomb strength relationship as:

T - c' + (a - Ua) tan 6' + Co (35)

where

T - shear strength

(a - Ua) - applied stress

c' - cohesion intercept evaluated in th,- conventionai manner for

saturatad soils

- angle of shearing resistance evaluated in the conventional

manner for saturated soils

-C - apparent cohesion due to suction

Preliminary assessment of data for the investigatiot. reported

herein appeared to be inconsistent with the results reported by Ho and

Fredlund (1982a) and Char.cawarangul (1983). These researchers reported

that the apparent shea. strengths due to suction for unsaturated soils

increased linearly as matrix suction increased whereas the strengths

for the unsaturated soils reported herein were not linearly dependent

upon changes of suction. The most obvious explanation for these dif-

ferences was test type. Ho and Fredlund (1982a, 1982b) conducted con-

solidated drained (CD) tests on unsaturated specimens of decomposed

granite and decomposed rhyolite; the water contents as well as the den-

sities of these spa imens were allowed to change during the tests.
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Constant water content (OW) tests were conducted for the investigation

reported herein; the water content of the specimens was held constant

although the density of the specimens was permitted to vary as the

tests were conducted.

To check the validity of the shear strength model proposed in

Equation 35, OW test results from other studies of unsaturated soil be-

havior were reanalyzed. Bishop, Alpan, Blight and Donald (1961) re-

ported the results for unsaturated specimens of compacted boulder clay.

These data are illustrated 'n Figures 82a and 82b and summarized in

Table 8. From the curve identified as [(a, + a3)/2 - u.] in Figure

82a, the failure strength can be approximated as two linear segments

for tests 1 through 4 and tests 5 through 9 with a curvilinear segment

connecting tests 4 and 5. From the data presented in Figure 82b, tests

1 through 5 have degrees of saturation less than 90 percent while tests

6 through 9 have degrees of saturation greater than 90 percent.

Aided by Fredlund's (1979) guidance that air becomes occluded at

degrees of saturation in excess of 85 to 90 percent and by the shape of

the failure envelope presented in Figure 82a, the strength increase due

to suction for tests 1 through 4 or tests I through 5 was examined and

found to be approximately 9 psi (0.6 tsf or 60 kPa). Linear regression

analyses were conducted to evaluate the influence of suction on the

shear strengths of the unsaturated soil specimens. Results are summa-

rized in Table 8. When the degree of saturation at failure was less

than 90 percent, such as for tests 1 through 4 or tests 1 through 5,

the coefficient of correlation was poor, i.e. -0.5 < r < 0.5. A re-

gression analysis was also conducted on tests 1 through 9. The results

indicated that r = 0.975 and '= 22.4 deg; these values agree with r =

0.974 and 4b = 21.7 deg which are reported in Table 2 (after Ho and

Fredlund, 1982a). However, tests 6 through 9 had degrees of saturation

in excess of 90 percent and probably should not be included in an anal-

ysis of the Ob parameter.

The U.S. Bureau of Rec -mation has conducted numerous studies of

the shear strengths of unsa,:.rated soils. Results of two studies were
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Table 8. Summary of Shear Strengths of Unsatu
(After Bishop, Alpan, Blight an

Apparent$
Calcu- Shear
latedtt Strength Calcu-

Test* Shear Normal Normal Matrixt Shear Due to lated$$1
No. Str.s . Stress Stress Suction Stress __ in -Factorr a~3i [al +a3 1u [0+a3 1 [0-031 [1 -0a31

2 i 2 2 2 2
- -si** Rsi Rsi RAI Rsi Rsi

1 18.5 18.7 43.6 24.9 9.8 8.7 0.76
2 19.6 19.9 45.8 25.9 10.4 9.2 0.78 -1
3 28.6 39.6 60.6 21.0 19.4 9.2 0.95
4 31.1 45.0 66.7 21.7 21.9 9.2 0.93
5 35.3 57.5 76.7 19.4 27.6 7.7 0.87
6 41.4 77.8 91.8 14.0 36.9 4.5 0.70
7 43.3 83.3 92.1 8.8 39.5 3.8 0.95
8 45.8 91.5 96.1 4.6 43.2 2.6 1.22
9 49.2 104.8 104.8 0.0 49.3 -0.1 ....

* For test numbers and test data refer to Figures 82a and 82b.
** 1.0 psi - 0.072 tsf - 6.9 kPa.

al12+ 03 1 0 1 + 0 3u
[ua  - Uw] - I _14 - 2a

2 2
tt The calculated shear stress refers to the shear strength at failure as determined from

c' - 1.4 psi and *' - 27.3 deg.
The apparent shear strength is the difference between the strength of the unsaturated
strength for a saturated specimen.

8 [(01 - 03)/2]
* Xcalculated " is based upon the shear strength parameters c' , I

(ua - uw) tan*' cosW'
# Obtained from Figure 82b for saturated strength parameters c' - 1.4 psi and ' - 27.3
## The calculated value is based upon saturated strength parameters c' - 0 psi and *' - 2
§ Obtained from Figure 82b for saturated strength parameters c' - 0 psi and #' - 28.1 de
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s of Unsaturated Specimens of Boulder Clay
n, Blight and Donald, 1961)

Regression Analyses for
Apparent Shear Strength

Due to Suction
Coeffi-

Satura- cient
h Calcu- Meas- Calcu- Meas- tion of

lated*$ ured# lated## ured§ at Test Inter- Corre-
v-Factor v-Factor v-Factor v-Factor Failure No. ceRt Sloe lation

I _______ ________S r

0.76 0.73 0.83 0.83 79
0.78 0.76 0.84 0.85 79
0.95 0.90 1.00 0.99 87
0.93 0.87 0.97 0.95 89
0.87 ---- 0.90 0.91 85
0.70 0.83 0.72 0.94 93
0.95 0.91 0.98 0.98 96
1.22 .... 1.24 1.00 100
---.- ----.... ---- 100

1-4 10.1 -0.044 -0.425
1-5 6.1 0.121 0.507
1-9 0.4 0.366 0.975

ermined from the saturated strength parameters

unsaturated specimen and the calculated shear

eters c' - 1.4 psi and ' - 27.3 deg.

d *' - 27.3 deg.
i and *' - 28.1 deg.

- 28.1 deg.
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reanalyzed using Equation 35 and are summarized in Table 9. Richmond

(1978) reported a study of compacted specimens of sandy clay. The ap-

parent shear strength due to suction was 0.5 tsf (50 kPa). The coeffi-

cient of correlation for the influence of suction on the shear strength

was determined as r - -0.35. Prizio (1979) reported a similar study

for compacted specimens of sandy silt. The apparent shear strength due

to suction was 0.4 tsf (40 kPa). A regression analysis to evaluate the

influence of suction on shear strength was not appropriate because suc-

tion remained nearly constant for the range of test conditions which

specimens had been subjected.

Lam (1980) reported a study using compacted specimens of decom-

posed rhyolite from Hong Kong. Results are summarized in Table 10.

AlL ugh the soil was classified as a CH clay based upon Atterberg

lim-ts, the engineering properties were similar to the engineering

properties of a silt (Lumb, 1965). For specimens compacted to a dry

density of 97 pcf (1520 kg/m3) at a water content of 25 percent, the

apparent shear strength due to suction was 0.9 tsf (90 kPa). For spec-

imens compacted to a dry density of 92 pcf (1470 kg/m3) at a water con-

tent of 28 percent, the apparent shear strength due to suction was 0.4

tsf (40 kPa). Regression analyses to determine the influence of suc-

tion on the shear strengths of unsaturated soil were inconclusive be-

cause suction measurements were similar for the range of test

conditions.

Townsend and Peterson (1979) reported the results of direct shear

tests conducted on inundated and unsaturated specimens of an oil shale

waste product. The material was a nonplastic silt derived from carbo-

nate rocks which had been ground or crushed prior to being retorted by

the TOSCO process. Results of these tests are summarized in Table 11.

The apparent shear strength due to suction was 1 tsf (100 kPa). The

degrees of saturation at failure for the unsaturated specimens ranged

from 70 to 75 percent. Suction was not measured.

Casagrande and Hirschfeld (1960, 1962) reported studies of the

shear strengths of compacted specimens of sandy clay. The test re-

sults, which are summarized in Table 12, indicated that shear strengths

of unsaturated specimens were dependent upon the water content and the



7

Table 9. Summary of Shear Strengths of Unsaturated Specimens of Sandy Clay (After

Conditions at Failure
Soil Test* Void Water Sat- Matrix

Ty Ratio Content uration Shear Stress** Normal Stress Suction

0 (01-U - (a 3 .) (7 - (a U) + (03 - U)] (ua-ue w [ u. - u.,, F

- tsf kPa tsf kPa tsf kPa t...

Sandy CU 0.434 16.0 --- 3.4 320 5.4 510 ......

Clay 0.427 16.0 --- 3.9 370 6.4 610 ... ...

0.421 15.6 --- 3.3 310 5.2 500 ... . . -

0.400 15.3 --- 7.9 750 13.4 1280 ..... -

UU 0.443 14.1 81 4.1 390 5.8 560 0.5 50 3
0.420 14.0 81 4.1 390 6.2 600 0.9 90 3
0.433 14.0 83 8.0 770 13.1 1260 0.2 20 7
0.415 14.1 89 12.1 1160 19.6 1870 0.3 30 11.,

Sandy CU 0.496 18.4 --- 3.7 360 6.2 600 ......

Silt 0.503 18.3 --- 3.8 370 6.5 630 ... ...

CD 0.575 22.5 --- 2.2 210 3.6 350 ......

0.484 17.3 --- 5.1 490 8.7 830 ... ...

0.417 16.2 --- 10.5 1010 17.7 1700 ... ...

UU 0.517 13.4 67 2.8 270 4.2 400 0.14 14 2
0.495 13.6 72 5.8 550 9.1 880 0.15 14 5
0.461 13.4 76 10.6 1020 17.1 1640 0.16 15 10

* CU<- Saturated, consolidated undrained with pore water pressure measurements.
CD - Saturated, consolidated drained.
UU - Unsaturated, unconsolidated undrained with pore air and pore water pressure measurement..

** "u" is the pore air pressure for unsaturated specimens and pore water pressure for saturated specime
t The calculated shear stress refers to the shear stress at failure for saturated specimens.
it The apparent shear strength is the difference between the strength of the unsaturated specimen and t

saturated specimens.
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ecimens of Sandy Clay (After Richmond, 1978) and Sandy Silt (After Prizio, 1979)

Apparentft Shear Values Coefficient
Matrix Calculatedt Shear Strength Corrected for of

Str Suction Shear Stress Due to Suction Pore Pressure Correlation
+ (0 3 -U (a1 - u) - (a3 - u)] r " u) + (a3 -u) +(o u u. -u,.] c r'
:2 ] 2 L 2

kPa tsf kPa tsf kPa tsf kPa tsf kPa de _

510 --- --- --- --- ---
610 .. .--- ---. .....
500 --- ---... ...

1280 .--- .... --- --- 0.4 40 34.4 0.9998

560 0.5 50 3.6 340 0.5 50
600 0.9 90 3.8 370 0.3 30

1260 0.2 20 7.7 740 0.3 30
1870 0.3 30 11.3 1090 0.8 70

600 --- ..--- -- - .-. ---
630 .. . -- .... --- ---

350 - - - - -- --- --- ---
830 .. . -- ---.... ....

1700 . .... --- --- ... 0.0 0 36.3 0.9999

400 0.14 14 2.5 240 0.3 30
880 0.15 14 5.4 520 0.4 40

1640 0.16 15 10.1 970 0.5 50

kents.

pressure measurements.
iressure for saturated specimens.
Lturated specimens.
:he unsaturated specimen and the calculated shear strength for



Table 10. Summary of Saturated and Unsaturated Tests on Compacted Specimens of Decompose
(After Lam, 1980) i

Saturatedtt Apparent*

Test Dryt Watert Strength Shear Strength
Series Density Content Shear Stress Normal Stress Parameters Due to Suction Matrix Suc
- .. f % tsf kPa tsf kPa tf ka. d tsf kPa- tsf

CIUS-1 96 25.3 0 .14 13.6 0 .19 18 .3 .... ... .... .... .... ....
96 25.0 0.29 28.2 0.47 44.6 .... ... .... .... .... ....

96 25 .4 0 .45 42.8 0 .74 70 .7 .... ... .... .... .... .......

96 25 .6 0 .74 71.3 1.35 129 .3 .... ... .... .... .... ....
96 25.5 1.38 131.9 2.56 245.7 0.05 5.0 31.1 .... .... ....

CIUS-2 92 21.0 0.04 4.0 0.08 8.1 .... ... .... .... .... ....
91 21.9 0.16 15.5 0.25 24.1 .... ... .... .... .... ....
92 21.8 0.32 31.1 0.59 56.8. ........ ....

92 21 .7 0 .4 5 42 .8 0 .80 76 .3 .... ... .... .... .... ....

92 21.3 1.07 102.4 2.02 193.3 0.02 1.6 31.6 .... .... ....

CIUS-3 92 24 .7 0.19 18.2 0.29 27.7 .... ... .... .... .... ....

91 24 .5 0 .22 20 .8 0 .36 34 .5 .... ... .... .... .... ....

92 24 .3 0.44 42.1 0.74 70 .9 .... ... .... .... .... ....

92 24.6 0.59 56.7 1.04 100.0 .... ... .... .... .... ....

91 24.9 1.01 97.1 1.88 180.2 0.04 4.0 31.4 .... .... ....

CIUS-4 91 27.9 0.19 18.2 0.31 29.9 .... ... .... .... .... ....

92 27.6 0.24 22.8 0.44 42.2 ............... ........ ....

92 27.3 0.41 38.9 0.73 70.0 .............. .... .... ....

92 27.6 0.62 59.3 1.15 110.0 .. ........... .... .... ....

92 27.5 1.07 102.8 1.99 190.4 0.01 1.4 32.1 .... .... ....

CIUS-5 87 24.5 0.13 12.9 0.19 17.9 .... ... .... .... .... ....

87 24 .0 0 .14 13 .4 0 .22 21 .5 .... ... .... .... .... ....

87 24 .7 0 .17 16 .1 0 .26 25 .0 .... ... .... .... .... ....

87 24 .2 0 .29 27 .8 0 .50 48 .3 .... ... .... .... .... ....
87 24 .7 0.43 41.2 0.77 74.2 .... ... .... .... .... ....

87 23 .9 0 .54 51.6 0 .98 94 .0 .... ... .... .... .... ....

87 24.8 1.09 104.0 2.04 196.0 0.03 3.1 31.0 .... .... ....

...... .. .... .... . . .. .... ..... 0.03 2.9 31.5 .... .... ....

CIUU-1 97.1 24.5 2.05 196.4 2.16 206.8 . ........... 0.89 85.4 2.12
97.0 24.6 2.34 224.2 2.65 254.2 . ........... 0.92 88.5 2.21

CIUU-6 91.4 28.0 1.10 105.8 1.21 115.7 . ........... 0.44 42.5 1.15 1
91.7 28.1 1.32 126.6 1.64 157.0 . ........... 0.43 41.7 1.09
92.5 27.6 1.68 160.6 2.31 221.5 . ........... 0.44 42.0 1.11 3

t The dry densities and water contents of saturated specimens, identified as the "CIUS" tests set
tial or as compacted conditions. The water contents and dry densities of unsaturated specimen
the "CIUU" test series, were the after consolidation conditions.

It The saturated strength parameters are c' and *'.
* The apparent shear strength due to suction is the difference between the strength of a specimer.

the saturated strength parameters and the strength of the unsaturated specimen.
** The unsaturated strength parameter is the apparent shear strength due to suction divided by sL
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turated Tests on Compacted Specimens of Decomposed Rhyolite
(After Lamn, 1980)

Saturatedtf Apparent* Unsaturated
Strength Shear Strength Strength**

.ress Parameters Due to Suction Matrix Suction Parameter
ka tfkadg tsf kPa tsf kpa eg......

8.3........................................... ....-
4.6................................................

9.3 -- - - - - - -- - - - -- - - - - - -
5.7 0.05 5.0 31.1............ ........... --- --

8.1 -- - - - - - .. . . . .. . . . . . .
4.1................................................
6.8................................................. .

16.3...............................................
3.3 0.02 1.6 31.6 ... .. ... - -- . .

7.7................................................
4.5................................................
0.9 -- - - - - - .. . . . .. . - - - . .
0.0 -- - - - - - .. . - - .. . . . . . .
0.2 0.04 4.0 31.4.............. ..................

9.9 -- - - - - - -- - - - -- - - - - . .
2.2 - - - - - - - - - - -
0.0 -- - - - - - .. . . . -- - - - - . .
0.0 -- - - - - - -- - - - -- - - - - . .
0.4 0.01 1.4 32.1 -- - -- . .. . .. - -

7.9 -- - - - - - .. . . . .. . . . . . .
1.5 -- - - - - - .. . . . -- - - - - . .
5.0 -- - - - - - -- - - - -- - - - - . .
8.3 -- - - - - - .. . . . -- - - - - . .
4.2 -- - - - - - .. . . . -- - - - - . .
4.0 -- - - - - - -- - - - .. . . . . - -
6.0 0.03 3.1 31.0 --- .. . .. - -- - -

. .0.03 2.9 31.5 .. . . . . .. . .. . .

6.3..........0.89 85.4 2.12 203.0 22.8

4.2..........0.92 88.5 2.21 211.5 22.7

5.7.................0.44 42.5 1.15 110.0 21.0
7.0.................0.43 41.7 1.09 104.0 21.7
1.5.................0.44 42.0 1.11 106.0 21.6

ad specimens, identified as the "CIUS" tests series, are the ini-
ntents and dry densities of unsaturated specimens, identified as
dation conditions.

he difference between the strength of a specimen calculated from
gth of the unsaturated specimen.
rent shear strength due to suction divided by suction.
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Table 12. Summary of Shear Strengths of Saturated and Unsaturated Spe
(After Casagrande and Hirschfeld, 1960, 1962)

Test Test* Water Dry** Calculatedt Sh:

N. . Cntent Dengity Saturation Shear Streas0 Normal Stress Shear Stress DR
[(O-u) (0a-u)] [(ol-u) + (03-u) [(o-u) (o-u)] [(af

I ID f taf kPa tsf kPa tsf kPa
R1 CU 11.9 106.0 63.2 0.5 50 0.7 70 ...
R2 13.2 107.1 62.4 1.2 110 1.9 180 ... ...
R3 13.6 106.0 62.6 1.3 130 2.3 220 ...
R4 13.4 107.7 63.7 2.3 220 4.3 410 ... ...
R5 13.6 107.2 64.0 2.6 250 5.3 510 ...
R6 13.5 106.6 62.3 2.6 250 4.3 410 ... ...
R7 13.7 108.0 65.5 3.6 340 6.1 580 ... ...
R8 13.3 105.8 60.2 5.7 550 11.0 1050
R9 16.4 108.0 78.8 1.0 90 1.4 140
R10 16.7 105.5 75.0 1.2 120 2.1 200 ... ...
RII 16.6 106.1 76.0 1.6 150 2.6 250
R12 15.5 107.9 74.2 2.3 220 3.7 240 ... ...
R13 16.7 107.2 78.8 3.7 350 5.9 560 ... ...
RI4 16.2 107.7 76.6 5.9 560 11.2 1080 ... ...

Qi Q 13.8 105.5 62.5 2.0 190 2.6 250 1.6 150 0;
Q2 13.8 105.8 62.8 2.6 250 3.9 370 2.2 210 0
Q3 13.8 106.4 63.9 4.6 450 7.1 680 3.9 370 0
Q4 13.4 104.1 59.2 5.4 520 9.2 880 4.9 470 0
Q5 13.2 104.6 57.7 7.1 680 12.2 1170 6.5 620 0:

Q9 Q 16.1 105.5 73.3 1.3 120 1.7 160 1.1 110 0
Q1O 16.1 106.6 74.0 2.0 200 2.9 280 1.7 170 0
QIl 16.4 106.6 76.7 2.5 240 3.9 370 2.2 210 0

R40 CU 13.3 112.9 72.1 1.2 110 1.8 170
R41 14.3 112.7 77.5 2.6 250 4.4 420
R42 13.4 113.3 74.0 2.6 250 4.2 400 ... ...
R43 13.1 110.8 67.2 2.0 190 3.4 330 ... ...
R44 13.1 111.2 68.3 2.8 270 4.4 430 ... ...
R45 12.5 111.9 65.9 4.1 390 6.7 640 ... ...
R46 13.2 110.0 66.4 5.8 550 10.1 970 ... ...

Q34 Q 12.9 111.1 66.8 2.8 270 3.6 350 2.2 210 0
Q35 12.8 110.9 66.1 3.8 360 5.6 530 3.3 320 0
Q36 13.0 110.8 65.3 5.5 530 9.1 870 5.3 510 0
Q37 13.1 111.6 69.0 7.4 710 12.1 1160 6.9 670 0

Q40 Q 16.3 110.7 83.8 1.3 130 1.8 170 1.2 110 0
Q41 16.7 110.4 82.9 2.0 190 2.9 270 1.8 170 0'

* CU - Saturated, consolidated undrained with pore water pressure measurements.
Q - Unsaturated, unconsolidated undrained with pore air pressure measurements.

** 100 lb/ft3 - 1600 kg/m
3

@ "u" is the pore air pressure for unsaturated specimens and pore water pressure for saturated specimens
t The calculated shear stress refers to the shear stress at failure calculated from the saturated strengt.
tt The apparent shear strength is the difference between the strength of the unsaturated specimen and thf

saturated specimens.
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trengths of Saturated and Unsaturated Specimens of Sandy Clay
Casaarande and Hirschfeld, 1960, 1962)

Apparenttt Shear Values Coefficient
Calculatedt Shear Strength Corrected for of

Normal Stream Shear Stress Due to Suction Pore Pressures Correlatio(o1-u) + (03u u ) - (03-U (a1-u) + (o3-u)

2 2 2
tie kPa tsf kPa tsf kPa tsf kPa dez
0 .7 70 ......... ...
1.9 180 ... ...... ...
2.3 220 ... ...... ...4.3 410 ... .... . ...

'5.3 510 ... ...... ...
4.3 410 ... ...... ...
6.1 580 -... .... . ...
11.0 1050 --- ...... ...
1.4 140 ... ...... ...

2.1 200 ... ...... ...

2.6 250 -.- ........
3 .7 24 0 ... .. .. ... ..

5.9 560 ... ...... ...

11.2 1080 ... ... --- ... 0.3 30 30.6 0.993

2.6 250 1.6 150 0.38 36
3.9 370 2.2 210 0.42 40
7.1 680 3.9 370 0.79 76
9.2 880 4.9 470 0.49 47
12.2 1170 6.5 620 0.62 60

1.7 160 1.1 110 0.15 15
2.9 280 1.7 170 0.31 29
3.9 370 2.2 210 0.28 26

1.8 170 ... ...... ...
4.4 420 ... ... ... ...
4.2 400 ... ... ... ...
3.4 330 ... ... ... ...
4.4 430 ... ... ... ...
6.7 640 ... ...... ...
10.1 970 ... ... ... 0.2 20 33.7 0.998

3.6 350 2.2 210 0.55 53
5.6 530 3.3 320 0.49 47
9.1 870 5.3 510 0.27 26
12.1 1160 6.9 670 0.43 41

1.8 170 1.2 110 0.14 14
2.9 270 1.8 170 0.23 22

re measurements.
sure measurements.

re water pressure for saturated specimens.
lure calculated from the saturated strength parameters c' and *.
rength of the unsaturated specimen and the calculated shear strength for
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density of specimens at failure. For specimens compacted to a dry

density of 106 pcf (1700 kg/m3) and tested at water contents of 14 and

16 percent, the apparent shear strengths due to suction were approxi-

mately 0.5 and 0.2 tsf (50 and 20 kPa), respectively. For specimens

compacted to a dry density of 111 pcf (1780 kg/m3) at water contents of

13 and 16 percent, the apparent shear strengths due to suction de-

creased from 0.4 to 0.2 tsf (40 to 20 kPa), respectively. Suction

measurements were not obtained during these investigations.

The results of unconfined compression tests (Chen, 1984) on a

plastic clay from Bangkok, Thailand, were reanalyzed using Equation 35

and are reported in Table 13. These data also indicated that strengths

of unsaturated specimens were dependent upon the water content and

density of specimens at failure. For specimens compacted to a density

of 96 pcf (1540 kg/m3), the apparent shear strengths due to suction

decreased from 1.4 to 0.7 tsf (130 to 70 kPa) as the water contents of

the specimens increased from 16.5 to 19.3 percent. For specimens com-

pacted to a density of 103 pcf (1650 kg/m3), the apparent shear

strengths due to suction decreased from 1.5 to 0.6 tsf (140 to 60 kPa)

as the water contents increased from 19.0 to 23.5 percent. The effects

caused by increased density are demonstrated by comparing the uncon-

fined strengths of specimens compacted at a water content of 19 per-

cent. As the density of specimens increased from 96 to 103 pcf (1540

to 1650 kg/m3), the unconfined strengths increased from 0.7 to 1.5 tsf

(70 to 140 kPa).

The results of unconfined compression tests on decomposed rhyolite

from Hong Kong (Lam, 1980) were reanalyzed using Equation 35 and are

summarized in Table 14. These data indicated that apparent shear

strengths due to suction were dependent upon the water content and den-

sity of the unsaturated specimens at failure. The strength parameter

due to suction, as indicated by the arctangent of the apparent shear

strength due to suction divided by suction, increased from 12 to 27 deg

as saturation increased from 70 to 95 percent. For saturated speci-

mens, the angle of friction was approximately 31 deg. This response

was qualitatively similar to Bishop's X factor versus degree of satura-

tion relationship.
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Table 13. Summary of Back Pressure Saturated Tests
and Unconfined Compression Tests on Compacted Specimens of Plastic Clay

(After Chen, 1984)

Saturated Apparent@@
Test* Dry** Water Shear*** Normal Strength Shear Strength
Type Density Content Stress Stress Parameters@ Due to Suction

-- Dcf % s, tsf kPa tsf kPa de s

Cut ---- .---- 1.18 113 2.25 216 .......... .... ...
..... ---- 1.46 140 3.07 294 .......... .... ...

.... 1.59 152 3.44 330 .......... .... ...
..... .... 1.71 164 3.70 355 0.36 35 21.2 .... ...

UC 103.0 19.0 2.88 276-------- ....... .... 1.48 142
103.0 19.0 2.86 274 ------- ---------- 1.47 141
103.0 20.1 2.48 238-------- ........... 1.23 117
102.7 20.1 2.46 236 ------- ---------- 1.21 116
102.7 23.5 1.55 149 ------- ---------- 0.63 60
103.0 23.5 1.54 148 ------- ---------- 0.63 60

CUtt ---- 0.86 82 1.56 150 .......... .... ...
---.- ---- 0.98 93 2.12 203 .... .. .... .... ...
---- .---- 1.22 117 2.67 256 0.34 33 18.7 ---- ..

UC 96.5 16.5 2.57 246 ------- ---------- 1.40 135
96.2 16.5 2.52 242 ------- ---------- 1.37 131
96.4 17.2 2.14 205 ------- ---- ------ 1.11 107
96.6 17.2 2.17 208-------- ........... 1.13 108
96.2 19.3 1.54 148-------- ........... 0.70 67
96.3 19.3 1.58 151 ------- ---------- 0.73 70

* CU denotes consolidated undrained triaxial tests with pore pressure measure-
ments. UC denotes unconfined compression tests.

** 100 pcf - 1600 kg/m
3

*** The shear strength of an unconfined compression test is one half of the uncon-
fined compressive strength.

@ The saturated strength parameters are c' and *'.
@@ The apparent shear strength due to suction was determined by subtracting the

strength of a hypothetical specimen determined from saturated strength param-
eters from the shear strength of an unsaturated specimen.

t Specimens were compacted to an initial density of 102.9 pcf at a water content
of 23.5 percent.

tt Specimens were compacted to an initial density of 96.7 pcf at a water content
of 19.3 percent.
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Table 14. Summary of Unconfined Compression Tests
on Compacted Specimens of Decomposed Rhyolite

(After Lam, 1980)
Apparent

Shear
Conditions at Failure Strength Unsaturated

Test Dry* Water Unconfined Due to Strength
Series Density Content Saturation Strength Suction** Suction Parametert

_cf 2 2 tsf kPa tsf kPa tsf kPa deg

UC-1-95 97.0 25.8 94 4.00 383 0.93 89 1.80 173 27.1
UC-1-90 95.7 25.0 88 3.89 373 0.90 86 2.60 249 19.1
UC-1-85 96.6 23.0 83 4.53 434 1.05 101 2.90 278 19.9
UC-1-80 96.6 21.9 79 4.47 429 1.04 100 3.16 303 18.2

UC-2-95 93.8 27.9 94 2.55 244 0.57 55 1.23 118 25.1
UC-2-90 91.3 28.0 89 2.39 229 0.54 52 1.23 118 23.7
UC-2-85 90.8 26.4 83 2.74 263 0.63 60 1.53 147 22.2
UC-2-80 91.1 24.8 78 2.94 282 0.67 64 2.23 214 16.8
UC-2-75 90.4 24.0 75 2.68 257 0.61 58 2.30 220 14.9

UC-3-95 85.8 32.6 91 1.25 120 0.27 26 0.59 57 24.3
UC-3-90 86.3 31.3 88 1.20 115 0.26 25 0.63 60 22.3
UC-3"'85 86.2 29.8 84 1.51 145 0.33 32 0.91 87 20.0
UC-3-80 86.3 28.3 80 1.40 134 0.30 29 0.94 90 17.9
UC'-3-75 86.5 26.3 75 1.55 149 0.34 33 1.39 133 13.8
UC-3-70 86.8 24.9 71 2.18 209 0.49 47 2.31 221 12.0

* 100 pcf = 1600 kg/m
3

" The apparent shear strength due to suction was determined by subtracting the
strength of a hypothetical specimen calculated from the strength parameters for
all saturated specimens reported in Table 10 from the unconfined strength of an
unsaturated specimen. For example, the unconfined strength for specimen UC-1-95
was reported as 4.00 tsf (383 kPa). Since the specimen was unconfined, the
shear stress and normal stress were equal to one half of the unconfined strength
or 2.00 tsf (192 kPa). Using the strength parameters for saturated specimens of
decomposed rhyolite which were reported in Table 10, i.e. c' - 0.03 tsf (2.9
kPa) and 4' 31.5 deg, and Equations 23, 24 and 25 which relate the saturated
strength parameters c' and 0' to a and a, the calculated shear strength for a
saturated specimen was 1.07 tsf (103 kPa). The apparent shear strength due to
suction was the numerical difference between the strength of an unsaturated
specimen and a comparable saturated specimen, or 0.93 tsf (89 kPa).

The unsaturated strength parameter is the arctangent of the apparent shear
strength due to suction divided by suction.
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Murthy, Sridharan and Nagaraj (1987) reported the results of con-

stant water content tests which were conducted on compacted specimens

of kaolin and red earth. The test results are summarized in Table 15.

Specimens of kaolin were compacted to a dry density of 101 pcf (1620

kg/m3) at a water content of 23 percent. Specimens of red earth, a low

plasticity clay, were compacted to a dry density of 106 pcf (1700

kg/m3) at a water content of 16.5 percent. After compaction, specimens

were placed in desiccators containing selected concentrations of sul-

phuric acid and were allowed to equilibrate. The results of tests on

specimens of kaolin indicated the friction angle was 33 deg and the co-

hesion intercept, which included the c' and CO parameters given in

Equation 35, ranged from 3.1 tsf (290 kPa) at a degree of saturation of

24 percent to 4.2 tsf (400 kPa) at a degree of saturation of 87 percent

to 0.6 tsf (60 kPa) at a saturation of 96 percent. The results of

tests on specimens of red earth indicated the friction angle was ap-

proximately 39 deg. The cohesion intercept ranged from 5.8 tsf (560

kPa) at a degree of saturation of 12 percent to 6.6 tsf (630 kPa) at a

saturation of 40 percent to 0.8 tsf (80 kPa) at a saturation of 77 per-

cent. To provide a reference for evaluating the strengths of unsatu-

rated specimens, tests on saturated specimens were also conducted.

Unfortunately, the specimens swelled upon inundation and a valid com-

parison of the strengths of saturated and unsaturated specimens could

not be obtained.

Discussion

From the data presented in Tables 8 through 15, it was evident

that shear strengths of unsaturated specimens could be evaluated by

Equation 35. The data indicated that the strengths of unsaturated

soils were dependent upon the water content and the density of the

specimens. The density affected the strength parameters c' and 0'

whereas the water content affected the apparent shear strength due to

suction, CO or qO. The results also indicated the apparent shear

strengths due to suction could be treated as a constant for a range of
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normal stresses, [(al + a3)/2 - ua, provided the water content of the

unsaturated specimens remained constant.

These observations, used in conjunction with a knowledge of the

empirical relationships of water content and suction (Croney and

Coleman, 1961; Johnson, 1974a, 1974b; Olson and Langfelder, 1965;

Snethen and Johnson, 1980; Snethen, Johnson and Patrick, 1977), pro-

vided the continuity for comparing CW and CD test results. The corre-

lation between suction and the apparent shear strength due to suction,

as reported by Ho and Fredlund (1982a), merely reflected the influence

of water content on the apparent shear strength due to suction, as

reported for this investigation. As the water content of the CD test

was changed, the q0 or Co parameters also changed. Hence, Equation 35

can be used to analyze the results of CW or CD tests conducted on un-

saturated soils.

It is assumed that Equation 35 is also valid for evaluating the

shear strengths of unsaturated specimens as influenced by solute suc-

tion, although specific studies to assess the influence of solute suc-

tion on the shear strengths of unsaturated soils were not identified

during a search of the literature. It is surmised that the effects of

solute suction could be incorporated into Equation 35 as the apparent

cohesion due to suction, Co. To apply the equation, it is suggested

that the influence of matrix suction should be evaluated at the water

content and solute suction of interest because the results of this

study as well as investigations ",y other researchers (Edil and Motan,

1984; Richards, Emerson and Peter, 1986) indicated that the influence

of matrix suction was affected by solute suction.

Influence of Suction on Shear Strength

The influence of matrix suction on the shear strength of unsatu-

rated soil was examined for possible correlations. Good correlations

between the unsaturated strength parameter, arctangent [qo/hm], and the

degree of saturation for the data reported in Tables 5, 10 and 14 were

obtained. Based upon these observations and the dependency of suction

on water content, an approach for assessing the influence of matrix
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suction on the shear strength of unsaturated soil was formulated. As-

suming the density of the soil was known or could be estimated with

reasonable confidence and provided that suction versus water content

and the degree of saturation versus arctangent [qo/h.] relationships

were available for the soil in questinn, the apparent shear strength

due to suction could be estimated from measured values of suction,

only.

To evaluate this idea, the unconfined compression data reported in

Table 14 were expressed as suction, water content, saturation and arc-

tangent (qo/hm] relationships in Figures 83a through 83d. Suction ver-

sus water content data have been presented in Figure 83a; one may ob-

serve that a good correlation exists, which is consistent with the data

and observations reported by others. Saturation and water content data

are presented in Figure 83c. These data have been superimposed with

calculated saturation versus water content relationships for specimens

compacted to dry densities of 96.5, 91.5 and 86.5 pcf (1550, 1470 and

1390 kg/m3). Values of the unsaturated strength parameter, arctangent

[qo/h.], versus saturation are presented in Figure 83d. As may be ob-

served, there is a very good correlation for these data. Although the

coefficient of correlation for a linear regression analysis was 0.95,

it is believed this relationship is curvilinear for most soils, as in-

dicated by the X factor versus degree of saturation relationships re-

ported by Bishop, Alpan, Blight and Donald (1961); Bishop and Henkel

(1962); and Bishop and Blight (1963). Suction versus arctangent

[qo/hm] data were plotted in Figure 83b. These data have been super-

imposed with curves for selected values of the apparent shear strength

due to suction of qO = 0.3, 0.6 and 1.0 tsf (30, 60 and 100 kPa).

To validate the proposed idea and to demonstrate the procedure for

using Figure 83, test results for the second specimen in test series

CIUU-l, which is presented in Table 10, were used. Enter Figure 83a

with the taported value of suction of 2.21 tsf (212 kPa). The value of

the water content obtained from the data in Figure 83a was 24.6 percent

as compared to a measured value of 24.6 percent. Using a water content
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of 24.6 percent, enter Figure 83c and intersect the density curve iden-

tified as 96.5 pcf (1550 kg/m3). The density for this specimen was re-

ported as 97.0 pcf (1550 kg/m3). From Figure 83c, the degree of satu-

ration was estimated as 89 percent as compared to the reported value of

90 percent. Using a saturation of 89 percent, enter Figure 83d. A

value for the unsaturated strength parameter was determined as 23.0 deg

as compared to a value of 22.7 deg from Table 10. For the last step,

enter Figure 83b with a value of suction of 2.21 tsf (212 kPa) and a

value for the unsaturated strength parameter of 23.0 deg. These values

intersect at an apparent shear strength due to suction of 0.94 tsf (90

kPa). The calculated value presented in Table 10 was 0.92 tsf (88

kPa). Estimated values of the apparent shear strength due to suction

obtained from the relationships presented in Figure 83 were compared

with the actual values for the other "CIUU" tests reported in Table 10.

Estimated and actual values compared well.

From the data presented in the example given in Figure 83, it was

evident that the apparent shear strengths due to suction were dependent

upon the density and the water content of the unsaturated specimens,

which is consistent with the conclusions reported herein. Furthermore,

these data demonstrated that suction was a variable which was dependent

on the water content of tk.e specimen and perhaps slightly dependent up-

on the density of the specimen. As the water content or degree of sat-

uration of the unsaturated specimen increased, the value of matrix suc-

tion decreased although its efficiency increased, which is consistent

with Blight's (1967) explanation of the X factor. It should be noted

that Fredlund's method for estimating the shear strengths of unsatu-

rated soils, i.e. the extended Mohr-Coulomb strength relationship, does

not directly allow for a variation of the unsaturated strength param-

eter as the degree of saturation changes.

Although specific studies of the influence of matrix and solute

suctions on the shear strengths of unsaturated soils were not identi-

fied during a search of the literature, an investigation of the influ-

ence of suction on the deformation of a Pleistocene clay (Peter, 1979)

indicated Lne effects of solute suction were qualitatively and quanti-

tatively similar to the effects of matrix suction. This observation
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inferred that solute suction as well as matrix suction could affect the

shear strengths of unsaturated clay soils. Consequently, it is be-

lieved that an approach similar to the method presented in Figure 83

could be developed to assess the influence of combinations of matrix

and solute suctions on the shear strengths of unsaturated soils.

Based upon published data as well as test results obtained during

this investigation, it is anticipated that the effects of solute suc-

tion should be constant for a particular ionic concentration while the

effects of matrix suction could be qualitatively and/or quantitatively

influenced by the type of salt in the pore fluid and its concentration.

For those soils in which the engineering behavior could be affected by

matrix and solute suctions, changes of the water content of the unsatu-

rated specimen could tend to alter the concentration of salt in the

pore fluid as well as the degree of saturation of the specimen. There-

fore, an evaluation of the apparent shear strengths due to matrix suc-

tion and to solute suction would be necessary for the changed

conditions.

Summary

As a result of this investigation, a modified Mohr-Coulomb

strength relationship, given as Equation 35, has been proposed. The

advantage of Equation 35 as compared to Equation 11, which was proposed

by Bishop, or Equation 15, which was proposed by Fredlund, is that

measurements of suction are not required to apply the model.

To apply Equation 35, cohesion, c', and the angle of friction, ',

should be evaluated by conventional tests on saturated specimens. The

magnitude of the apparent shear strength due to matrix suction is de-

pendent upon the water content of the specimen at failure. At full

saturation the apparent shear strength due to suction would be zero,

pore water pressure would be equal to the pore air pressure, and Equa-

tion 35 would revert to the conventional Mohr-Coulomb strength rela-

tionship for saturated soils. As the water content of the soil was

decreased slightly from full saturation, the strength due to suction
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would likely increase, provided that differences of density for satu-

rated and unsaturated specimens were insignificant. As drying of the

specimen continued, the apparent shear strength due to suction could

increase or decrease, as inferred by the data presented in Table 15.

To apply the model given as Equation 35, a sufficient number of

tests should be conducted on saturated specimens compacted to the de-

sired density to obtain the saturated strength parameters. To evaluate

the apparent shear strength due to suction, strength tests must be con-

ducted on one or two unsaturated specimens which have been compacted to

a density comparable to the density of the saturated specimens at a

water content of interest. Similar procedures could be used for as-

sessing the strengths of undisturbed specimens or specimens which had

been treated with a salt, although it would be necessary to ensure that

replicate specimens were being tested.

Only two limitations of the proposed unsaturated strength model

have been identified:

(a) The shear strengths of saturated and unsaturated speci-

mens must be compared at similar void ratios and applied stresses. If

this is not possible because of significant differences of the consoli-

dation characteristics of saturated and unsaturated specimens, a proce-

dure similar to the normalizing technique reported herein must be em-

ployed to negate the differences of density between saturated and un-

saturated specimens before the apparent shear strengths due to suction

can be evaluated.

(b) Equation 35 should not be used to analyze test results

for unsaturated specimens tested at high degrees of saturation, i.e.

saturation greater than approximately 90 percent. Although the data

which is presented in Figure 82a (tests 6-9) indicated a smooth tran-

sition from the unsaturated to the saturated state, additional studies

are needed to evaluate the shear strengths of unsaturated soils at high

degrees of saturation and to assess unsaturated strength models.

If unsaturated shear strengths must be characterized by soil suc-

tion, such as for an evaluation of the stability of excavations during

construction operations, Equation 35 is valid. The apparent shear



181

strengths due to matrix suction may be evaluated using suction measure-

ments, a suction versus water content relationship, and a saturation

versus the influence of suction relationship for the soil in question,

similar to the procedure suggested for the data presented in Tables 10

and 14 and Figure 83. Evaluation of the saturated strength parameters

would remain identical to the procedures suggested when suction meas-

urements were not obtained.
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CONCLUSIONS AND RECOMMENDATIONS

Conclusions

Conclusions drawn as a result of this study using compacted speci-

mens of Vicksburg buckshot clay as well as tests on unsaturated soils

reported in the literature follow:

(a) Based upon this investigation, the shear strengths of

unsaturated soils were affected by the density and the water content of

the specimens at failure. The data suggested that the angle of fric-

tion was influenced by the density of the specimens whereas the appa-

rent cohesion due to matrix suction was affected by the water content

of the unsaturated specimens at failure.

(b) An assessment of the influence of matrix suction on the

shear strengths of unsaturated soil was conducted. It was concluded

that suction was dependent on the water content of the unsaturated soil

and the efficiency of suction was dependent upon the degree of satura-

tion of the soil.

(c) An assessment of the influence of solute suction on the

shear strengths of treated specimens of buckshot clay indicated the ap-

parent shear strength due to solute suction was a constant for a par-

ticular ionic concentration. The influence of matrix suction on the

shear strengths of treated specimens was qualitatively similar to the

effects of matrix suction on untreated specimens although the values of

apparent shear strength due to matrix suction were smaller.

(d) A modified Mohr-Coulomb strength relationship, given as

Equation 35, was proposed to predict the strengths of unsaturated

soils. To apply this model, the shear strengths of saturated and un-

saturated specimens are evaluated at comparable dry densities; the ap-

parent shear strength due to suction for the unsaturated specimen is

related to its water content. The advantage of this model as compared

to other models, such as those proposed by Bishop or Fredlund, is that

suction is not required to apply the model.

(e) Equation 35 may also be used to characterize the shear

strengths of unsaturated soils by soil suction. First, a series of
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tests are required to develop relationships similar to those relation-

ships presented in Figure 83. To apply the model, a measurement of

suction is obtained and the apparent shear strength due to suction is

estimated from the suction, water content, saturation and the influence

of suction relationships. Evaluation of the saturated strength param-

eters are identical to the procedures which were suggested when suction

measurements were not obtained.

Recommendations

In light of the considerable lack of knowledge relative to the

shear strengthz of unsaturated soils, continued research is needed.

Additional studies have been identified: 
I

(a) Laboratory investigations are required to verify and

better delineate the findings of this study.

(b) Research is needed to develop and improve methods and

understanding of the behavior of unsaturated soils at high degrees of

saturation.

(c) Investigations are needed to determine appropriate rates

for conducting triaxial tests on unsaturated soils.

(d) Theoretical studies, such as those founded on principles

of thermodynamics, are needed to determine a comprehensive method for

interpreting the behavior of unsaturated soils.
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APPENDIX I. PHYSICAL AND MINERALOGICAL TESTS ON BUCKSHOT CLAY

Two samples of buckshot clay, designated as specimens 1 and 2,

were delivered to the Materials Analysis Group, Structures Laboratory,

U.S. Army Engineer Waterways Experiment Station (WES), on 12 September

1984 with a request to determine the cation exchange capacity (CEC),

exchangeable cations and the electrical conductivity of each specimen.

With the exception of the conductivity test which was modified to a 2:1

water to soil mixture to obtain enough water to perform the test, tests

were conducted following the methods and procedures described by Black

(1965). The results follow (Bean, 1984):

Exchangeable
Speci- Cations Electrical Liquid Plasticity
men meg/lO0 gns Conductivity Limit Index
No. CEC Na K Ca JBL mmholcm - % %
1* 38.2 2.6 4.7 43.2 13.4 0.25 57 36

2** 35.5 18.8 38.0 33.2 10.2 4.10 59 37

* Loose uncompacted soil at a water content of approximately 27
percent.

** Portion of triaxial specimen TXS-25-DR-27-160-1(2) which had been
treated with potassium chloride.
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On 15 May 1985, ten soil specimens were shipped to the Mississippi

Cooperative Extension Service Soil Testing Laboratory at Mississippi

State University with a request to conduct a series of regular tests

(Funderburg and Crouse, 1987). The pH of the specimens varied from 6.2

to 7.0 with an average value of 6.6. No organic matter was present.

The test results are summarized below:

Exchangeable
Electrical Cations Extractable

Triaxial Specimen Conductivity mea/100 gms soil Sodium
No. mmho/cm H K Ca Mg . meg/100 gms

TXS-O-DR-20-10-1 0.3 1.00 0.66 35.77 7.78 1.996

TXS-0-DR-20-160-1(2) 0.3 0.70 0.74 39.80 8.39 4.102

TXS-0-DR-27-40-1 0.3 0.90 0.68 42.52 9.25 4.102

TXS-0-DR-27-40-2-1 1.3 0.90 2.03 38.57 8.77 2.661

TXS-O-DR-27-40-2(2) 0.9 1.70 1.16 25.82 8.35 2.772

TXS-0-DR-27-160-8 0.3 0.90 0.74 35.75 11.05 3.991

TXS-25-DR-27-20-1 5.3 1.30 3.52 25.85 8.84 2.217

TXS-25-DR-27-40-1(2) 5.2 0.70 3.33 35.20 8.34 2.328

TXS-25-DR-27-80-1 4.6 0.80 3.37 35.70 8.14 4.320

TXS-25-DR-27-160-1(1) 3.6 0.80 3.44 31.68 7.98 1.774

A letter report (Faulkner, 1985) which was attached to the test

results indicated Lrat extractable sodium was determined using a 1:4

ratio of soil tv normal ammonium acetate (pH of 8.5). As a result,

these data included exchangeable sodium plus soil solution and could

not be used with certainty in adjusting the cation exchange capacity

estimations using the "sum of cations" method.
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Four soil samples and one sample of potassium chloride were de-

livered to the Materials Analysis Group, Structures Laboratory, WES, on

4 June 1985 to determine if the treatment of Vicksburg buckshot clay

with potassium chloride converted smectite to clay-mica. Two of the

clay samples had been treated with KCI and two of the samples had not

been treated. The triaxial specimens had been oven dried prior to con-

ducting the X-ray diffraction (XRD) tests. The samples were identified

as:

Sample
No. Description

1 Untreated soil granules at a nominal water content of

27 percent

2 Portion of treated triaxial specimen TXS-25-DR-27-160-1(2)

3 Portion of treated triaxial specimen TXS-25-DR-27-40-1(2)

4 Portion of untreated triaxial specimen TXS-0-DR-27-40-2(l)

5 Granulated potassium chloride

Tests were conducted using an X-ray diffractometer with nickel-

filtered copper radiation. The sample of KCI was ground and examined

by XRD as a tightly packed powder. It was determined the KCI salt was

essentially pure KCI; no other mineral constituents were identified.

Slides of sedimented clay-sized material (0.002 mm. equivalent spheri-

cal diameter) were prepared from each soil specimen. Slides of the

clay were examined by XRD in an air dry state and again after the soil

was saturated with glycerol. Results of the tests indicated the clay

specimens contained smectite, clay-sized mica and kaolinite as well as

quartz. Based upon the decreased intensity of the 15-A XRD peak in the

treated clay as compared to the untreated clay and the expansion of the

XRD peak to 18-A after the clay was saturated with glycerol, it was de-

termined that the treated clay had less smectite than the untreated

clay. It was also determined that more clay-mica was present in the

treated clay than the untreated clay, as indicated by an increased in-

tensity of the 10-A XRD peak in the treated clay. It was concluded
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that treatment of buckshot clay with KCl caused a partial conversion of

smectite to a clay-mica material (Alvin, 1985). These findings are

similar to the guidance offered by Grim (1968), who reported that a

material similar to illite was produced after a smectite had been mixed

with potassium chloride and dried at 110 deg C.
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APPENDIX II. COMPACTION TESTS

The results of kneading compaction tests on Vicksburg buckshot

clay using the low compactive effort are summarized below:

Water Content Dry Density
% pcf kg/m3

12.5 81.2 1300
12.5 86.3 1380
16.6 88.0 1410
16.7 86.3 1380
20.2 94.5 1510

20.4 94.7 1520
22.7 99.2 1590
23.2 99.5 1590
23.6 99.1 1590
24.3 98.9 1580

26.4 95.8 1530
27.4 94.1 1510
28.6 92.4 1480
31.3 85.4 1370

The results of kneading compaction tests on Vicksburg buckshot

clay using the high compactive effort are summarized below:

Water Content Dry Density
% pcf kg/m 3

12.2 92.1 1480
16.0 97.4 1560
19.7 105.1 1680
23.5 100.4 1610
27.8 90.7 1450



201

The results of kneading compaction tests on treated Vicksburg

buckshot clay using the low compactive effort are summarized below:

Estimated*
Water Content Dry Density Osmotic Suction

% pcf kg/m 3  tsf kPa

12.8 84.2 1350 0.5 50
16.6 86.0 1380 0.7 60
20.0 93.7 1500 0.8 80
24.0 99.0 1590 0.9 90
27.6 94.1 1510 0.9 90

11.7 85.8 1370 1.0 100
15.4 85.4 1370 1.1 100
19.3 92.5 1480 1.1 110
22.5 98.5 1580 1.2 120
26.0 95.9 1540 1.2 120

12.1 84.0 1350 2.1 200
16.1 85.5 1370 2.7 260
19.8 92.2 1480 3.2 310
23.4 98.3 1570 3.7 350
26.6 95.4 1530 3.8 370

11.7 85.6 1370 4.2 400
15.1 85.9 1380 4.3 420
18.8 92.9 1490 4.7 450
22.3 98.5 1580 5.1 480
25.7 96.1 1540 5.0 480

12.6 86.5 1390 15.8 1520
16.5 88.9 1420 16.6 1590
20.2 94.5 1510 18.0 1720
23.9 98.2 1570 18.9 1810
27.1 94.1 1510 18.7 1800

* The estimated value of osmotic suction is based upon the weight of
potassium chloride added to the pore fluid and the water content of
the compacted specimen.
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APPENDIX III

SUCTION TESTS
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APPENDIX III. SUCTION TESTS

Total suction data obtained for selected specimens of Vicksburg

buckshot clay are listed below:

Water Content Total Suction
%_Void Ratio tsf kPa

12.2 0.843 57.1 5470
12.5 1.091 61.1 5860
12.7 0.852 60.5 5800

15.9 0.743 8.9 850
16.0 0.744 12.2 1170
16.6 0.965 5.7 550
16.7 0.967 13.8 1330

19.1 0.608 5.0 480
19.7 0.615 5.1 490
20.1 0.622 5.2 500
20.2 0.797 6.0 580
20.7 0.804 3.7 350

23.1 0.706 1.4 140
23.3 0.688 1.0 100
23.5 0.691 1.3 130
23.6 0.713 1.5 140
23.8 0.694 1.7 160
23.9 0.717 1.5 150

26.7 0.789 1.0 100
27.3 0.867 0.7 60
27.4 0.805 0.4 40
27.5 0.806 0.5 50
27.8 0.873 0.7 60

31.3 0.989 0.5 50
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Results of preliminary tests used to assess total suction in

buckshot clay follow:

Water Content Total Suction Water Content Total Suction
% tsf kPa % tsf kPa

12.5 58.9 5640 20.3 1.5 140
15.7 17.1 1630 23.2 2.0 190
18.7 7.0 670 23.9 1.3 130
18.9 7.4 710 25.6 0.9 90
19.3 6.7 640 25.9 1.0 90

19.4 6.1 580 26.0 0.7 70
19.4 8.6 830 26.3 1.3 120
19.5 5.8 550 26.7 0.8 80
19.6 11.0 1060 26.7 0.7 70
19.7 6.3 610 26.8 1.0 90

19.8 4.7 450 26.8 0.5 40
19.8 6.7 650 26.8 0.4 40
19.8 6.2 600 26.8 0.9 90
19.8 2.6 250 26.8 1.5 150
19.9 3.4 320 26.9 0.6 60

19.9 4.4 420 26.9 0.9 80
20.1 3.5 330 26.9 0.3 30
20.2 5.0 470 27.0 0.6 50
20.2 9.2 880 27.0 1.7 160
20.2 2.5 240 27.1 2.8 270

20.3 2.5 230 27.9 1.7 160
20.3 3.3 310 27.9 1.0 100
20.3 4.3 410 32.2 0.9 80
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APPENDIX IV. ONE DIMENSIONAL CONSOLIDATION TESTS

Seven series of one dimensional consolidation tests were conducted

on compacted specimens of Vicksburg buckshot clay; two of the series of

tests were conducted on specimens which had been treated with potassium

chloride prior to compaction. For each test series, one specimen was

tested at the natural water content and the other two specimens were

inundated and subjected to initial boundary conditions imposed by the

free swell or no swell (constant volume) test prior to consolidating

the specimens. The test results are tabulated as applied stress versus

void ratio; for each test the void ratios have been corrected for the

compressibility of the consolidometer. In addition to the consolida-

tion data for the compacted specimens, the correction factor for device

compressibility and consolidation data for slurry specimens of Vicks-

burg buckshot clay which were used to develop the equivalent consolida-

tion relationship are also presented.

Each specimen was identified using the nomenclature described be-

low. For example, the identification code for specimen number

ID-18-FS-28.9 was:

ID - One dimensional consolidation test

18 - Estimated value of solute suction, tsf, based upon the

weight of KCI added to the pore water

FS - Boundary conditions imposed upon the test specimen

FS - free swell

NS - no swell (constant volume)

DR - specimen tested at its natural water content

(unsaturated)

28.9 - Initial water content of the test specimen, percent
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Date Tests Were Begun: 4 January 1983

Test Number
Applied 1D.00-DR..22 .1
Stress 1D-00-FS-21.0 1D-00-NS-21.0 Void Ratio Suction

tsf* Void Ratio Void Ratio tsf

Initial 0.804 0.785 0.798 --
0.125 0.797 0.779 0.790 37.5

Inundated 0.865 ------ --
0.25 0.864 --- 0.785 44.3
0.25 ------ 0.775 12.2

0.5 0.856 --- 0.775 9.8
0.99 - -- 0.784 -- - - -
1.0 0.824 --- 0.774 8.2
2 0.751 0.741 0.769 7.3
4 0.684 0.668 0.750 6.2

2 0.690 0.673 --- --
0.5 0.715 0.697 --- ..
2 0.700 0.6L"-----
4 0.678 0.664 --- ..
8 0.603 0.589 0.691 4.7

16 0.535 0.509 0.555 3.6
8 0.540 0.514---
2 0.572 0.549 --- ..
8 0.550 0.526 --- --

16 0.527 0.501 --- ..

32 0.466 0.435 0.476 2.8
64 0.402 0.362 0.393 --

128 0.355 0.291 0.322 --
64 0.365 0.298 0.328 3.3
16 ------ 0.371 2.9

8 0.412 0.357 --- --
4 ------ 0.408 2.7
1 0.465 0.422 0.418 2.9
1 0.489 0.455 0.419 2.6
0.25 ------ 0.419 3.3

0.125 0.525 0.490 --- --

0.125 0.554 0.544 --- ..

*1 tsf -96 kPa
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Date Tests Were Begun: 16 February 1983

Test Number
Applied ID..00..DR.19.0
Stress ID-00-FS-20.0 lD-O0-NS-20.2 Void Ratio Suction
tsf* -Void Ratio Void Ratio tsf-

Initial 0.945 0.908 0.906 --
0.125 0.946 0.900 0.903 55.3

Inundated 0.966 ---- ---- --

0.25 0.972 --- 0.901 37.4
0.5 0.957 --- 0.900 --

0.545 --- 0.902 --- --
1.0 0.887 0.855 0.897 32.1
2 0.786 0.785 0.884 21.9
4 0.704 0.755 0.840 18.3
2 0.710 0.756 0.843 14.8

0.5 0.731 0.770 0.849 13.1
2 0.716 0.754 0.846 12.0
4 0.695 0.738 0.839 10.2
8 0.621 0.716 0.716 8.5

16 0.547 0.686 0.565 7.3

8 0.554 0.690 0.568 6.7
2 0.585 0.711 0.575 5.6
8 0.564 0.692 0.571 4.3

16 0.541 0.676 0.563 2.5
32 0.478 0.649 0.491 0.9

64 0.411** 0.598** 0.426 0.3
128 0.353 0.416 0.362 0.1
64 0.360 0.436 0.370 0.1
8 0.419 0.505 0.409 0.2
1 0.486 0.526 0.445 0.2

1 0.511 0.527 0.456 --
0.125 0.549 0.531 0.465 0.2
0.125 0.592 0.538 0.470 0.4

I ltsf 96 kPa
*Soil was extruded
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Date Tests Were Begun: 31 March 1983

Test Number
Applied lD-00-DR-25 .4
Stress 1D-OO-FS-25.9 lD-OO-NS-26.O Void Ratio Suction

tsf* Void Ratio Void Ratio tsf

Initial 0.761 0.769 0.754 --
0.125 0.748 0.757 0.750 3.8

Inundated 0.766 ------ --
0.25 0.766 --- 0.748 1.7
0.44-----------------0.759 --- --

0.5 0.762 0.758 0.745 1.0
1.0 0.755 0.752 0.740 0.6
2 0.731 0.729 0.726 0.6
4 0.689 0.688 0.694 0.2
2 0.695 0.693 0.698 0.4
0.5 0.717 0.715 0.701 0.1
2 0.705 0.702 0.699 0.2
4 0.685 0.684 0.691 0.2
8 0.624 0.626 0.639 0.1
16 0.545 0.554 0.571 0.1

32 0.466** 0.475 0.497 --
64 0.414 0.401** 0.416** --
32 0.421 0.408 0.418 --
4 0.465 0.468 0.467 --
0.5 0.521 0.519 0.503 0.1

0.5 0.547 0.548 0.539 0.1

1 ltsf-96 kPa
*Soil was extruded
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Date Tests Were Begun: 28 April 1983

Test Number
Applied ID-00-DR-15 .9
Stress lD-00-FS-17.4 1D-00-NS-16.4 Void Ratio Suction

tsf* Void Ratio Void Ratio tsf

Initial 1.105 1.101 0.997 --
0.125 1.087 1.086 0.996 --

Inundated 1.118 1.084 --- --
0.25 1.090 1.040 0.995 --
0.5 1.014 0.961 0.993 --

1.0 0.899 0.851 0.988 --
2 0.785 0.751 0.968 --
4 0.687 0.697 0.916 ..
2 0.694 0.700 0.919 --
0.5 0.724 0.718 0.925 ..

2 0.706 0.705 0.921 12.1
4 0.681 0.697 0.911 12.3
8 0.602 0.676 0.777 12.4

16 0.558 0.643 0.609 10.6
8 0.565 --- 0.611 11.9

2 0.589 --- 0.618 14.4
8 0.566 --- 0.615 11.6

16 0.521 --- 0.603 10.5
32 0.446** - -- 0.483 8.0
64 0.372 --- 0.421 1.6

128 0.301 --- 0.368 1.3
64 0.309 --- 0.372 0.5
8 0.371 --- 0.405 1.0
1 0.440 --- 0.416 2.1
1 0.456 --- 0.420 3.9

0.125 0.503 --- 0.425 5.4
0.125 0.549 --- 0.433 7.8

Ij tsf -96 kPa
*Soil was extruded
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Date Tests Were Begun: 23 July 1983

Test Number
Applied 1D-18-DR-28 .0
Stress 1D-18-FS-28.9 1D-18-NS-28.7 Void Ratio Suction
tsf* Void Ratio Void Ratio tsf*

Initial 0.847 0.842 0.855 --
0.125 0.838 0.833 0.851 25.7

Inundated 0.842 --------
0.23----------------0.833 -----
0.25 0.837 --- 0.847 25.3

0.5 0.831 0.829 0.836 25.0
1.0 0.810 0.813 0.818 25.3
2 0.761 0.768 0.769 22.0
4 0.700 0.706 0.711 7.0
2 0.704 0.712 0.716 5.2

0.5 0.725 0.731 0.732 5.4
2 0.712 0.720 0.722 5.9
4 0.696 0.703 0.707 5.7
8 0.626 0.635 0.644 10.3

16 0.550 0.555 0.568 11.9

32 ------ 0.492 14.4
8 0.554 0.562 0.511 14.3
1 0.603 0.612 0.564 14.0
0.125 0.631 0.655 0.587 14.1
0.125 0.654 0.667 0.623 8.9

I tsf -96 kPa
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Date Tests Were Begun: 13 August 1983

Test Number
Applied 1D-00-DR-20.5
Stress lD-00-FS-20.9 ID-00-NS-20.4 Void Ratio Suction

tsf* Void Ratio Void Ratio tsf

Initial 0.626 0.634 0.620 ----

0.125 0.638 0.645 0.612 10.0
Inundated 0.662

0.25 0.662 0.610 10.6
0.5 0.660 0.608 11.7

0.681 ----- 0.647

1.0 0.656 0.646 0.607 11.3
2 0.640 0.636 0.600 10.3
4 0.619 0.617 0.591 8.8
8 0.584 0.579 0.573 6.4

16 0.530 0.523 0.532 4.3
32 0.455** 0.459 0.477 4.3
64 0.368 0.385** 0.408 3.3
128 0.330 3.1
64 0.337 0.9

32 0.393
8 0.410 0.428 0.375 0.9
1 0.463 0.484 0.418 2.6
1 0.479 0.503 0.435 2.5
0.125 0.516 0.534 0.448 2.6

0.125 0.556 0.574 0.457 4.4

* itsf =96 kPa
** Soil was extruded
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Date Tests Were Begun: 5 September 1983

Test Number
Applied 1D-18-DR-20.O
Stress 1D-l8-FS-20.8 lD-18-NS-20.7 Void Ratio Suction
tsf* Void Ratio Void Ratio tsf*

Initial 0.801 0.812 0.851 --
0.125 0.806 0.819 0.847 10.3

Inundated 0.836 --- --- --

0.25 0.838 --- 0.844 11.1
0.5 0.835 --- 0.841 10.6

0.636 --- 0.822 -----
1.0 0.818 0.817 0.837 10.7
2 0.768 0.769 0.824 10.2
4 0.694 0.690 0.781 10.0
2 0.699 0.695 0.783 10.2

0.5 0.722 0.718 0.788 10.0
2 0.708 0.704 0.786 9.7
4 0.690 0.687 0.781 9.8
8 0.610 0.610 0.660 5.1

16 0.531 0.532 0.546 2.3

8 0.538 0.539 0.551 2.6
2 0.568 0.576 0.561 2.8
8 0.547 0.549 0.556 2.8

16 0.523 0.526 0.543 2.9
32 0.458** 0.476** 0.478 4.1

64 0.398 0.432 0.412 11.0
128 ------ 0.349 12.6
64 ------ 0.355 13.1
8 0.439 0.465 0.404 12.0
1 0.499 0.519 0.455 11.8

1 0.509 0.526 0.473 10.2
0.125 0.555 0.566 0.505 11.1
0.125 0.591 0.603 0.517 10.7

*1 tsf 96 kPa
*Soil was extruded
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CONSOLIDATION OF VICKSBURG BUCKSHOT CLAY FROM A SLURRY

Applied Stress Void
tsf kPa Ratio Reference

0.14 13 1.287 After Donaghe and Townsend, 1975
0.33 32 1.210
0.50 48 1.150
1.14 109 1.010
1.55 149 0.962

2.88 276 0.849
3.07 294 0.828

0.14 13 1.802 After Peters, Leavell and Johnson, 1982
0.18 17 1.695
0.29 28 1.376
0.58 56 1.212
1.02 98 1.096

1.53 147 1.015
2.05 196 0.954
3.15 302 0.865
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DEVICE COMPRESSIBILITY CHECK
Date: 10 October 1983

Applied* Average
Stress Compressibility

tsf inch**

0.125 0.0000
0.25 0.0004
0.5 0.0012
1.0 0.0033
2 0.0040

4 0.0055
2 0.0051
0.5 0.0035
2 0.0049
4 0.0056

8 0.0073
16 0.0091
8 0.0083
2 0.0066
8 0.0080

16 0.0091
32 0.0110
64 0.0135

128 0.0175
64 0.0156

8 0.0113
1 0.0083
0.125 0.0065

I tsf 96 kPa
*1 inch = 25.4 mm
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APPENDIX V

TRIAXIAL COMPRESSION TESTS ON SATURATED SPECIMENS
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APPENDIX V. TRIAXIAL COMPRESSION TESTS ON SATURATED SPECIMENS

Twenty back pressure saturated triaxial tests with pore pressure

measurements were conducted on specimens of Vicksburg buckshot clay

which had been compacted at water contents wet and dry of optimum.

Specimens were allowed to free swell upon inundation. The axial and

radial strains which occurred during swell were assumed to be isotropic

and based upon the axial strain measurements. None of the back pres-

sure saturated specimens were treated with potassium chloride prior to

compaction.

Each specimen was identified using the nomenclature described be-

low. For example, the identification code for specimen number

TXS-O-FS-27-160-4(2) was:

TXS - Triaxial shear test

0 - Estimated value of solute suction, tsf, based upon the

weight of KCl added to the pore water

FS - Free swell boundary conditions imposed upon the test

specimen

27 - Nominal water content of the test specimen, percent

160 - Effective isotropic confining pressure used to consolidate

the test specimen, psi (1 psi - 0.07 tsf - 6.9 kPa)

4 - Numerical value analogous to an overconsolidation ratio.

For a value of 1, the specimen was sheared at the con-

solidation stress; for a value of 2, the specimen was

rebounded to 1/2 of the consolidation stress prior to

shear; for a value of 4, the specimen was rebounded to 1/4

of the consolidation stress prior to shear; etc.

(2) - Number of the test specimen which was subjected to that par-

ticular consolidation and rebound sequence prior to shear.

(1) - first specimen, (2) - second specimen, etc.
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-20-40-1

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 3.000 IN W/C: 20.1 2 DRY DENSITY: 92.6 PCF

DIAMETER: 1.395 IN GS: 2.72 VOID RATIO: 0.833

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.876 AT A STRESS OF 0.34 TSF

CONSOLIDATED TO A VOID RATIO OF 0.681 BY AN EFFECTIVE STRESS OF 2.88 TSF

REBOUNDED TO A VOID RATIO OF 0.681 BY AN EFFECTIVE STRESS OF 2.88 TSF

EQUIVALENT CONSOLIDATION STRESS, P., OF 6.989 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.946 IN W/C: 25.0 % CHAMBER PRESSURE: 4.82 TSF

DIAMETER: 1.301 IN B-VALUE: 1.00 PORE PRESSURE: 1.94 TSF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM al O3 0 11u3  '*q" "p" qIP e al/Pe 03/Pe qerror

TSF 2 TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 2.880 2.880 1.000 0.000 2.880 0.000 0.412 0.412 -1.079
8 0.297 0.136 0. 0. 3.177 2.880 1.103 0.149 3.029 0.021 0.455 0.412 -0.986
9 0.297 0.204 0. 0. 3.177 2.880 1.103 0.148 3.028 0.021 0.455 0.412 -0.986

10 0.377 0.238 0.014 0.038 3.243 2.866 1.132 0.189 3.054 0.027 0.464 0.410 -0.958
11 0.593 0.238 0.086 0.146 3.387 2.794 1.212 0.297 3.090 0.042 0.485 0.400 -0.876

12 1.185 0.272 0.367 0.310 3.698 2.513 1.472 0.593 3.105 0.085 0.529 0.360 -0.638
13 1.551 0.611 0.655 0.422 3.776 2.225 1.697 0.776 3.001 0.111 0.540 0.318 -0.469
14 2.028 1.969 1.109 0.547 3.799 1.771 2.145 1.014 2.785 0.145 0.544 0.253 -0.235
15 2.130 2.580 1.253 0.588 3.757 1.627 2.309 1.065 2.692 0.152 0.538 0.233 -0.177
16 2.223 3.327 1.354 0.609 3.749 1.526 2.456 1.111 2.638 0.159 0.536 0.218 -0.129

17 2.322 4.379 1.397 0.602 3.805 1.483 2.566 1.161 2.644 0.166 0.544 0.212 -0.089
18 2.381 5.160 1.469 0.617 3.792 1.411 2.687 1.190 2.602 0.170 0.543 0.202 -0.058
19 2.469 6.687 1.498 0.607 3.852 1.382 2.786 1.235 2.617 0.177 0.551 0.198 -0.024
20 2.573 10.183 1.483 0.576 3.970 1.397 2.842 1.287 2.683 0.184 0.568 0.200 0.006
21 2.612 13.578 1.447 0.554 4.045 1.433 2.823 1.306 2.739 0.187 0.579 0.205 0.011

22 2.666 16.972 1.397 0.524 4.150 1.483 2.798 1.333 2.816 0.191 0.594 0.212 0.019
23 2.644 20.061 1.296 0.490 4.228 1.584 2.669 1.322 2.906 0.189 0.605 0.227 -0.007
24 2.631 21.419 1.325 0.503 4.187 1.555 2.692 1.316 2.871 0.188 0.599 0.223 -0.005
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-20-40-2

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 2.995 IN W/C: 20.8 % DRY DENSITY: 94.7 PCF

DIAMETER: 1.416 IN GS: 2.72 VOID RATIO: 0.793

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.831 AT A STRESS OF 0.35 TSF

CONSOLIDATED TO A VOID RATIO OF 0.666 BY AN EFFECTIVE STRESS OF 2.76 TSF

REBOUNDED TO A VOID RATIO OF 0.688 BY AN EFFECTIVE STRESS OF 1.34 TSF

EQUIVALENT CONSOLIDATION STRESS, Pe, OF 6.675 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.942 IN WIC: 26.1 2 CHAMBER PRESSURE: 7.90 TSF

DIAMETER: 1.356 IN B-VALUE: 0.95 PORE PRESSURE: 6.56 TSF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWF PARAM al a3  O11o3  "q" "p" q/Pe 01 Pie a3IPo qerror

TSF 2 TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 1.339 1.339 1.000 0.000 1.339 0.000 0.201 0.201 -0.770
8 0.075 0. -0.014 -0.193 1.428 1.354 1.055 0.037 1.391 0.006 0.214 0.203 -0.749
9 0.075 0.068 -0.022 -0.289 1.435 1.361 1.055 0.037 1.398 0.006 0.215 0.204 -0.750

10 0.099 0.102 -0.043 -0.434 1.482 1.382 1.072 0.050 1.432 0.007 0.222 0.207 -0.746
11 0.099 0.136 0. 0. 1.439 1.339 1.074 0.050 1.389 0.007 0.216 0.201 -0.738

12 0.149 0.204 -0.007 -0.048 1.495 1.346 1.111 0.074 1.421 0.011 0.224 0.202 -0.724
13 0.223 0.272 0.007 0.032 1.555 1.332 1.167 0.112 1.443 0.017 0.233 0.200 -0.698
14 0.938 0.476 0.180 0.192 2.097 1.159 1.809 0.469 1.628 0.070 0.314 0.174 -0.441
15 1.206 0.612 0.238 0.197 2.307 1.102 2.095 0.603 1.704 0.090 0.346 0.165 -0.346
16 1.649 1.326 0.259 0.157 2.729 1.080 2.527 0.824 1.904 0.124 0.409 0.162 -0.202

17 1.808 2.243 0.302 0.167 2.845 1.037 2.744 0.904 1.941 0.135 0.426 0.155 -0.144
18 1.956 3.841 0.346 0.177 2.950 0.994 2.969 0.978 1.972 0.147 0.442 0.149 -0.090
19 2.040 5.099 0.389 0.191 2.990 0.950 3.146 1.020 1.970 0.153 0.448 0.142 -0.055
20 2.101 6.730 0.367 0.175 3.073 0.972 3.162 1.051 2.023 0.157 0.460 0.146 -0.040
21 2.177 10.129 0.288 0.132 3.228 1.051 3.071 1.088 2.140 0.163 0.484 0.157 -0.031

22 2.248 13.528 0.252 0.112 3.335 1.087 3.068 1.124 2.211 0.168 0.500 0.163 -0.015
23 2.278 16.927 0.194 0.085 3.423 1.145 2.990 1.139 2.284 0.171 0.513 0.172 -0.016
24 2.216 20.496 0.166 0.075 3.390 1.174 2.889 1.108 2.282 0.166 0.508 0.176 -0.041
25 2.208 21.618 0.151 0.068 3.396 1.188 2.858 1.104 2.292 0.165 0.509 0.178 -0.046
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-20-40-4

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 3.001 IN W/C: 20.5 Z DRY DENSITY: 93.2 PCF

DIAMETER: 1.415 IN GS: 2.72 VOID RATIO: 0.822

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.861 AT A STRESS OF 0.37 TSF

CONSOLIDATED TO A VOID RATIO OF 0.694 BY AN EFFECTIVE STRESS OF 2.89 TSF

REBOUNDED TO A VOID RATIO OF 0.744 BY AN EFFECTIVE STRESS OF 0.73 TSF

EQUIVALENT CONSOLIDATION STRESS, Pt, OF 4.694 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.970 IN W/C: 26.7 2 CHAMBER PRESSURE: 2.23 TSF

DIAMETER: 1.368 IN B-VALUE: 0.96 PORE PRESSURE: 1.50 TSF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM al a3 all/ 3  ".q" ."p". qIPe cT1IPe U3IPe qerror

TSF 2 TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 0.727 0.727 1.000 0.000 0.727 0.000 0.155 0.155 -0.502
8 0.073 0. -0.036 -0.490 0.837 0.763 1.096 0.037 0.800 0.008 0.178 0.163 -0.485
9 0.171 0. -0.014 -0.084 0.913 0.742 1.231 0.086 0.827 0.018 0.194 0.158 -0.450

10 0.294 0. 0.072 0.245 0.949 0.655 1.449 0.147 0.802 0.031 0.202 0.140 -0.396
11 0.440 0.067 0.072 0.164 1.095 0.655 1.672 0.220 0.875 0.047 0.233 0.140 -0.350

12 0.464 0.101 0.050 0.109 1.141 0.677 1.616 0.232 0.909 0.049 0.243 0.144 -0.346
13 0.562 0.135 0.122 0.218 1.167 0.605 1.t9 0.281 0.886 0.060 0.248 0.129 -0.302
14 0.659 0.202 0.144 0.219 1.242 0.583 2.129 0.329 0.912 0.070 0.265 0.124 -0.268
15 0.706 0.269 0.115 0.163 1.318 0.612 2.154 0.353 0.965 0.075 0.281 0.130 -0.258
16 0.849 0.471 0.086 0.102 1.490 0.641 2.325 0.424 1.065 0.090 0.317 0.137 -0.218

17 0.895 0.606 0.130 0.145 1.493 0.598 2.498 0.447 1.045 0.095 0.318 0.127 -0.196
18 1.240 1.313 0.130 0.105 1.837 0.598 3.075 0.620 1.217 0.132 0.391 0.127 -0.087
19 1.404 2.222 0.115 0.082 2.016 0.612 3.294 0.702 1.314 0.150 0.429 0.130 -0.038
20 1.540 3.805 0.094 0.061 2.174 0.634 3.430 0.770 1.404 0.164 0.463 0.135 0.001
21 1.589 5.051 0.101 0.063 2.215 0.626 3.537 0.794 1.421 0.169 0.472 0.133 0.018

22 1.664 6.667 0.094 0.056 2.298 0.634 3.627 0.832 1.466 0.177 0.489 0.135 0.040
23 1.729 10.034 -0.007 -0.004 2.463 0.734 3.354 0.865 1.599 0.184 0.525 0.156 0.042
24 1.775 13.401 -0.050 -0.028 2.553 0.778 3.283 0.888 1.665 0.189 0.544 0.166 0.048
25 1.787 16.768 -0.101 -0.056 2.615 0.828 3.159 0.894 1.722 0.190 0.557 0.176 0.043
26 1.780 20.303 -0.144 -0.081 2.651 0.871 3.043 0.890 1.761 0.190 0.565 0.186 0.032

27 1.767 21.414 -0.166 -0.094 2.660 0.893 2.979 0.884 1.776 0.188 0.567 0.190 0.024
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-O-FS-20-40-8

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 2.993 IN W/C: 20.5 Z DRY DENSITY: 92.9 PCF

DIAMETER: 1.411 IN GS: 2.72 VOID RATIO: 0.827

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.863 AT A STRESS OF 0.26 TSF

CONSOLIDATED TO A VOID RATIO OF 0.683 BY AN EFFECTIVE STRESS OF 2.89 TSF

REBOUNDED TO A VOID RATIO OF 0.751 BY AN EFFECTIVE STRESS OF 0.38 TSF

EQUIVALENT CONSOLIDATION STRESS, P., OF 4.501 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.970 IN WIC: 27.8 Z CHAMBER PRESSURE: 1.89 TSF

DIAMETER: 1.362 IN B-VALUE: 1.00 PORE PRESSURE: 1.51 TSF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM al o3 011a3 "q" "p" qiP e 0 1/P e 0 3/Pe qerror
- TSF 2 .TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 0.374 0.374 1.000 0.000 0.374 0.000 0.083 0.083 -0.421
8 0.074 0. -0.014 -0.194 0.463 0.389 1.191 0.037 0.426 0.008 0.103 0.086 -0.401
9 0.124 0. 0.014 0.117 0.484 0.360 1.343 0.062 0.422 0.014 0.107 0.080 -0.380

10 0.247 0. 0.050 0.204 0.571 0.324 1.762 0.124 0.448 0.027 0.127 0.072 -0.334
11 0.271 0.067 0.050 0.186 0.595 0.324 1.837 0.136 0.460 0.030 0.132 0.072 -0.326

12 0.320 0.101 0.058 0.180 0.637 0.317 2.012 0.160 0.477 0.036 0.142 0.070 -0.310
13 0.419 0.135 0.101 0.241 0.692 0.274 2.531 0.209 0.483 0.047 0.154 0.061 -0.271
14 0.492 0.202 0.101 0.205 0.766 0.274 2.798 0.246 0.520 0.055 0.170 0.061 -0.248
15 0.565 0.269 0.065 0.115 0.875 0.310 2.825 0.283 0.592 0.063 0.194 0.069 -0.231
16 0.636 0.471 0.115 0.181 0.895 0.259 3.454 0.318 0.577 0.071 0.199 0.058 -0.200

17 0.781 0.606 0.130 0.166 1.025 0.245 4.189 0.390 0.635 0.087 0.228 0.054 -0.151
18 0.986 1 313 0.101 0.102 1.259 0.274 4.603 0.493 0.767 0.110 0.280 0.061 -0.092
19 1.109 2.222 0.058 0.052 1.426 0.317 4.501 0.555 0.872 0.123 0.317 0.070 -0.061
20 1.188 3 805 0.014 0.012 1.548 0.360 4.299 0.594 0.954 0.132 0.344 0.080 -0.04
21 1.224 5.051 0. 0. 1.598 0.374 4.269 0.612 0.986 0.136 0.355 0.083 -0.036

22 1.291 6.667 -0.036 -0.028 1.701 0.410 4.146 0.645 1.056 0.143 0.378 0.091 -0.021
23 1.363 10.034 -0.108 -0.079 1.845 0.482 3.825 0.681 1.164 0.151 0.410 0.107 -0.012
24 1.399 13.401 -0.144 -0.103 1.917 0.518 3.698 0.699 1.218 0.155 0.426 0.115 -0.007
25 1.404 16.768 -0.187 -0.133 1.965 0.562 3.499 0.702 1.263 0.156 0.437 0.125 -0.014
26 1.394 20.303 -0.223 -0.160 1 992 0 598 3 333 0,697 1.295 0.155 0.442 0.133 -0 023

27 1.406 21.414 -0.245 -0.174 2.026 0.619 3.271 0.703 1.322 0.156 0.450 0.138 -0.023
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-20-160-1

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 3.000 IN W/C: 20.3 % DRY DENSITY: 95.1 PCF

DIAMETER: 1.400 IN GS: 2.72 VOID RATIO: 0.785

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.840 AT A STRESS OF 0.27 TSF

CONSOLIDATED TO A VOID RATIO OF 0.520 BY AN EFFECTIVE STRESS OF 11.48 TSF

REBOUNDED TO A VOID RATIO OF 0.520 BY AN EFFECTIVE STRESS OF 11.48 TSF

EQUIVALENT CONSOLIDATION STRESS, P,, OF 23.510 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.863 IN W/C: 20.5 Z CHAMBER PRESSURE: 13.42 TSF

DIAMETER: 1.243 IN B-VALUE: 1.00 PORE PRESSURE: 1.94 TGF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWF PARAM al 03  a 1 /u3  "q. . .. p" q/Pe '1IPe 03/Pe qerror

TSF 2 TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 11.484 11.484 1.000 0.000 11.484 0.000 0.488 0.488 -3.963
8 0.325 0.140 0.007 0.022 11.802 11.477 1.028 0.163 11.639 0.007 0.502 0.488 -3.859
9 0.502 0.210 0.014 0.029 11.971 11.470 1.044 0.251 11.720 0.011 0.509 0.488 -3.802

10 0.501 0.244 0.043 0.086 11.942 11.441 1.044 0.251 11.691 0.011 0.508 0.487 -3.797
11 0.560 0.244 0.101 0.180 11.943 11.383 1.049 0.280 11.663 0.012 0.508 0.484 -3.768

12 1.680 0.279 0.461 0.274 12.703 11.023 1.152 0.840 11.863 0.036 0.540 0.469 -3.349
13 3.714 0.629 1.310 0.353 13.888 10.174 1.365 1.857 12.031 0.079 0.591 0.433 -2.551
14 5.958 2.026 3.118 0.523 14.324 8.366 1.712 2.979 11.345 0.127 0.609 0.356 -1.510
15 6.492 2.655 3.650 0.562 14.326 7.834 1.829 3.246 11.080 0.138 0.609 0.333 -1.243
16 6.907 3.423 4.054 0.587 14.337 7.430 1.930 3.453 10.884 0.147 0.610 0.316 -1.037

17 7.363 4.506 4.414 0.599 14.433 7.070 2.041 3.681 10.752 0.157 0.614 0.301 -0.827
18 7.604 5.309 4.622 0.608 14.465 6.862 2.108 3.802 10.663 0.162 0.615 0.292 -0.713
19 7.931 6.881 4.824 0.608 14.591 6.660 2.191 3.965 10.625 0.169 0.621 0.283 -0.572
20 8.215 10.479 4.925 0.599 14.774 6.559 2.253 4.108 10.667 0.175 0.628 0.279 -0.464
21 8.181 13.971 4.882 0.597 14.783 6.602 2.239 4.090 10.693 0.174 0.629 0.281 -0.483

22 8.075 17.464 4.810 0.596 14.749 6.674 2.210 4.037 10.712 0.172 0.627 0.284 -0.530
23 7.891 20.643 4.745 0.601 14.630 6.739 2.171 3.946 10.685 0.168 0.622 0.287 -0.599
24 7.799 22.040 4.759 0.610 14.523 6.725 2.160 3.899 10.624 0.166 0.618 0.286 -0.626



223

PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-20-160-2

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 3.000 IN W/C: 19.8 x DRY DENSITY: 94.1 PCF

DIAMETER: 1.392 IN GS: 2.72 VOID RATIO: 0.805

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.861 AT A STRESS OF 0.32 TSF

CONSOLIDATED TO A VOID RATIO OF 0.549 BY AN EFFECTIVE STRESS OF 12.36 TSF

REBOUNDED TO A VOID RATIO OF 0.566 BY AN EFFECTIVE STRESS OF 5.78 TSF

EQUIVALENT CONSOLIDATION STRESS, P., OF 16.058 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.889 IN W/C: 21.2 2 CHAMBER PRESSURE: 7.67 TSF

DIAMETER: 1.249 IN B-VALUE: 0.99 PORE PRESSURE: 1.89 TSF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM al a3  a1'3 "q" .. P"p q/Pe o1 /Pe a3/Pe qerror

TSF x TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 5.782 5.782 1.000 0.000 5.782 0.000 0.360 0.360 -2.325
8 0.322 0.138 0. 0. 6.104 5.782 1.056 0.161 5.943 0.010 0.380 0.360 -2.224
9 0.322 0.208 0. 0. 6.103 5.782 1.056 0.161 5.942 0.010 0.380 0.360 -2.224
10 0.321 0.242 0.007 0.022 6.096 5.774 1.056 0.161 5.935 0.010 0.380 0.360 -2.223
11 0.321 0.242 0.014 0.045 6.089 5.767 1.056 0.161 5.928 0.010 0.379 0.359 -2.221

12 0.526 0.277 0.086 0.164 6.221 5.695 1.092 0.263 5.958 0.016 0.387 0.355 -2.144
13 0.816 0.346 0.137 0.168 6.461 5.645 1.145 0.408 6.053 0.025 0.402 0.352 -2.043
14 1.369 0.381 0.245 0.179 6.906 5.537 1.247 0.685 6.221 0.043 0.430 0.345 -1.849
15 1.918 0.485 0.418 0.218 7.282 5.364 1.358 0.959 6.323 0.060 0.454 0.334 -1.644
16 2.409 0.554 0.533 0.221 7.658 5.249 1.459 1.204 6.453 0.075 0.477 0.327 -1.468

17 2.782 0.623 0.655 0.236 7.908 5.126 1.543 1.391 6.517 3.087 0.493 0.319 -1.328
18 3.154 0.692 0.706 0.224 8.230 5.076 1.621 1.577 6.653 v.098 0.513 0.316 -1.201
19 3.860 0.900 0.806 0.209 8.835 4.975 1.776 1.930 6.905 0.120 0.550 0.310 -0.960
20 4.571 1.281 0.792 0.173 9.561 4.990 1.916 2.286 7.275 0.142 0.595 0.311 -0.739
21 5.119 2.008 0.76 ) 0.149 10.137 5.018 2.020 2.559 7.578 0.159 0.631 0.313 -0.572

22 5.550 2.631 0.814 0.147 10.518 4.968 2.117 2.775 7.743 0.173 0.655 0.309 -0.427
23 5.879 3.392 0.864 0.147 10.797 4.918 2.196 2.940 7.857 0.183 0.672 0.306 -0.314
24 6.213 4.465 0.907 0.146 11.087 4.874 2.275 3.106 7.981 0.193 0.690 0.304 -0.201
25 6.394 5.261 0.965 0.151 11.211 4.817 2.327 3.197 8.014 0.199 0.698 0.300 -0.133
26 6.686 6.819 0.994 0.149 11.474 4.788 2.396 3.343 8.131 0.208 0.715 0.298 -0.035

27 6.811 10.384 0.922 0.135 11.671 4.860 2.401 3.406 8.266 0.212 0.727 0.303 -0.009
28 6.823 13.846 0.821 0.120 11.784 4.961 2.375 3.412 8.372 0.212 0.734 0.309 -0.024
29 6.747 17.307 0.727 0.108 11.802 5.054 2.335 3.374 8.428 0.210 0.735 0.315 -0.065
30 6.609 20.457 0.634 0.096 11.757 5.148 2.284 3.304 8.452 0.206 0.732 0.321 -0.126
31 6.525 21.841 0.641 0.098 11.665 5.141 2.269 3.262 8.403 0.203 0.726 0.320 -0.151
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-20-160-4

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 2.996 IN W/C: 19.3 2 DRY DENSITY: 93.3 PCF

DIAMETER: 1.395 IN GS: 2.72 VOID RATIO: 0.820

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.876 AT A STRESS OF 0.23 TSF

CONSOLIDATED TO A VOID RATIO OF 0.525 BY AN EFFECTIVE STRESS OF 11.48 TSP

REBOUNDED TO A VOID RATIO OF 0.576 BY AN EFFECTIVE STRESS OF 2.92 TSF

EQUIVALENT CONSOLIDATION STRESS, P., OF 14.841 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.884 IN W/C: 22.2 Z CHAMBER PRESSURE: 8.76 TSP

DIAMETER: 1.250 IN B-VALUE: 0.95 PORE PRESSURE: 5.84 TSP

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM al a3 0 1/0 3  "q.. .. p" q/Pe 1i/Pe 3/Pe qerror

TSF 2 TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 2.916 2.916 1.000 0.000 2.916 0.000 0.196 0.196 -1.700
8 0.323 0.035 0.086 0.268 3.152 2.830 1.114 0.161 2.991 0.011 0.212 0.191 -1.582
9 0.440 0.035 0.115 0.262 3.241 2.801 1.157 0.220 3.021 0.015 0.218 0.189 -1.540

10 0.527 0.069 0.108 0.205 3.335 2.808 1.188 0.264 3.072 0.018 0.225 0.189 -1.514
11 0.850 0.069 0.144 0.169 3.622 2.772 1.307 0.425 3.197 0.029 0.244 0.187 -1.406

12 1.200 0.104 0.317 0.264 3.800 2.599 1.462 0.600 3.199 0.040 0.256 0.175 -1.263
13 2.383 0.451 0.504 0.212 4.795 2.412 1.988 1.191 3.603 0.080 0.323 0.163 -0.856
14 3.074 0.971 0.482 0.157 5.508 2.434 2.263 1.537 3.971 0.104 0.371 0.164 -0.642
15 3.448 1.352 0.439 0.127 5.925 2.477 2.392 1.724 4.201 0.116 0.399 0.167 -0.533
16 3.838 1.803 0.382 0.099 6.372 2.534 2.514 1.919 4.453 0.129 0.429 0.171 -0.421

17 4.052 2.254 0.281 0.069 6.687 2.635 2.538 2.026 4.661 0.137 0.451 0.178 -0.372
18 4.325 2.913 0.259 0.060 6.982 2.657 2.628 2.163 4.819 0.146 0.470 0.179 -0.290
19 4.484 3.537 0.216 0.048 7.184 2.700 2.661 2.242 4.942 0.151 0.484 0.182 -0.248
20 4.713 4.473 0.115 0.024 7.514 2.801 2.683 2.357 5.157 0.159 0.506 0.189 -0.194
21 4.856 5.374 0.058 0.012 7.715 2.858 2.699 2.428 5.286 0.164 0.520 0.193 -0.160

22 5.045 6.484 0.050 0.010 7.911 2.866 2.761 2.523 5.388 0.170 0.533 0.193 -0.101
23 5.149 7.802 -0.050 -0.010 8.115 2.966 2.736 2.574 5.541 0.173 0.547 0.200 -0.088
24 5.328 10.402 -0.130 -0.024 8.373 3.046 2.749 2.664 5.709 0.179 0.564 0.205 -0.046
25 5.426 13.870 -0.295 -0.054 8.638 3.211 2.690 2.713 5.924 0.183 0.582 0.216 -0.045
26 5,434 17,337 -0.360 -0.066 8.710 3.276 2.659 2.717 5.993 0.183 0.587 0.221 -0.055

27 5.310 20.804 -0.374 -0.071 8.601 3.290 2.614 2.655 5.946 0.179 0.580 0.222 -0.097
28 5.234 23.301 -0.418 -0.080 8.567 3.334 2.570 2.617 5.950 0.176 0.577 0.225 -0.129
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-20-160-8

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 2.996 IN W/C: 22.2 Z DRY DENSITY: 94.1 PCF

DIAMETER: 1.391 IN GS: 2.72 VOID RATIO: 0.804

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATORATION, SPECIMEN HAD A VOID RATIO OF 0.866 AT A STRESS OF 0.38 TSF

CONSOLIDATED TO A VOID RATIO OF 0.526 BY AN EFFECTIVE STRESS OF 11.50 TSF

REBOUNDED TO A VOID PATIO OF 0.607 BY AN EFFECTIVE STRESS OF 1.47 TSF

EQUIVALENT CONSOLIDATION STRESS, P*. OF 11.724 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.912 IN W/C: 23.3 Z CHAMBER PRESSURE: 7.30 TSF

DIAMETER: 1.271 IN B-VALUE: 0.94 PORE PRESSURE: 5.83 TSF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM U1  03 0 1I/ 3  *q" .. P.. q/Pe U1 /Pe u3/Pe qerror

TSF 2 TSF _ TSF TSF _ TSF TSF TSF

7 0.000 0. 0. 0. 1.469 1.469 1.000 0.000 1.469 0.000 0.125 0.125 -1.189
8 0.227 0.034 0.065 0.285 1.631 1.404 1.161 0.113 1.517 0.010 0.139 0.120 -1.105
9 0.453 0.034 0.101 0.222 1.821 1.368 1.331 0.227 1.595 0.019 0.155 0.117 -1.027

10 0.566 0.069 0.108 0.191 1.927 1.361 1.416 0.283 1.644 0.024 0.164 0.116 -0.990
11 0.736 0.069 0.137 0.186 2.068 1.332 1.553 0.368 1.700 0.031 0.176 0.114 -0.931

12 0.962 0.103 0.238 0.247 2.193 1.231 1.781 0.481 1.712 0.041 0.187 0.105 -0.842
13 1.601 0.446 0.338 0.211 2.731 1.130 2.416 0.800 1.931 0.068 0.233 0.096 -0.622
14 2.111 0.962 0.353 0.167 3.227 1.116 2.892 1.056 2.172 0.090 0.275 0.095 -0.458
15 2.453 1.339 0.302 0.123 3.619 1.166 3.103 1.226 2.393 0.105 0.309 0.099 -0.360
16 2.730 1.786 0.252 0.092 3.946 1.217 3.243 1.365 2.582 0.116 0.337 0.104 -0.282

17 2.947 2.232 0.166 0.056 4.250 1.303 3.261 1.473 2.777 0.126 0.363 0.111 -0.230
18 3.173 2..885 0.101 0.032 4.541 1.368 3.319 1.586 2.954 0.135 0.387 0.117 -0.171
19 3.341 3.503 0.029 0.009 4.781 1.440 3.320 1.671 3.111 0.142 0.408 0.123 -0.131
20 3.482 4.430 -0.108 -0.031 5.059 1.577 3.208 1.741 3.318 0.148 0.431 0.134 -0.112
21 3.618 5.323 -0.194 -0.054 5.281 1.663 3.175 1.809 3.472 0.154 0.450 0.142 -0.085

22 3.706 6.422 -0.274 -0.074 5.448 1.742 3.127 1.853 3.595 0.158 0.465 0.149 -0.072
23 3.818 7.727 -0.403 -0.106 5.690 1.872 3.040 1.909 3.781 0.163 0.485 0.160 -0.060
24 3.972 10.302 -0.533 -0.134 5.974 2.002 2.985 1.986 3.988 0.169 0.510 0.171 -0.036
25 4.039 13.736 -0.720 -0.178 6.228 2.189 2.845 2.020 4.208 0.172 0.531 0.187 -0.049
26 4.031 17.170 -0.785 -0.195 6.285 2.254 2.789 2.016 4.269 0.172 0.536 0.192 -0.064

27 3.943 20.604 -0.850 -0.215 6.261 2.318 2.701 1.971 4.290 0.168 0.534 0.198 -0.104
28 3.892 23.077 -0.936 -0.240 6.297 2.405 2.619 1.946 4.351 0.166 0.537 0.205 -0.136
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-20-160-16

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 2.992 IN W/C: 19.6 Z DRY DENSITY: 93.4 PCF

DIAMETER: 1.395 IN GS: 2.72 VOID RATIO: 0.817

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.873 AT A STRESS OF 0.29 TSF

CONSOLIDATED TO A VOID RATIO OF 0.561 BY AN EFFECTIVE STRESS OF 11.51 TSF

REBOUNDED TO A VOID RATIO OF 0.658 BY AN EFFECTIVE STRESS OF 0.71 TSF

EQUIVALENT CONSOLIDATION STRESS, Pe, OF 8.157 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.917 IN W/C: 24.3 1 CHAMBER PRESSURE: 6.61 TSF

DIAMETER: 1.304 IN B-VALUE: 0.96 PORE PRESSURE: 5.90 TSF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM al a3 01 /93  "q" ".p" qIPe al/Pe 03 1Pe qerror

TSF 2 TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 0.713 0.713 1.000 0.000 0.713 0.000 0.087 0.087 -0.770
8 0.162 0.034 0.058 0.356 0.817 0.655 1.247 0.081 0.736 0.010 0.100 0.080 -0.708
9 0.404 0.034 0.086 0.214 1.031 0.626 1.645 0.202 0.829 0.025 0.126 0.077 -0.626
10 0.458 0.069 0.101 0.220 1.070 0.612 1.748 0.229 0.841 0.028 0.131 0.075 -0.607
11 0.592 0.069 0.122 0.207 1.183 0.590 2.004 0.296 0.887 0.036 0.145 0.072 -0.560

12 0.754 0.103 0.180 0.239 1.286 0.533 2.414 0.377 0.910 0.046 0.158 0.065 -0.499
13 1.122 0.446 0.216 0.192 1.619 0.497 3.259 0.561 1.058 0.069 0.198 0.061 -0.376
14 1.454 0.960 0.209 0.144 1.958 0.504 3.885 0.727 1.231 0.089 0.240 0.062 -0.273
15 1.626 1.337 0.180 0.111 2.159 0.533 4.052 0.813 1.346 0.100 0.265 0.065 -0.224
16 1.870 1.783 0.137 0.073 2.446 0.576 4.247 0.935 1.511 0.115 0.300 0.071 -0.155

17 2.007 2.228 0.072 0.036 2.648 0.641 4.133 1.004 1.645 0.123 0.325 0.079 -0.124
18 2.158 2.880 0.014 0.007 2.856 0.698 4.090 1.079 1.777 0.132 0.350 0.086 -0.087
19 2.305 3.497 -0.058 -0.025 3.076 0.770 3.992 1.153 1.923 0.141 0.377 0.094 -0.054

20 2.432 4.422 -0.173 -0.071 3.318 0.886 3.747 1.216 2.102 0.149 0.407 0.109 -0.035

21 2.531 5.314 -0.252 -0.100 3.496 0.965 3.624 1.266 2.230 0.155 0.429 0.118 -0.019

22 2.614 6.411 -0.338 -0.129 3.665 1.051 3.487 1.307 2.358 0.160 0.449 0.129 -0.009
23 2.725 7.713 -0.446 -0.164 3.885 1.159 3.351 1.363 2.522 0.167 0.476 0.142 0.006
24 2.860 10.285 -0.569 -0.199 4.142 1.282 3.232 1.430 2.712 0.175 0.508 0.157 0.026
25 2.975 13.713 -0.720 -0.242 4.408 1.433 3.077 1.488 2 920 0.182 0.540 0.176 0.034
26 2.901 17.141 -0.806 -0.271 4.500 1.519 2.962 1.490 3.010 0.183 0.552 0.186 0.020

27 2.979 20.363 -0.857 -0.288 4.549 1.570 2.898 1.490 3.059 0.183 0.558 0.192 0.010
28 2.883 23.037 -0.929 -0.322 4.525 1.642 2.756 1.442 3.083 0.177 0.555 0.201 -0.033
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PRO3ECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-27-40-1

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 3.015 IN W/C: 27.0 % DRY DENSITY: 95.0 PCF

DIAMETER: 1.380 IN GS: 2.72 VOID RATIO: 0.707

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.767 AT A STRESS OF 0.30 TSF

CONSOLIDATED TO A VOID RATIO OF 0.670 BY AN EFFECTIVE STRESS OF 2.79 TSF

REBOUNDED TO A VOID RATIO OF 0.670 BY AN EFFECTIVE STRESS OF 2.79 TSF

EQUIVALENT CONSOLIDATION STRESS, Pe, OF 7.520 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.941 IN W/C: 26.7 2 CHAMBER PRESSURE: 5.04 TSP

DIAMETER: 1.321 IN B-VALUE: 1.00 PORE PRESSURE: 2.25 TSF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM al a3 OI/a3  "q" "p" q/P e oI/Pe a3/Pe qerror

TSF I TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 2.786 2.786 1.000 0.000 2.786 0.000 0.371 0.371 -1.104
8 0.367 0.102 0.036 0.098 3.117 2.750 1.133 0.183 2.934 0.024 0.415 0.366 -0.981
9 0.550 0.102 0.101 0.183 3.236 2.686 1.205 0.275 2.961 0.037 0.430 0.357 -0.912

10 0.838 0.102 0.194 0.232 3.430 2.592 1.323 0.419 3.011 0.056 0.456 0.345 -0.803
11 0.995 0.136 0.259 0.261 3.522 2.527 1.394 0.497 3.025 0.066 0.468 0.336 -0.742

12 1.124 0.204 0.331 0.295 3.579 2.455 1.458 0.562 3.017 0.075 0.476 0.326 -0.688
13 1.435 0.306 0.504 0.351 3.717 2.282 1.629 0.718 3.000 0.095 0.494 0.304 -0.558
14 1.715 0.510 0.684 0.399 3.817 2.102 1.816 0.857 2.960 0.114 0.508 0.280 -0.437
15 1.959 0.884 0.871 0.445 3.875 1.915 2.023 0.980 2.895 0.130 0.515 0.255 -0.325
16 2.123 1.258 0.994 0.468 3.916 1.793 2.184 1.062 2.854 0.141 0.521 0.238 -0.251

17 2.415 2.074 1.181 0.489 4.020 1.606 2.504 1.207 2.813 0.161 0.535 0.214 -0.124
18 2.624 3.298 1.310 0.499 4.100 1.476 2.778 1.312 2.788 0.174 0.545 0.196 -0.035
19 2.936 6.120 1.346 0.459 4.376 1.440 3.039 1.468 2.908 0.195 0.582 0.191 0.070
20 3.034 8.501 1.303 0.430 4.517 1.483 3.045 1.517 3.000 0.202 0.601 0.197 0.093
21 3.074 10.201 1.260 0.410 4.601 1.526 3.014 1.537 3.064 0.204 0.612 0.203 0.098

22 3.094 13.601 1.174 0.379 4.707 1.613 2.918 1.547 3.160 0.206 0.626 0.214 0.088
23 3.037 17.001 1.130 0.372 4.693 1.656 2.834 1.518 3.174 0.202 0.624 0.220 0.062
24 2.977 18.701 1.102 0.370 4.662 1.685 2.767 1.488 3.173 0.198 0.620 0.224 0.038
25 2.984 20.401 1.087 0.364 4.684 1,699 7,756 1.492 3.191 0.198 0.623 0.226 0.038
26 2.865 23.189 1.058 0.369 4.593 1.728 2.658 1.433 3.161 0.190 0.611 0.230 -0.005
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-27-40-2

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 3.001 IN W/C: 26.6 Z DRY DENSITY. 95.4 PCF

DIAMETER: 1.385 IN GS: 2.72 VOID RATIO: 0.779

TEST CONSOLIDATION HISTORY:

AFTEk INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.741 AT A STRESS OF 0.68 TSF

CONSOLIDATED TO A VOID RATIO OF 0.669 BY AN EFFECTIVE STRESS OF 2.81 TSP

REBOUNDED TO A VOID RATIO OF 0.690 BY AN EFFECTIVE STRESS OF 1.44 TSF

EQUIVALENT CONSOLIDATION STRESS, P., OF 6.588 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.947 IN W/C: 26.1 2 CHAMBER PRESSURE: 8.68 TSF

DIAMETER: 1.339 IN B-VALUE: 0.95 PORE PRESSURE: 7.24 TSF

TEST RESULTS:

LINE DEV A.IAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM U1  03  a 1 /U 3  "q" ."p" qPe al/Pe '73IPe qerror

TSF 2 TSF TSF TSF TSF TSF TSF

7 0.00r 0. 0. 0. 1.440 1.440 1.000 0.000 1.440 0.000 0.219 0.219 -0.782
8 0.'.rb 0.034 0.058 0.188 1.689 1.382 1.222 0.153 1.536 0.023 0.256 0.210 -0.674
9 0.'14 0.068 0.101 0.141 2.054 1.339 1.534 0.357 1.696 0.054 0.312 0.203 -0.538

10 0.968 0.136 0.202 0.208 2.207 1.238 1.782 0.484 1.723 0.073 0.335 0.188 -0.439
11 1 220 0.271 0.252 0.207 2.408 1.188 2.027 0.610 1.798 0.093 0.365 0.180 -0.351

12 . 17 0.475 0.281 0.198 2.576 1.159 2.223 0.709 1.868 0.108 0.391 0.176 -0.283
13 1 537 0.679 0.295 0.192 2.682 1.145 2.343 0.769 1.913 0.117 0.407 0.174 -0.243
14 1.b:o 0.814 0.302 0.188 2.746 1.138 2.414 0.804 1.942 0.122 0.417 0.173 -0.219
15 1.699 1.086 0.317 0.186 2.823 1.123 2.513 0.850 1.973 0.129 0.428 0.170 -0.188
16 1.833 1.527 0.338 0.185 2.934 1.102 2.664 0.916 2.018 0.139 0.445 0.167 -0.142

17 1.959 2.070 0.33 0.180 3.046 1.087 2.802 0.980 2.067 0.149 0.462 0.165 -0.099
18 2.101 2.749 0..67 0.175 3.174 1.073 2.958 1.051 2.123 0.159 0.482 0.163 -0.052
19 2.278 4.106 0.360 0.158 3.358 1.080 3.109 1.139 2.219 0.173 0.510 0.164 0.002
20 2.384 5.260 0.338 0.142 3.486 1.102 3.164 1.192 2.294 0.181 0.529 0.167 0.032
21 2.487 6.787 0.295 0.119 3.632 1.145 3.172 1.244 2.388 0.189 0.551 0.174 0.056

22 2.584 10.180 0.173 0.067 3.851 1.267 3.039 1.292 2.559 0.196 0.585 0.192 0.064
23 2.576 13.573 0.094 0.036 3.922 1.346 2.913 1.288 2.634 0.196 0.595 0.204 0.047
24 2.553 16.966 0.043 0.017 3.950 1.397 2.828 1.277 2.673 0.194 0.600 0.212 0.031
25 2.500 18.867 0.043 0.017 3.897 1.397 2.790 1.250 2.647 0.190 0.591 0.212 0.014
26 2..19 21.5"7 0.007 0.003 3.852 1."33 2.688 1.209 2.642 0.184 0.585 0.217 -0.018
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-27-40-4

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 3.000 11 W/C: 26.7 Z DRY DENSITY: 95.2 PCF

DIAMETER: 1.398 IN GS: 2.72 VOID RATIO: 0.784

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.760 AT A STRESS OF 0.30 TSF

CONSOLIDATED TO A VOID RATIO OF 0.674 BY AN EFFECTIVE STRESS OF 2.79 TSF

REBOUNDED TO A VOID RATIO OF 0.719 BY AN EFFECTIVE STRESS OF 0.76 TSF

EQUIVALENT CONSOLIDATION STRESS, P*, OF 5.474 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.960 IN W/C: 27.1 2 CHAMBER PRESSURE: 7.31 TSF

DIAMETER: 1.365 IN B-VALUE: 0.95 PORE PRESSURE: 6.55 TSF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM o1 03 01/03 "q" .. P"I q/Pe o1 /Pe a3 /Pe qerror

TSF 2 TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 0.756 0.756 1.000 0.000 0.756 0.000 0.138 0.138 -0.568
8 0.295 0.034 0.029 0.098 1.022 0.727 1.406 0.148 0.875 0.027 0.187 0.133 -0.470
9 0.491 0.068 0.058 0.117 1.190 0.698 1.704 0.246 0.944 0.045 0.217 0.128 -0.403

10 0.638 0.135 0.108 0.169 1.286 0.648 1.984 0.319 0.967 0.058 0.235 0.118 -0.347
11 0.856 0.270 0.144 0.168 1.468 0.612 2.399 0.428 1.040 0.078 0.268 0.112 -0.272

12 1.023 0.473 0.180 0.176 1.599 0.576 2.777 0.512 1.088 0.093 0.292 0.105 -0.212
13 1.140 0.676 0.180 0.158 1.716 0.576 2.980 0.570 1.146 0.104 0.314 0.105 -0.175
14 1.210 0.811 0.180 0.149 1.786 0.576 3.101 0.605 1.181 0.111 0.326 0.105 -0.154
15 1.299 1.081 0.166 0.127 1.890 0.590 3.201 0.650 1.240 0.119 0.345 0.108 -0.128
16 1.383 1.520 0.144 0.104 1.995 0.612 3.260 0.692 1.304 0.126 0.364 0.112 -0.106

17 1.510 2.061 0.108 0.072 2.158 0.648 3.330 0.755 1.403 0.138 0.394 0.118 -0.072
18 1.605 2.736 0.072 0.045 2.289 0.684 3.347 0.803 1.487 0.147 0.418 0.125 -0.049
19 1.765 4.088 0. 0. 2.521 0.756 3.334 0.882 1.638 0.161 0.460 0.138 -0.012
20 1.856 5.236 -0.043 -0.023 2.655 0.799 3.322 0.928 1.727 0.170 0.485 0.146 0.009
21 1.905 6.757 -0.094 -0.049 2.755 0.850 3.243 0.953 1.802 0.174 0.503 0.155 0.015

22 1.995 10.135 -0.202 -0.101 2.952 0.958 3.083 0.997 1.955 0.182 0.539 0.175 0.023
23 2.005 13.514 -0.302 -0.151 3.063 1.058 2.894 1.002 2.061 0.183 0.560 0.193 0.008
24 1.967 16.892 -0.374 -0.190 3.097 1.130 2.740 0.983 2.114 0.180 0.566 0.206 -0.018
25 1.903 16.784 -0.425 -0.223 3.064 1.181 2.612 0.952 2.132 0.174 0.563 0.216 -0.047
26 1.887 21.453 -0.461 -0.244 3.104 1.217 2.551 0.944 2.160 0.172 0.567 0.222 -0.059
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-27-40-8

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 3.000 IN W/C: 27.2 X DRY DENSITY: 94.4 PCF

DIAMETER: 1.380 IN GS: 2.72 VOID RATIO: 0.798

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.778 AT A STRESS OF 0.29 TSF

CONSOLIDATED TO A VOID RATIO OF 0.676 BY AN EFFECTIVE STRESS OF 2.87 TSF

REBOUNDED TO A VOID RATIO OF 0.743 BY AN EFFECTIVE STRESS OF 0.34 TSF

EQUIVALENT CONSOLIDATION STRESS, P0, OF 4.723 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.965 IN W/C: 27.7 Z CHAMBER PRESSURE: 2.54 TSF

DIAMETER: 1.353 IN B-VALUE: 1.00 PORE PRESSURE: 2.20 TSP

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM a1  a3 011a3  "q" "P" q/Pe l/Pe 3 /P qerror

TSF 2 TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 0.338 0.338 1.000 0.000 0.338 0.000 0.072 0.072 -0.432
8 0.100 0.101 0.007 0.072 0.431 0.331 1.302 0.050 0.381 0.011 0.091 0.070 -0.399
9 0.100 0.101 0.029 0.288 0.409 0.310 1.323 0.050 0.360 0.011 0.087 0.066 -0.395

10 0.250 0.101 0.058 0.231 0.531 0.281 1.889 0.125 0.406 0.026 0.112 0.059 -0.343
11 0.374 0.135 0.072 0.192 0.641 0.266 2.405 0.187 0.454 0.040 0.136 0.056 -0.301

12 0.424 0.202 0.101 0.238 0.661 0.238 2.783 0.212 0.449 0.045 0.140 0.050 -0.280
13 0.622 0.304 0.130 0.208 0.831 0.209 3.978 0.311 0.520 0.066 0.176 0.044 -0.212
14 0.768 0.506 0.151 0.197 0.955 0.187 5.102 0.384 0.571 0.081 0.202 0.040 -0.162
15 0.934 0.877 0.130 0.139 1.143 0.209 5.474 0.467 0.676 0.099 0.242 0.044 -0.114
16 1.025 1.248 0.122 0.119 1.241 0.216 5.744 0.512 0.728 0.108 0.263 0.046 -0.087

17 1.176 2.057 0.050 0.043 1.464 0.288 5.083 0.588 0.876 0.124 0.310 0.061 -0.052
18 1.334 3.272 0. 0. 1.673 0.338 4.943 0.667 1.006 0.141 0.354 0.072 -0.012
19 1.547 6.071 -0.144 -0.093 2.029 0.482 4.207 0.773 1.256 0.164 0.430 0.102 0.029
20 1.620 8.432 -0.238 -0.147 2.196 0.576 3.813 0.810 1.386 0.172 0.465 0.122 0.034
21 1.645 10.118 -0.274 -0.166 2.257 0.512 3.688 0.822 1.434 0.174 0.478 0.130 0.036

22 1.683 13.491 -0.367 -0.218 2.388 0.706 3.385 0.841 1.547 0.178 0.506 0.149 0.030
23 1.670 16.863 -0.410 -0.246 2.419 0.749 3.230 0.835 1.584 0.177 0.512 0.159 0.018
24 1.677 18.550 -0.439 -0.262 2.455 0.778 3.157 0.839 1.616 0.178 0.520 0.165 0.015
25 1.065 20.236 -0.454 -0.272 2.457 0.702 3.102 0.832 1.624 0.176 0.520 0.168 0.009
26 1.611 23.002 -0.490 -0.304 2.439 0.828 2.945 0.805 1.633 0.171 0.516 0.175 -0.015
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-27-160-1

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 3.000 IN W/C: 27.1 2 DRY DENSITY: 94.8 PCF

DIAMETER: 1.379 IN GS: 2.72 VOID RATIO: 0.790

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.759 AT A STRESS OF 0.31 TSF

CONSOLIDATED TO A VOID RATIO OF 0.551 BY AN EFFECTIVE STRESS OF 11.44 TSF

REBOUNDED TO A VOID RATIO OF 0.551 BY AN EFFECTIVE STRESS OF 11.44 TSF

EQUIVALENT CONSOLIDATION STRESS, Pe, OF 18.119 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.843 IN W/C: 23.6 X CHAMBER PRESSURE: 13.64 TSF

DIAMETER: 1.257 IN B-VALUE: 0.99 PORE PRESSURE: 2.20 TSF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFFCT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM a, a3 aIl1 3 "q" . p.." q/Pe u1/Pe 03 /Pe qerror

TSF z TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 11.434 11.434 1.000 0.000 11.434 0.000 0.631 0.631 -3.532
8 0.260 0.106 0.014 0.055 11.679 11.419 1.023 0.130 11.549 0.007 0.645 0.630 -3.447
9 0.608 0.106 0.036 0.059 12.005 11.398 1.053 0.304 11.701 0.017 0.663 0.629 -3.334

10 1.128 0.106 0.094 0.083 12.468 11.340 1.100 0.564 11.904 0.031 0.688 0.626 -3.159
11 1.532 0.141 0.144 0.094 12.822 11.290 1.136 0.766 12.056 0.042 0.708 0.623 -3.023

12 1.934 0.211 0.209 0.108 13.159 11.225 1.172 0.967 12.192 0.053 0.726 0.619 -2.884
13 2.938 0.317 0.475 0.162 13.896 10.958 1.268 1.469 12.427 0.081 0.767 0.605 -2.519
14 3.842 0.528 0.850 0.221 14.426 10.584 1.363 1.921 12.505 0.106 0.796 0.584 -2.165
15 4.749 0.915 1.642 0.346 14.541 9.792 1.485 2.374 12.166 0.131 0.802 0.540 -1.733
16 5.246 1.301 2.210 0.421 14.469 9.223 1.569 2.623 11.846 0.145 0.799 0.509 -1.471

17 6.149 2.146 3.283 0.534 14.299 8.150 1.754 3.074 11.225 0.170 0.789 0.450 -0.988
18 6.846 3.412 4.054 0.592 14.226 7.380 1.928 3.423 10.803 0.189 0.785 0.407 -0.626
19 7.769 6.331 4.853 0.625 14.350 6.581 2.181 3.885 10.465 0.214 0.792 0.363 -0.187
20 8.059 8.794 5.040 0.625 14.452 6.394 2.260 4.029 10.423 0.222 0.798 0.353 -0.061
21 8.238 10.552 5.054 0.614 14.617 6.379 2.291 4.119 10.498 0.227 0.807 0.352 -0.002

22 8.217 14.070 5.054 0.615 14.596 6.379 2.288 4.108 10.488 0.227 0.806 0.352 -0.009
23 8.103 17.587 5.105 0.630 14.431 6.329 2.280 4.051 10.380 0.224 0.796 0.349 -0.035
24 8.011 19.346 5.119 0.639 14.325 6.314 2.269 4.005 10.320 0.221 0.791 0.348 -0.062
25 7.929 21.104 5.134 0.0"7 14.229 6.300 2.252 3.9S4 10.264 0.219 0.785 0.348 -0.085
26 7.684 23.989 5.141 0.669 13.976 6.293 2.221 3.842 10.135 0.212 0.771 0.347 -0.161
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-27-160-2

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 2.998 IN W/C: 27.1 2 DRY DENSITY: 94.6 PCF

DIAMETER: 1.384 IN GS: 2.72 VOID RATIO: 0.796

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.769 AT A STRESS OF 0.26 TSF

CONSOLIDATED TO A VOID RATIO OF 0.552 BY AN EFFECTIVE STRESS OF 11.55 TSF

REBOUNDED TO A VOID RATIO OF 0.568 BY AN EFFECTIVE STRESS OF 5.78 TSF

EQUIVALENT CONSOLIDATION STRESS, P,, OF 11.724 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.854 IN W/C: 21.9 Z CHAMBER PRESSURE: 8.29 TSF

DIAMETER: 1.266 IN B-VALUE: 1.00 PORE PRESSURE: 2.54 TSF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM or1  OF3  0T1 /c 3  "q" "p" q/Pe 0T1/Pe a3/Pe qerror

TSF 2 TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 5.753 5.753 1.000 0.000 5.753 0.000 0.364 0.364 -2.300
8 0.342 0.140 0.043 0.126 6.052 5.710 1.060 0.171 5.881 0.011 0.383 0.361 -2.184
9 0.683 0.210 0.108 0.158 6.328 5.645 1.121 0.342 5.986 0.022 0.400 0.357 -2.065

10 1.166 0.280 0.259 0.222 6.659 5.494 1.212 0.583 6.076 0.037 0.421 0.348 -1.885
11 1.931 0.350 0.482 0.250 7.201 5.270 1.366 0.965 6.236 0.061 0.456 0.333 -1.603

12 2.323 0.456 0.576 0.248 7.500 5.177 1.449 1.161 6.338 0.073 0.475 0.328 -1.462
13 3.165 0.561 0.799 0.252 8.119 4.954 1.639 1.583 6.536 0.100 0.514 0.313 -1.155
14 3.663 0.701 0.842 0.230 8.574 4.910 1.746 A.832 6.742 0.116 0.542 0.311 -0.990
15 4.279 1.051 0.857 0.200 9.175 4.896 1.874 2.140 7.036 0.135 0.581 0.310 -0.794
16 4.608 1.402 0.871 0.189 9.490 4.882 1.944 2.304 7.186 0.146 0.600 0.309 -0.687

17 4.850 1.752 0.871 0.180 9.731 4.882 1.993 2.425 7.306 0.153 0.616 0.309 -0.611
18 5.060 2.102 0.922 0.182 9.891 4.831 2.047 2.530 7.361 0.160 0.626 0.306 -0.536
19 5.382 2.628 0.958 0.178 10.177 4.795 2.122 2.691 7.486 0.170 0.644 0.303 -0.428
20 5.733 3.504 1.051 0.183 10.434 4.702 2.219 2.866 7.568 0.181 0.660 0.297 -0.300
21 6.211 5.256 1.123 0.181 10.840 4.630 2.341 3.105 7.735 0.196 0.686 0.293 -0.136

22 6.349 7.008 1.130 0.178 10.971 4.622 2.373 3.174 7.797 0.201 0.694 0.292 -0.091
23 6.496 10.512 1.080 0.166 11.169 4.673 2.390 3.248 7.921 0.206 0.707 0.296 -0.054
24 6.420 14.541 0.950 0.148 11.223 4.802 2.337 3.210 8.012 0.203 0.710 0.304 -0.102
25 6.305 17.589 0 864 0,.37 11.194 4 889 2 201 3.153 8,041 0.199 0.708 0.309 -0.154
26 6.129 21.058 0.835 0.136 11.047 4.918 2.246 3.065 7.982 0.194 0.699 0.311 -0.215
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-27-160-4(1)

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 2.998 IN W/C: 27.2 2 DRY DENSITY: 94.3 PCF

DIAMETER: 1.395 IN GS: 2.72 VOID RATIO: 0.801

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.777 AT A STRESS OF 0.26 TSF

CONSOLIDATED TO A VOID RATIO OF 0.530 BY AN EFFECTIVE STRESS OF 11.38 TSF

REBOUNDED TO A VOID RATIO OF 0.587 BY AN EFFECTIVE STRESS OF 2.79 TSF

EQUIVALENT CONSOLIDATION STRESS, Pe, OF 13.631 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.865 IN W/C: 23.2 2 CHAMBER PRESSURE: 11.29 TSF

DIAMETER: 1.283 IN B-VALUE: 0.82 PORE PRESSURE: 8.50 TSF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM al 013 01/03 "q I. ." q/Pe 61/Pe 13/Pe qerror

TSF 2 TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 2.794 2.794 1.000 0.000 2.794 0.000 0.205 0.205 -1.583
8 0.333 0.140 0.036 0.108 3.091 2.758 1.121 0.166 2.924 0.012 0.227 0.202 -1.471
9 0.665 0.209 0.086 0.130 3.372 2.707 1.246 0.332 3.040 0.024 0.247 0.199 -1.357

10 1.024 0.279 0.194 0.190 3.623 2.599 1.394 0.512 3.111 0.038 0.266 0.191 -1.224
11 1.630 0.349 0.360 0.221 4.064 2.434 1.670 0.815 3.249 0.060 0.298 0.179 -1.003

12 1.819 0.454 0.396 0.218 4.217 2.398 1.759 0.910 3.307 0.067 0.309 0.176 -0.936
13 2.228 0.558 0.518 0.233 4.503 2.275 1.979 1.114 3.389 0.082 0.330 0.167 -0.785
14 2.523 0.698 0.526 0.208 4.791 2.268 2.112 1.261 3.529 0.093 0.351 0.166 -0.691
15 3.049 1.047 0.490 0.161 5.353 2.304 2.323 1.524 3.828 0.112 0.393 0.169 -0.532
16 3.404 1.396 0.439 0.129 5.759 2.354 2.446 1.702 4.057 0.125 0.422 0.173 -0.429

17 3.621 1.745 0.353 0.097 6.061 2.441 2.483 1.810 4.251 0.123 0.445 0.179 -0.377
18 3.780 2.094 0.302 0.080 6.271 2.491 2.517 1.890 4.381 0.139 0.460 0.183 -0.336
19 4.080 2.618 0.230 0.056 6.644 2.563 2.592 2.040 4.603 0.150 0.487 0.188 -0.255
20 4.393 3.490 0.151 0.034 7.035 2.642 2.662 2.196 4.839 0.161 0.516 0.194 -0.171
21 4.754 5.236 -0.043 -0.009 7.591 2.837 2.676 2.377 5.214 0.174 0.557 0.208 -0.093

22 4.962 6.981 -0.202 -0.041 7.957 2.995 2.657 2.481 5.476 0.182 0.584 0.220 -0.057
21 5.110 10.471 -0.410 -0.080 8.314 3.204 2.595 2.555 5.759 0.187 0.610 0.235 -0.049
24 5.083 14.485 -0.612 -0.120 8.488 3.406 2.493 2.541 5.947 0.186 0.623 0.250 -0.095
25 5.052 17.522 -0.727 -0.144 8.572 3.521 2.435 2.526 6.047 0.165 0.629 0.258 -0.126
26 4.932 20.977 -0.785 -0.159 8.510 3.578 2.378 2.466 6.044 0.181 0.624 0.263 -0.174
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-27-160-4(2)

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 3.000 IN W/C: 27.4 2 DRY DENSITY: 94.4 PCF

DIAMETER: 1.371 IN GS: 2.72 VOID RATIO: 0.799

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.785 AT A STRESS OF 0.32 TSF

CONSOLIDATED TO A VOID RATIO OF 0.569 BY AN EFFECTIVE STRESS OF 11.45 TSF

REBOUNDED TO A VOID RATIO OF 0.598 BY AN EFFECTIVE STRESS OF 2.92 TSF

EQUIVALENT CONSOLIDATION STRESS, P., OF 12.539 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.881 IN W/C: 24,0 2 CHAMBER PRESSURE: 10.87 TSF

DIAMETER: 1.265 IN B-VALUE: 0.86 PORE PRESSURE: 7.95 TSF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM al a3 01/3 "q" . .P" q/P* '1I/Pe a3 Pe qerror
- TSF 2 TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 2.923 2.923 1.000 0.000 2.923 0.000 0.233 0.233 -1.521
8 0.029 0.069 0.007 0.252 2.945 2.916 1.010 0.014 2.930 0.001 0.235 0.233 -1.511
9 0.314 0.069 0.065 0.206 3.173 2.858 1.110 0.157 3.016 0.013 0.253 0.228 -1.410

10 1.027 0.139 0.151 0.147 3.799 2.772 1.371 0.514 3.286 0.041 0.303 0.221 -1.170
11 1.140 0.208 0.281 0.246 3.782 2.642 1.431 0.570 3.212 0.045 0.302 0.211 -1.110

12 1.310 0.243 0.281 0.214 3.952 2.642 1.496 0.655 3.297 0.052 0.315 0.211 -1.057
13 2.183 0.451 0.504 0.231 4.602 2.419 1.902 1.092 3.511 0.087 0.367 0.193 -0.740
14 2.893 0.902 0.590 0.204 5.225 2.333 2.240 1.446 3.779 0.115 0.417 0.186 -0.501
15 3.336 1.388 0.540 0.162 5.719 2.383 2.400 1.668 4.051 0.133 0.456 0.190 -0.371
16 3.459 1.978 0.454 0.131 5.928 2.470 2.401 1.729 4.199 0.138 0.473 0.197 -0.348

17 4.126 2.812 0.331 0.080 6.718 2.592 2.592 2.063 4.655 0.165 0.536 0.207 -0.160
18 4.532 4.443 0.173 0.038 7.282 2.750 2.648 2.266 5.016 0.181 0.581 0.219 -0.062
19 4.839 6.456 0. 0. 7.762 2.923 2.655 2.420 5.343 0.193 0.619 0.233 0.003
20 5.067 9.927 -0.238 -0.047 8.227 3.161 2.603 2.533 5.694 0.202 0.656 0.252 0.031
21 5.102 13.398 -0.367 -0.072 8.392 3.290 2.551 2.551 5.841 0.203 0.669 0.262 0.018

22 5.086 16.279 -0.454 -0.089 8.463 3.377 2.506 2.543 5.920 0.203 0.675 0.269 -0.003
23 4.987 19.195 -0.497 -0.100 8.407 3.420 2.458 2.494 5.914 0.199 0.670 0.273 -0.042
24 4.917 21.590 -0.540 -0.110 8.380 3.463 2.420 2.458 5.921 0.19b 0.668 0.276 -0.073
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-27-160-8

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 3.000 . W/C: 27.4 2 DRY DENSITY: 94.1 PCF

DIAMETER: 1.375 IN GS: 2.72 VOID RATIO: 0.804

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.761 AT A STRESS OF 0.23 TSF

CONSOLIDATED TO A VOID RATIO OF 0.533 BY AN EFFECTIVE STRESS OF 11.38 TSF

REBOUNDED TO A VOID RATIO OF 0.615 BY AN EFFECTIVE STRESS OF 1.35 TSF

EQUIVALENT CONSOLIDATION STRESS, P., OF 11.054 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.895 IN W/C: 25.0 X CHAMBER PRESSURE: 9.48 TSF

DIAMETER: 1.273 IN B-VALUE: 0.94 PORE PRESSURE: 8.02 TSF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM a1  '3 9 1 /0 3  "q. I.." q/Pe U1/Pe 0'3/Pe qerror

- TSF Z TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 1.454 1.454 1.000 0.000 1.454 0.000 0.132 0.132 -1.133
8 0.141 0.069 0. 0. 1.596 1.454 1.097 0.071 1.525 0.006 0.144 0.132 -1.089

9 0.311 0.069 0.050 0.162 1.715 1.404 1.221 0.155 1.559 0.014 0.155 0.127 -1.026
10 0.677 0.138 0.101 0.149 2.030 1.354 1.500 0.338 1.692 0.031 0.184 0.122 -0.902
11 0.929 0.207 0.202 0.217 2.182 1.253 1.742 0.465 1.717 0.042 0.197 0.113 -0.803

12 1.126 0.242 0.238 0.211 2.342 1.217 1.925 0.563 1.780 0.051 0.212 0.110 -0.735
13 1.317 0.449 0.382 0.290 2.389 1.073 2.227 0.658 1.731 0.060 0.216 0.097 -0.648
14 1.998 0.898 0.425 0.213 3.028 1.030 2.941 0.999 2.029 0.090 0.274 0.093 -0.425
15 2.307 1.382 0.374 0.162 3.387 1.080 3.136 1.154 2.234 0.104 0.306 0.098 -0.337
16 2.577 1.969 0.295 0.115 3.736 1.159 3.223 1.289 2.448 0.117 0.338 0.105 -0.267

17 2.905 2.798 0.144 0.050 4.216 1.310 3.217 1.453 2.763 0.131 0.381 0.119 -0.192
18 3.296 4.421 -0.065 -0.020 4.815 1.519 3.170 1.648 3.167 0.149 0.436 0.137 -0.107

19 3.552 6.425 -0.295 -0.083 5.302 1.750 3.030 1.776 3.526 0.161 0.480 0.158 -0.069
20 3.777 9.879 -0.569 -0.151 5.800 2.023 2.867 1.889 3.912 0.171 0.525 0.183 -0.049
21 3.841 13.333 -0.727 -0.189 6.023 2.182 2.761 1.921 4.102 0.174 0.545 0.197 -0.058

22 3.863 16.200 -0.835 -0.216 6.152 2.290 2.687 1.931 4.221 0.175 0.557 0.207 -0.071
23 3.804 19.102 -0.900 -0.237 6.159 2.354 2.616 1.902 4.257 0.172 0.557 0.213 -0.102

24 3.744 21.485 -0.958 -0.256 6.156 2.412 2.552 1.872 4.284 0.169 0.557 0.218 -0.131
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-0-FS-27-160-16(1)

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 2.998 IN W/C: 27.2 2 DRY DENSITi: 94.7 PCF

DIAMETER: 1.397 IN GS: 2.72 VOID RATIO: 0.793

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.769 AT A STRESS OF 0.22 TSF

CONSOLIDATED TO A VOID RATIO OF 0.527 BY AN EFFECTIVE STRESS OF 11.47 TSF

REBOUNDED TO A VOID RATIO OF 0.632 BY AN EFFECTIVE STRESS OF 0.72 TSF

EQUIVALENT CONSOLIDATION STRESS, P., OF 9.778 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.909 IN W/C: 25.0 2 CHAMBER PRESSURE: 8.80 TSF

DIAMETER: 1.309 IN B-VALUE: 0.89 PORE PRESSURE: 8.08 TSF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM al a 1I/3 "q .. .P" q' 1 .. /Pe I/Pe 3 qerror

TSF 2 TSF TSF TSF _ TSF TSP TSF

7 0.000 0. 0. 0. 0.720 0.720 1.000 0.000 0.720 0.000 0.074 0.074 -0.898
8 0.214 0.138 0.036 0.169 0.898 0.684 1.312 0.107 0.791 0.011 0.092 0.070 -0.824
9 0.453 0.206 0,079 0.175 1.094 0.641 1.707 0.227 0.867 0.023 0.112 0.066 -0.740
10 0.719 0.275 0.144 0.200 1.295 0.576 2.248 0.359 0.935 0.037 0.132 0.059 -0.645
11 0.983 0.344 0.209 0.212 1.494 0.511 2.923 0.492 1.003 0.050 0.153 0.052 -0.549

12 1.061 0.447 0.202 0.190 1.579 0.518 3.046 0.530 1.049 0.054 0.161 0.053 --0.526
13 1.191 0.550 0.245 0.206 1.666 0.475 3.506 0.595 1.071 0.061 0.170 0.049 -0.477
14 1.319 0.688 0.245 0.186 1.794 0.475 3.776 0.660 1.135 0.067 0.184 0.049 -0.437
15 1.572 1.031 0.230 0.147 2.061 0.490 4.210 0.786 1.275 0.080 0.211 0.050 -0.360
16 1.768 1.375 0.202 0.114 2.287 0.518 4.411 0.884 1.403 0.090 0.234 0.053 -0.303

17 1.885 1.719 0.144 0.076 2.461 0.576 4.272 0.942 1.518 0.096 0.252 0.059 -0.277
18 2.051 2.063 0.108 0.053 2.663 0.612 4.351 1.025 1.637 0.105 0.272 0.063 -0.232
19 2.206 2.578 0.050 0.023 2.876 0.670 4.295 1.103 1.773 0.113 0.294 0.068 -0.194
20 2.465 3.438 -0.036 -0.015 3.221 0.756 4.261 1.233 1.989 0.126 0.329 0.077 -0.128
21 2.737 5.156 -0.259 -0.095 3.716 0.979 3.795 1.369 2.348 0.140 0.380 0.100 -0.084

22 2.893 6.875 -0.439 -0.152 4.053 1.159 3.496 1.447 2.606 0.148 0.414 0.119 -0.068
23 3.010 10.313 -0.670 -0.222 4.399 1.390 3.166 1.505 2.894 0.154 0.450 0.142 -0.074
24 3.076 14.266 -0.864 -0.281 4.660 1.584 2.942 1.538 3.122 0.157 0.477 0.162 -0.089
25 3.045 17.257 -0.972 -0.319 4.737 1.692 2.799 1.522 3.214 0.156 0.484 0.173 -0.119
26 3.007 20.660 -1.051 -0.350 4.778 1.771 2.698 1.504 3.275 0.154 0.489 0.181 -0.145
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PROJECT: SOIL SUCTION

SPECIMEN NO: TXS-O-FS-27-160-16(2)

AS COMPACTED SPECIMEN CHARACTERISTICS:

HEIGHT: 2.996 IN W/C: 27.3 X DRY DENSITY: 94.1 PCF

DIAMETER: 1.374 IN GS: 2.72 VOID RATIO: 0.804

TEST CONSOLIDATION HISTORY:

AFTER INUNDATION AND SATURATION, SPECIMEN HAD A VOID RATIO OF 0.776 AT A STRESS OF 0.33 TSF

CONSOLIDATED TO A VOID RATIO OF 0.568 BY AN EFFECTIVE STRESS OF 11.51 TSF

REBOUNDED TO A VOID RATIO OF 0.669 BY AN EFFECTIVE STRESS OF 0.73 TSF

EQUIVALENT CONSOLIDATION STRESS, P,, OF 7.571 TSF

PRE-SHEAR CONDITIONS:

HEIGHT: 2.909 IN W/C: 25.9 2 CHAMBER PRESSURE: 8.12 TSF

DIAMETER: 1.308 IN B-VALUE: 0.98 PORE PRESSURE: 7.34 TSF

TEST RESULTS:

LINE DEV AXIAL INDUCED "A" EFFECT EFFECT EFFECT SSTRESS NSTRESS NORM NORM NORM QERR
NO STRESS STRAIN PWP PARAM U1  03 0 1 /3 "q "p" q/P* I/Po 03/Pe qerror

TSF 2 TSF TSF TSF TSF TSF TSF

7 0.000 0. 0. 0. 0.778 0.778 1.000 0.000 0.778 0.000 0.103 0.103 -0.736
8 0.107 0.069 0.007 0.067 0.877 0.770 1.139 0.053 0.824 0.007 0.116 ,p.102 -0.701
9 0.374 0.138 0.079 0.212 1.072 0.698 1.535 0.187 0.885 0.025 0.142 0.092 -0.603

10 0.668 0.138 0.137 0.205 1.309 0.641 2.042 0.334 0.975 0.044 0.173 0.085 -0.500
11 0.720 0.206 0.122 0.170 1.375 0.655 2.099 0.360 1.015 0.048 0.182 0.087 -0.486

12 0.666 0.275 0.158 0.238 1.285 0.619 2.075 0.333 0.952 0.044 0.170 0.082 -0.497
13 0.932 0.309 0.180 0.193 1.529 0.598 2.559 0.466 1.063 0.062 0.202 0.079 -0.409
14 1.087 0.516 0.288 0.265 1.576 0.490 3.219 0.543 1.033 0.072 0.208 0.065 -0.340
15 1.470 0.963 0.310 0.211 1.938 0.468 4.142 0.735 1.203 0.097 0.256 0.062 -0.215
16 1.716 1.444 0.274 0.159 2.220 0.504 4.404 0.858 1.362 0.113 0.293 0.067 -0.145

17 1.926 2.028 0.216 0.112 2.488 0.562 4.430 0.963 1.525 0.127 0.329 0.074 -0.089
18 2.171 2.853 0.101 0.046 2.848 0.677 4.208 1.086 1.762 0.143 0.376 0.089 -0.033
19 2.465 4.469 -0.072 -0.029 3.315 0.850 3.901 1.232 2.082 0.163 0.438 0.112 0.027
20 2.668 6.463 -0.288 -0.108 3.734 1.066 3.504 1.334 2.400 0.176 0.493 0.141 0.051
21 2.871 9.900 -0.533 -0.186 4.182 1.310 3.191 1.436 2.746 0.190 0.552 0.173 0.070

22 2.929 13.33F -0.677 -0.231 4.383 1.454 3.014 1.464 2.919 0.193 0.579 0.192 0.061
23 2.960 16.1C'. -" 792 -0.268 4.530 1.570 2.886 1.480 3.050 0.195 0.598 0.207 0.050
24 2.918 19.079 -0.850 -0.291 4.546 1.627 2.794 1.459 3.086 0.193 0.600 0.215 0.026
25 2.868 21.451 -0.914 -0.319 4.560 1.692 2.695 1.434 3.126 0.189 0.602 0.223 -0.002
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TRIAXIAL COMPRESSION TESTS ON UNSATURATED SPECIMENS
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APPENDIX VI. TRIAXIAL COMPRESSION TESTS ON UNSATURATED SPECIMENS

Fifteen specimens which were compacted dry of optimum and sixteen

specimens which were compacted wet of optimum were tested at the "as

compacted" or natural water content condition. Results from these

tests were referred to as "unsaturated" throughout the text although

pore water may have drained from some specimens which were consolidated

to high degrees of saturation by large applied stresses. These speci-

mens were not treated with potassium chloride (KCI) prior to

compaction.

Each specimen was identified using the nomenclature described

below. For example, the identification code for specimen number

TXS-0-DR-20-40-2(2) was:

TXS - Triaxial shear test

0 - Estimated value of solute suction, tsf, based upon the

weight of KCI added to the pore water

DR - Specimen was tested at its natural water content

20 - Nominal water content of the test specimen, percent

40 - Applied isotropic stress used to consolidate the test speci-

men, psi (1 psi - 0.07 tsf - 6.9 kPa)

2 - Numerical value analogous to an overconsolidation ratio.

For a value of 1, the specimen was sheared at the consoli-

dation stress; for a value of 2, the specimen was rebounded

to 1/2 of the consolidation stress prior to shear; for a

value of 4, the specimen was rebounded to 1/4 of the con-

solidation stress prior to shear; etc.

(2) - Number of the test specimen which was subjected to that par-

ticular consolidation and rebound sequence prior to shear.

(1) - first specimen, (2) - second specimen, etc.
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APPENDIX VII. TRIAXIAL COMPRESSION TESTS ON UNSATURATED SPECIMENS

TREATED WITH POTASSIUM CHLORIDE

Five specimens which were compacted dry of optimum and eight spec-

imens which were compacted wet of optimum were tested as natural water

content specimens. Results from these tests were referred to as "un-

saturated" throughout the text although pore water may have drained

from some specimens which were consolidated to high degrees of satura-

tion by large applied stresses. Each specimen was treated with a suf-

ficient quantity, by weight, of potassium chloride (KCI) prior to com-

paction to produce an estimated solute suction of 25 tsf (2.4 MPa).

Each specimen was identified using the nomenclature described

below. For example, the identification code for specimen number

TXS-25-DR-20-10-1(2) was:

TXS - Triaxial shear test

25 - Estimated value of solute suction, tsf, based upon the

weight of KCI added to the pore water

DR - Specimen was tested at its natural water content

20 - Nominal water content of the test specimen, percent

10 - Applied isotropic stress used to consolidate the test spec-

imen, psi (I psi - 0.07 tsf - 6.9 kPa)

1 - Numerical value analogous to an overconsolidation ratio.

For a value of 1, the specimen was sheared at the con-

solidation stress; for a value of 2, the specimen was re-

bounded to 1/2 of the consolidation stress prior to shear;

for a value of 4, the specimen was rebounded to 1/4 of the

consolidation stress prior to shear; etc.

(2) - Number of the test specimen which was subjected to that

particular consolidation and rebound sequence prior to

shear. (I) - first specimen, (2) - second specimen, etc.



273

CDwto re 0 N m 'r0 C D oNA 4O 14 t
m 0. C~.4 mN 0 co r r0 H -rm cqI~

0 00000 00000 00000 0)
I I

> N~~~I- 4 m co 0 .- 4 -co0 ,-4

H 1 w. 4 0 0 0 o.7 N f, m r, N (00) O
C' " o 41D .71;CC 0.CDN- ; 'INCO ; CD

to $n - ,N O NO. -1N tn N m oo to F

t) 0 0 1 H 4 " -4-4-1.0 0o00 0 C

e a.w m ; NC CD toD~'~, 1. CDQco0-

0000 000000000 0

OD t
t Do w N cn t 0 co 4 0) NO0cn -4 0

Ju t2 t 11 m 0 1 NC-*C V)tof. 0) 0 Q 0~~:In. .-0.4 .cC 4 . N D C 0
CDnI4 N 4 1N C% 0.44N N NnV)m

z C 00'' 0 'D co NN(, N

OCD r 1 1 0.C C" D4 CDOOI CC 0 N
CD 0n H-. 00N.4 -tOC2 ('0M ) N C1 91 oNt 4

00M00 0 MD CDO 4 tOO CDM 1 P 0 4C OD M t
a-C H4 bIC C) n k-.coD QC o 4 W) CDDND NNC D co DW

N) t 0 In) C-4 00000 - 0000)M-0 0000 0 )%na

H OCD ; "
co V2 CCNC CCFCO CDN.'C C

14 0 CD00Om 00Q

Zq 0. Hn t
01.. 0O C1 0.) M Or Q (D0C3W

z - % 0 n H -I C7D A )W-) w

w W

OHO 0 11 1- H.4 NC toC 0) 4 N 0
U3 *) 0 D Nn-' l C3 Nr 40 )00

LO H 0 ' ) VD1ONI .- OCl OC m0 10- -tV q oC) l

0C- 0C CI <H D 84 14 OH CI m0 0 0Nr .F- NIC DD CDw o , 0
"N m "4C >1 14c 00( D( ot U or ,r ,1 ,

00 ( nCONV 4 CY)OC HO/ D If 00000 0000 000 4 -Z

141 01 9' 9 qC 9'

H 1. 0- C D11 1CDD- 1DDDO -
8CHsIIn U En >I~ OCD .- CD N -4 4 40 C

N - 0 2 0' U 0H Ho a ) Hy H C)D N00 - . C D ' I- 0 0 0 0n C o o m '
0 I H O D H N. ul ul. !V r 40

H~~~ HA gZOD 11 . *

z 11 H U2 0000' 0040 I-4H 0 HCC F-NIA -nCLD ,rlc ) -Uu 0 0

00 CD* COH 00 ) 0 00Cw -.. IN
N IAtO HO 1 H H

Z5 Ei 0 o R4 HH C0 *r Hn =~ a C.
InH t- Co 'o0~ Z 65" 0D 4 AOOD , ,t 4 C-4 0 A -WU)C 0s0

CD x c II ; O ~140 0 14 F0 0 0. 40 O N 0cq to 14

Ow' 0) (iCb I

0 ) 14 Z I 1440 N4 CD HZOIf 4 1a t

z H. CD 00 UD 0D CD 1r H, w,41-. Ul Do0 " .7 N to 7 ci

aC CD -C 4 4s-.4s4 s4 C4 V; 14 V NN N



274

r, %no o c I 40 ?..1oN 4to0
>4 i .o %.n rjJC N t w r A to in

0 C; 00000 00000 000

>4 ~ ~ ~ C CO4 '(1t-C 04

b 00000 c0o000 000

~b I 00-44 00000 coo

0 c-3 O c o )ri

I 0000 00000 000

ta

0,t0o N T " W-0 0 0 0004

02 .4NN(C4 2 V C 41 4c;

ta

1. NW 4 CC.40 0N.
M 0 H0414 0NtNN=NcOIO .4 N 0

4101 9.404 (4

t-4C U04-.- -r4N NNN % 9 - !-! c !'

0m 000Ct m 0-,C4 NN 4 to

to40t

V-4 r o o ,O

CO0 14. 1 4 -4--.4 1 4 H 4 r4.-I.4 H.4r4 4
0

0- OW 0/

0-4 R V) '-t ( 0' MIO '4 r'r'V' 8 C 't a'2.n
to CI 1-4 441 N4( m1(111 10100loininww ntoV

1-m 1-44

z ~ ~ (nC. 0a- n i nt ot ot

0 1-. 1- 4 t

co4 H0-401 214 %n 20 (0(14 M (0)1 o o k )co

MCN

020 0 co %n 'inCoU)c4 n D - (000(42 COD
H 02.>44. tow to r, r, 010OD c(' Go- Go0co000

-4 HN2H co~. N~ o N
wCI. toWOWO V-40 00000 00000 000

z0> to 0 N)- 0D OD0 D )c i .
04 N 0 H. 0 to V-. 11 N010- (140 - 0 0)

4) 4m H-044. 9" to U)) H-.1( N10--( ton4.r1r0n tO
IC -4 04 Ho-t 0 "- 0

03 m r0 4 N4

C- 0 ; 0 H.4 HO to 0 - 4t 1-L0N4' Z 4.Azr N m N 0 0
Vo 0 m m0 0 z.4 0 m110.4m 141040 N r4 14

14CI 10 1-44' r I 1
w 020 2420 4.02 .. to 004124 H 'A 04C 04

in4 c24 to HH0 H -40) NI'

V)1 to o 1-4.4 to11 0t o 0CO I ) 0G

0tHo4Nc -etoo>t w N01- co 90 0 0C 0CO

In r- HC> m44. 14 1-41 -1 H- 4-444 N



275

0 " 00000 0000 00

M r)/ ,r~)N. 0 MCD CO t O)o

:n W inn ) q , 0)('CO MOloT D)C

4) C, " 4 Hn r-t l 10104

0o0.-I.20 000- m o00 00t

N N OnmUC NA~l)t .
0.1 4CQt4 0)NU 0nc C-4

z E 1 'C9 )' NNNN 19 C NN P P
b 00000o 00000 00

U) 104U) 1.4 t ncDn -cn' .41,

N) -anI co ~ .w IAr C fln

z

U)U I'Ocn 14 0 cq 00t IOU

H 0) 10 1000 019

U.N 0 U 1 0 " N V).OD 10U)H 0 m-c1 0
En N4 H )C b W DNI7a W) U C3 ) rflPA
E- ( 01 C.0)U too o CD 00 )a0 C5 0 ) m

0) tO O0 r Dmt Hc 0c
CU) Un) 4 wt t iv nr i nw n%

to '-IA ) UU) --

f-I 44) C9b1-

0 ?A 0
W ~ to r.4 C.. W).00 NNco1 coc V ) N
(n0 0)'0~ N w- 00 -N 0 -. I0 m0,-I'C HC

-1:0 1- -llC
=~4 0 R ' b HI 00-ln ,-.Ifl- 1019091 P

z ul R C*4 v &n r) I, OD((' 1001CO1O 101
U) f-I f-00- NOD

0 1" 0 01
"-N O 01 P. H0 D 0 r).OD0 0 N )w O) U) C'3

HU) 3 0U o- R U- Hf- I ; I'-M! CDC4 C;0.D O C

a~C ) U) U)0U% ) V% IC z 0 0 0 0 0 O V l

0 0 0 P-I ODN~ I1.N01 41nr 00
U)4 .4 ..- 4 . CI CD 0OD)1 O)- 10 D 0 0 0

f-Io U~U) 0 H f-I

0 I > 0 10 N
f-I N ODN 00 CID *4 U 0 III f-
N I cI1 I H . 0 1 0li1I N~O O U 1 0 f U C 1 ~ 0

0) t44 U) 00))U OZ.- 0) c4~ 0%001 0)ID N 'U

z.1 0 Zu H-( OD' *- U) n0C kt 00.-cI O)1 D CON

U)4 U)w 00 0 E1 0Z . U3 V-.4,I NU)
to0 >O 8) 2.140- 0U 0 f-4 w f-I 0 oC4 N F

HI f) -I-f 0 H 01 11 1 NIo- I c 'r!-.r(to c6; c4'tm 0 11(10 1 1 n U)0 1.4 H 0 0 q Nf1 . IO~ r CD C13 m

P4H In 0.zU .H1 1 1 1 0 0,-Ic q r C9 W



276

. . t'.t' . OOC2/ . ts a m rcoe

ar ,4400 00000 000

> m~ %n 0N r, t C0)0m
H r. N02C02. 0 )o " -C 00O

C C OC;C1 CNOC-r. %n n u)to

0)r 0w . co -r0 N4c NI

C0000 00000 000

m~4 /co to m o Hto N.a) %n N(/CO C
CD. #D F,-in-X -001 0 mG lr w C3

tN M IIa) nr.-rN POCOCO

00000 00000 000

M k t Pr. com 0202000 000
z -4 ,-4 r-4.

-. H 2C 9N4 W!O~rC 0Ci

(n2

(/4 Mbl 0'0 rl )0w N CQ % m % 0 to 0

Nb4 -4 NN 4N N C4 4 4
t/4 to 4

in %/2 %n~ kCD %n in in n in %n vi10

0 0o

(to H/ I IfI-.09N12 4A C%z l n-n.% cs mW m mU CO)-r 1/0 VI -W -

N) '-4 HU4 1 4

014 0P4

% H H , t 1/2l )m l V l 1
CO V

02. o 0 W!* a) mo m %n tocoC0020,- -4 qN
HCP1H2.4 N, NI e-o c owo00)0m 02020m

no2 *o N mNC N m ON co 4011 n mIn
N 4 HNZ H4~ H.21 N Q Dc orr

w/ (/0 to (n2N 00000 00000 000

I W >.4 (2 0 N 0R
0 DC . . N1 CO r, 00 m r tl " NO0N

Q - 0 C to4 el 101/0 to nNI4 , m N I'2N
1-4 D H A4 14 rk z ul0 t01o0 C40) m P% N I k

14 MI H(14 0 C;C ;C4 V /W; 6 2V

H in N ; 0 ) 0) 1.

(/20 U/ 0/ 0 2 V) 0 l1- H N 0- No o n IT . C3 n '4 t-ONCVIC 1-I = " -1 I,10 Ul to -N~n r CF) rininID to in
Ell020 L'.4 gZ E4 HNZ *. (-I EnO4O1N; C / .tC 0O V0(

H o ,/~ * n-, 0 .00 0 4 8. 12 toNN
'AN V/2 NH -0 H- N)

0 wC 04-40 U4 UNA 0- 4 in c)(& c,)0 0N---C m1

U) 2 H p 1- .t 9 c 0 N m 1-4 q

H/ H 0 1/H N) I4 (/
1-4 Ua .- 2H 10 NH m W w N

0 (/ U ~ ~ 0 5 HZ I ~N1/27 IAONO0 ON



277

to)?7C;, ~ 0N N 0 Wm %n (m
'A. ll to' 0w cn -V mw to co

C' N4 ;0 00000 00000 0

to N .4- 4 -I O t MN 1

rl (0Ci tonO AN in.2 m 0) V3 -4A V)

I* # - rq H 0N N N N N N N C4 N

00000 00000 00000 0

0 C3 0 tO0 C 0AN NN')C H

oO m 000) VI m N 00 0 -Z

0004.- -4,-4-4 4000 0

to ttc ~ 0 o~~, O N ~
10 e I AN O wN O co r 0- q n. o c~o r,
W!0- !19 O I 0.-4V! C1)' NC N Ni91C
H 000 P r.00 00000c c 0)000 0) o c

4A in m co 4 o i .WC)' to D to N 0

to 0HC ) t ot or WNrot N'A .? r% stotor r
toC)o C)A o~ H ) t

'A 0-NtA 0) T tto r C co)mC Hto Po

H''N) to~W~ 14 91 0
ru~~' HH.*. b C 4 l -4l N NNN NN N NN N

tb 0ON.4. toAoC) 'A ONo t'A V) . H*. 0 4 O) 0.0N NC2C)

'At 'A1 lr 1 o C o0 w P, r )

14- "A Ino~ol %n w W0 toi %nO)m. b Hn. t ooN N OIS t
H~~~~~~~~~ N - 4)A'lVlAA;'' IAA'

0 to 0C, w 'C) C.. .~~4.. .4 H. H

HC4 'A 'Al to , . N o "ATNO co Zto NC) N

E-4 ta R'AmN ) rt % n C toNN ) to..'tto tooN )
w )U) H14H'Ie N' 14H'A NAo l 4 N t C14 C1 C3 toci N

O C".0 0 .
'A 00 U

.R"H H 9. tN CO 1 0C'-4 H1t)H 0 V !0~ H'Wm C') ) to D to wl r4 H N? inA#n Aw) (D to o tCoto toto to to
Hto H0) EO ) zt N NN C3N N04N NC'N N04N N3N NQ

m - > .Ir H**. H+ 4 -4 + r +14

H C4 . 0t>0 Q0 0 OD 0 NC II C)0 0)000 0000) 0 0tO L

'A z' H ; *H OH V;A' RAAAAA VU'
HN) WH toAAU. to') N H )C C ;H C HO C ;C 1 ;C C

4.

Q 0 H 0 CD4H HCD(D OtoO)IDM l nUI r N 0C A Hl k
H04 H 'Ho 0 H .. 0inC

0- 0D .. Ho4 4H H H 0' 0 00 -q 4 4.34 N N V) c C) m'
H in z NZOO In ) c) m ~ *

L) I to.H HU 0HO 4 z H Nq F- 0H ONOaNO 0 C30) N ) 0) rqC) HO 0
W~i - C %3 ~ n N 0 M e .Q m~H in cto m~IN) LnAI. C% UC.) n ,

0)l* r, I. Ht '! -. .I!- W
AA C)0 co ~ V'Z .).Cf 00 00 -4 N -53 -7 inW 00)NC13 Tco H

0 o,,A 000 0 o.-,0' H04 toN 'u HHO Z- 0 H, H
04 H4 Q~ L)O U) LUinH H N C. AO N 0 I'-N CD0 m')N ,4 C')

'A 1'W /24' co4 w) H WCH N 0) r, - 0C' co n 4 to r to %n oI

U 2 6 =1 1H 1w H4 4 q H H 11 -4HHHf.M-4 H~.4 H
14 4 H D WH4 ~ H MW 0 Y'AC 1- H I 'A2
) U UH 4 H o 6 H 4m

,.41 NO H H I4 HH. H -4v-4 H H N ciNNNN C N



278

0 n 10a,0 toc )4AnIn m U)4I

000oo0 00000 coo

1- I I0 U t IfoiV .I~4

0 to~ 11-. HDr-c-iUN Ito ,t
"q Orl T4N to coto0 ) CG) C

aP I-I

to to I U)toin.1 r '4A

b 43000 000 coo

C) 1 0 CN W N) 4tn
0- -4.- 4 intn 0 0 t N -4.

1 00000 00000 000

U)~ m.U)~ U cN)-4C N C) -
C).O2- CU4 fl en 04 o

0 00-4- 00-.-.-.- 000-

4. ) tn -C ). N m M co m N V) co
c. 0! V CD.4U W! 19P 1 9 '

00 1 q U)00.-4-4 r 4 aU)1- 1

o) 0000 0 .- 4H-4 44 .40 0

b n qo , 'Ta toD4U CUNON r totn-H =tb 0 U - U)U). 2DUn)0- - '

4-. C-4

40 * tn 0040 0000 0(r) 00 Eli 4. NN- N N N4N~ N ,a -1N

m '. R C C C C 00000 000
0 0 t t
to 4U a) o&Uoc4t)Tqi

tn NU0-0 ODWN. .T..4U4n i ro N0)k

U) U)1 0,41: iN N C9 nOO ! 0!nNN

0-0 04, .-4 -4 Hrqc NN -4' 1% NAAt
00 0 tnIt4-4. 0 Itw 0 00 0; ) c 0)0)0)0) 0)0)0) C

to4 1-4~- N-- 0 n vt i nt
U: " 1H. 4)

14 I 14 P4 I N'AWUN o I - 7 m)AP~ IflIn

4 ME I~ .?N Ns.

N U4- Q 0 la004 U)WWN t l o0)C4 I'A T-to

Zr P A I- to-4 0 0- .. 0
0 H to0- ~ -
H Sf) %)Z0'4 - .

I H z. Z. 0. ) a;Ra z H N4 Z" oNc,3 o NO00O(13 .qt t8 to 00 P'4-0. U) tn m1 o TcoI ) ) V)0
U2W) c r H ZnH P. HH c P

COr1- 13 *4) £-4l. .. I o- oo c;o . c nt
tn U) * U)HPg00 0 p10 H 04 U)m4-N4

0 %n N U)U 4-40- pi) 0 -0
U) .. 14 4 141114 0 H 

"i 
.4 U

> 4 r cqmI' 4 04 ODC~ H U

~ 0 C;C I 4
H 24 toZ 0 4N 4. -0 ) 0 S

P4 I 4.-4 m-,. 0 rqNN1



279

0' 00000 00000 0000
I I I

NI.-N 0rOCO 0 0 POV

00000Ooo 00000 0000

04 14t 0. Nto oto toinr, 0)I 0) 0 0)

b~ co00000 00000 0000

0 I c to eq -T " 1U4 N " 1.4 WI0
NC1M) 'T 14) ~ N Intor t T ZC) )

0- 0. - N NNNN NN.-4-4Cl C i l
00000 00000 0000

: 4 M DI 00 0 r.UU ONtl l 0 i -tn r o*
4U) CD En0). -zt...o

to ... N N N N N M M m ccNN

W

U) C, '

0 ) U)N ) . 0 ll) M C) 0-to P
fn N1-4 0 Hco t NI a)o HUr M04141 C4 co 0

'D -
4 

C'',) W II.C)

b ) 00.4.4 4 .,-4 '.4 4 .4
co

04 0 V) W

H~' U)C!a
W-4 b4Hz to V)R .4 NU)c IT. -Z)NN NN-r. .7 4r.7 M

M N C.D C',U "t0t. 0) 4 C, C,

0 4.
00 to

t NC4I t to E) (4)N )r tO) '4N t )'4-K
U) H~ a) w0) Z'O 2 * O) V4 r. * 0(*.t$

UN0 'Tr0 u. . . .0. 00.

.) U4 to
H N UDi oi 3t % DC3W >C 00

0C 0 <H 11 4.0
NNN W- C F E 0 0 0 0 00000 0000

i4 NW U
H) 0)))C 0)0040 0

to o 0 H w NNI l(1W M to( 0) 0 0oca- l 0

Q , HV 0N 0 0. H0 Ii W')Nfl. N IU) N3 m0MUMOM
.-4 Ntz 

NI- I Z--t') C.400 m)UXU
C." H (. . 8** ** z C,1 Z H ' a C CON Nt. 1 .Nl. 0) w(00Z 4

L)HLn Hz 9(0 N 0 O 0 N4wN .4w0m

0) CI to Z' 0 ;C ; V; ;V

N~~t 14ZN 0 0 .. 1

NUm N..~ NO)0M)
4

N 0 NOM NN-44
U)EnU w-4( WZ la EnO U- N4 o N mtn c v.4 )O UN cq w %

Z~o NW in U) 000to4()41)~ 4

0 U)0 (DU NNO WO O

N 14 HN 0z ta U) 14 U) 0H400 NNlClC 04C
U 1 L) NN 94 z) C.) N4 N4M nt D0 0HN

24 14l 141N 0.4 4 1. 1 4 H H I0 N.-NNN'N



280

of 00000 00000

0 ci C9'~ " 0O~O

1.1 ~ ~ e 1 I0 .7If( WO0

toNNrNN- N N qN N

0C000 00000

O 4 N 0)O) M M .- 4tW
O-1 - InW to toN om

00000 00000

Go O 4 .4 n 'J )I 1 NNNNCl C r -000 0000

W
. 4 4 qi )~ r, n t POa

tN u - HN cq T o r- -1

H b 0 N ) 0 o a) cor% c %

f" H b .-4 C4C4 * 4

MV C4r ,C q r rNt

r .4 b I- t.N ~ N N
0 . R .4 p; .47tW 4 1 40VNI

0 bN
C13 0 NW

Ci - PD N~ O2WCV!.-449

Ea b
z )N N MU). rIT- 7-
w 4 ' 04

u~ WW
R R 94 w N 0U N co to ,VV,

O)OW20 NNNN R F W
H4 N NO 0 N 1 1 1 * *

N.. +n .+..+..
0 0 O ca 0)C)M ) 00000
" N 0 1-4 NI H4 .4 4-4 .-4 .4 .-4

N -4N H ) w n0 W()* 04 NN) to NN 00 0) 0
N mW H- HNN m- ON I 1 Nr rqa- a) C 404 Go0a)

I N NWOW) NW N 00000 00000

N9 NH 0 .t1or ONf4
to 0 0 C. N)-4 ) ci- 0 o ji O C -z r

toU N0 w 0H

H rN V 00 N -m H 04 -l 0N4 CU.O44 N 00t

W N a)- 6; %. N! -- Nz

W) N NO N 0 N4 in

N ) M"906N 0~N QN N 8 00400 .4 NV
0 kCn N (a UN4

NZ H.40W 0 1-4 .)

U I-4 Vm. Pd z) I ~ fr4 - -**,4* -4*,4~



281

>4 a P01 a q H0 - co 4 4(0 .1 cV 0

a ~400000000 00

H (., m CD co r, w 10)-0 r, N N ID
ou0tl 00 rl-T CD N r(4m Go IT .?

"4 (I " m co D 10 r l.-((0 .0)to

co-.04 0) m t c 0 0w 00m

00000O 00000 00

to C)(q N 04M0C U) o - 0(4)

00000 00000 00

r, 0 r mP N(004 U )04 to 0(4r
$4 to c rr 0 1.4 H N 4 0(0-

M-. H .4 N NNN C4N.-4;W

V) in 04 4 -T 0(0(OD (0(0N t

U) U)
bU) 41,4 C-44 044*4C3 li4 N44(0

to I )(00 C44cq )' P 0)41)-T

0~ ~U t4.-. NNNNNNNC3 1 CN C%3 N-N

0N4 0004- En(40 4(
EA o T I-4 0 ) 04 N (0 (o-( 0) a)
) 14, cn4 0N4)()4 ((') 4H UD w b- IN

U)0 U) 2t o r lr lr oi

0-( fu)
u ~ 00

R . U) 4(4. i .04 -t.4 -t

0 +14TH.n'
C3 H( 0UL) H 4

C) 0 l0 D t I )4

z 0U) U)0 00 0 0

U) HU0,44 H00)(FN (0
L) U)
md U) Q 4 0) NO v4()004 0)om0)n ni t o

U) U 1-. F N4)0 M D P 044 " -CP m VO)m

141 U4 1

Z) W4 :.H
0o (D. W0 1

H~a Q H 04 4 4 P444 44Wo .7 0 m

H Ho U)-E0 0N H4 4 94 4 0!44 1 i0
")U) .H. HO NU) ( "V

41)( +to+ ++ + coH+4 C)c)
H) -) I 0000 00 0 00

0N4 0z 00. H4: M 0000 00 00 0
H(4to )0 > 0 o .3 U) I 441-4444- o .C44N r nH ,N 0-

L) in0 .i HZHHHN* fNGoc 0. N0N i %

I i u HH0 P4 z4 4 0 0

in4 SN 4 in-4 H 4I# *.... .. .
U) g4 H Q - 1-0 1-r r. 44.N4(( (0 0 0 (0(0Cl

z ~ 4 ) w )U =U in 0000 00 0 00)- -

Z ) v w U ) ,i N N44N( c44-44n I 4 C 0
z0 C 4 C4 C4 V0;400 (04

0H H 0 0(n 4
W-1.H4 H 2d H.z WN0~ CY~(0 ( 00F4

u-( 9)-U - 0
0 4 >40 H m- (4 2Z M Zw w

1-4W N 1CZ 0 H 0 ) -4 .



282

U)~) 0) 00 N9N,-4N 0-V

0 OOOO 00000 000
I I o t I I

> " 0O 0 " .7 to~ " -4 to c

0000 000 i N00 0

w~ mD)Ur 0 )m)U).m70 MrNO) 1
04 JNI C13 4 H n ?c0 0) a) M C)

b00000 00000 000

b00000 00000 000

C1 N-4Uc 00aoo o 1100)

U) ~ ~ 00 0 coo4.4 ~ NN N.

",I) Go 04 InmONU3 ). -liI'4 %n co r
CH 3 ONIAN) -Z W % inn n W) -T -T

U. c

: H C CU) U) 0) 0)0)0 0)01W

0 00 Eu H N N NN 0 NNmN C3-rt

HD OD a

UH C t N.IU ~t . to C Ieqt-a ) . NOW C3eq-N En C-4 HD 4 NC ) -4E r'.1'-HM'.r-a 0..)
Z V) En

00
04I- 0UU)c
H R W0 M H , D0)U AE U?, o% nri m11 P,

(AHct n 0 act4 NNC ) %NNN' r NNN 0t
1-4::)W 4 F. U

u -n H I 0000 00 0 000P W W i i

0,0 0 o)4N 000 0 0 0u00 000

U~~~~0 0 > 000000 -U) -- 4tO 000

.- 4 HN fQ NUN . I.
H C3 4 U)D n)U HU g n 00 0 0000, t 130 0

T' 0
to l U) 0 V) N HC)0. O~N C) ~ .

N 0 0 H 0 Q ric n

H')U)U 0 I - oN I 7C H liV
z 0 U *.H N0) H "H H Hc N ! rc) OOmH -40~f C'c'c"

H 41 z Z 0 OOO) 0) *
H 00~~~~~~- H 0. U00)10 . 0N 4 )

U) HZH Ou HH U 0I 0.";))- , ")0. nino ac-4 oH N.7 z0
ul C%3 HH . H *.u O O -C OU UU

HC). r4~O 0D H) 4 N N mA4Ot UN 0.0 HH. OH ~u) 0 H. H o"

P' Hn *C ODON 0 (D Un U)1SU *tn CtlD17 0 C) f01in
En >U)UQ V) N m im to~ 1Utoci1 lU C W')0!U ct .4-Pto i n F) t ;C ) m .T- 4

L) U~0 E4 U uw ~~ O H Z 0NU4 10'.) 0 N



283

ar 1 H -4H'AO 00 00a0 00000 000
I I I II

CQU" r~ m D oc n o 0)H-0 Nq0oO

00 00H H4r.. Hl~~l eq -Z r P.P
H It-4 -H 4 4H It14 .4 4 H H "-4 1 H

P% o a1)H HHOH c q- U 0H.-4 (nO

0000 0 0 000 00000 000

-I 90~V (0)U.r C! .41)( 10.-4N 1
to00000 H- 4 -IHO 00000 000

00000 00000 00 000 0Q0 0

P, 0 A 0 r, P, H "- Hc))U .NDc1) 00)10

(A" ' U *Or. N0000 0 0I00)0m 0 0)0)o

H w

(A 00-IN N m m m .7 .t1V).Ttm .7 C1)14(m

0 V)) 0(NO(1) 0) H tO MN CD0ON-00H .T 0 0
i-H 0 -rH .. 70 0 OD )in-H a)0c ) n , t aD

b HH H r-I H N H-4 N C3 N NNN C- C'J0 0

tn0 Id) ; ;A (1N1)- NNC1; (11101)1 0(1)0W; ;";.; V

01 0 E U
N RW (A . r..o N.0N.~ IANI1 t O vi M

9 B A R bH NO! !r!C 0)1) IAA(O) N0 -N 'A1I
(A U)V)(0 (co0) H C3NNC13() m n.7 c 11) C-4

OH0 (14 + W

OD N~ H H H) 00 0 1 0 0 4cf 000K c0 -x0

Hg4 000030 0 0000a 00 0 00 000

0>40 0 N 0000 00000 00000 a00

" M . >,H H HA H H H HH H HH 'AvHHHI -fH HH H
U 14 4N 4 0I

HH O .. 0H 04 NH 0 000 )z,0 H nN0 W r,0 coAto in
(A "( H H 9,9N NC3H H C)0(( (0 0) 0)I OD dI( rrtot Ut t i

H HN z0 . 1.W N .
1A WO H . 00 0 00000 000

co H . 0 r"
1 U0Wn>4 (A 0 ;iI 0 z

to g -04 (a C- H rr, N04ItAr n r H(1 coH r 0 w)
04 0 H,4 0 H w .C ) .- O... 0H OD1 ) M 0

1 *.N1 HH OD H. H( 000V).I N1b)) (

a. U) E. E.00 H .. R .c 00o1 qHC4 C% nmC)C. -o n in -HH HU1O H C! A N.
04I 08 8 -4"0 (A. : UZ o l H C HM .t0 O11)H H(WDHI"AZ C H1)H

(A ;H (Ai C-40 0m. N H4N Ol)1H 1 H rto(00-V0 0)0(0o

viN oo H4. o. H H0 4H coin N0 .D. .
0O 4 0 0(1n c40 L 1 0.1. HNCOL) 0 1

(A 0 [4 " C-H 0 H -4 .4W
0 1.1 .-IU U 0 -.1 H- 64 V1)H o cNr1) ONa 0 1)r n0)N ON 0CI(1)

2 H V) w: =M w i c, Uo (An( IAN0I NH C) oN . l1)iO0 t 4111in
to tilH W ; E 8 'C- % 0 o o i c3H c00)( N to N - l0) CD

z~:z HHHHHHH NwN N



284

m0 C c1N4 ,40 00000 00000 00I I I I I I I I

to.C'( N w rl 1 r, 0 0) 0 4 0(to
CD (4. 0N~ t O4( r, o 0(1m2.m4 coa

N, O ~4 m a 2~~(2 N o4A(0n , l

H 1-r4qN N N' NN N C1 04 CQV)m ) q

ooao0000 000010 000.J0 00

I " LCO~OO ~ - (0a(0 m coP
w bc 0 0!- 4-4!C!C 0!0 00 00 0

0004 010000 00000 00

C 14. a(o..- 00-000 000r.00 (00

W1-

W q oo c o~e P, 22o o A4co
0-WI-I* .10(01( . -O'11- .(H2(0

En2 021.-iO %m 01N( NfO-.(OO02 o o 00 (0O
z4 Hq rq 0-IC H- *7N4.f I 14 N4 It 12(1'

112 4. 4. 0N NOU Ne-J'4 N NNN 4to
Hn tnN T 4a z12c3 o Nc ) C3P

0 M- 0 M1 N Cn OIN COO)N m fO 10I 0 M

4'n 0 4.

112 1121 NO 4 1.0 NrN N Neq N N N-0(01 (412

H Ho H
0(.0 4. N (4. ; 1 ;1

C13 0 1 0
0+4 + -4 11

H U ++ 4-++ +
00 0 0000 000 0 0

0 ~ . 04 (0z HI 0 0 0 0 0 0 0 0 0 0
2( H 4 0 1 4 4 - 4 ~ -
H1 .. 4: 41E.

U 1 N4 to 0 0

4-4~~~~~~ H. .~ .' .. 00 . .'4-( ..42 ( .01.. .-.
1-4-- ~ H I '4'm2a2 1.2.4000 0(000' 0 0CD

O~ 4 (2(212 H1 0000 0 000 0 0 0 Q0 00C 0
.- 4 H- 0 '1 '

HU> f12 0n F4

H P H H Z ..H(4.C1 N- .-i0I.( ( 0 0- 0 .4N1 NC)wwr lf
H4 zH C;(.40 CI0(N -1.400 11

w t 0 V --- ' U) H. 0 0 0000.- 00000NN1 o14. 4

0 I > 0~ w ~ H .
H HA to 0 0 H -. co (4c o0( - r - ,i 4

H 4U t o1 N 1)2 c O 0~ 4 in Hmt 00)110 m'.4(01 w f 0) .V)-P

.4 p .2( u 41 H4 H gH 9 R 1 0000.-4 1 1 1 CINC
4
-( V; ON(0 V; V;(

O 1In 112 N HO z 00
W1 0 >4(40-it 0 - 0.4 H H .- 1112I am m m0 -Cr

(4 z p0H0 > IA H u (0)19 C20!-- Ci IA0 v! 4112 C
H H-(~O40 .7 U 012c4 0 404/14 (00) -ON 10-4t'o2 (0(in1c

U)m 0 0 0 0 11 N(4A2 (1(4U-. 44 44 (13 (1
0(4 H 0 H 1(D z w; u

0~~1-O N .. 0 w.4p. = 2 a ( Dk 7 (01-NOCN) 0-4)1f.? 41w(mto NN)N U2wNoN



285

~o, c~ a)CV cqt ome nc c Nco o r v4 c4C 4 c t

0Y cn m c~N N e- 4 It-4 0 00000 00000 0
1 1 1 1l 11 1 11 II 1 I

H o0c a t N0)c))O)0co)M-40c1) VI w NV)ON a) If

= 'n) 14 'I 4(. m- toco 14 m N -4 0) co )e 0 m r rN 0 N

Zcr4.,
b 0000 0 00 0 0000C C 00000 C t 0;C 4

1 4IHH 4m1 14).0 N. 4C m N N.N N N C~ N C~ 0mm

b4 Cc,'FC)C0 NU0NWN 00000 00000~ 0

0 N 00.- %n -.- N N NNN NNa) NNc)a)mN -I 0

100000 00 0 00 0 4 4 H0 0 00 0

04 n -4coo r kn ~Na) .c ' - N D O 0) C0VC ODWt 1m 0
H: w

0000 00000~ CD4 0 0 No 0 0-I-tO) -

tnC. oCl o' CNDI (111, D OD-I r lN G , 4N O))C ) 1
441 C3 r O ) D n 0 DUQ 0) ODU)A -7 i i %n0I) NM

to ) 040. C4 C - W) hZ)IN N 00 0)O F-.O 0N I

U)

00n ODdI) 0DII 0UCD4U O) -rMDO
N. H 00)At 001(0 %n (D.-in).IN N a)tnm oN o (D

(D o. H- 0.IO I' m U(D 000.-Im t t t N)N ~N N 0 t

H. Hl b o )% )Mt 0t D )C 4- 0 O

U) C,-% * U O N t N N - -4N t N N
,.- ; -nU)CA oa NNN r' N NNN~ )O NN N ?c3oN oN N N

H 14 toI N4IU 03I)AV N fV IAf I1IIU)IU m)1V~f C1 Ii')C3m m o0 o T NNN

.9 44
0 U).4-.4 .I-..-,I 14- .44 -4

(D z 0
N N0U) (a M0) C'lf N ODD .tO -T 0) N IDCC)UnCIO -7

L) n~.4U IN C). 0-ODNC4t n -t.-rUIOD -WIC.- 0ic nm i

w - o14 q H) H'.- '4. H.-I.-N NNNN13 N N NN N N C3C4e 1
HA H L)
z 04 H
0r. W 0

L) E 0 r4 0c
+H ~ H A~~4

O-) H H U) W11144 411144 411144 411444

NU)00000 N0 0 C. 00 ) 0 CD4114 411144 C11111 411111
,-4 .- H4 *q U) 41 4 - 4 1 4

++++ +--+9- m+ + H+ + +1
HZ4 Hl 00 0 0000in0 00000Y , o 4coc oC) l1 00 0

1-4OH N HD H H 0000 0000n. . 7- T r V 10 f0 0000 0 000O 00

W) *. H ) HE. fn"0

-UH 
0 00 0 00 C) 0000a

H'o o. HH V)AI3U. -tJq- 0 'NN' 00 V0) 0 OD

4- Q) 0U HH ) 0- OH4a0% Dc)0c q' qoV qoC
H 9Nw H0 9k z U) 10000 000C4V n OC 4-T00 4000 D00 0 4

k ~ U) H co04 ) W U 0000
0 . m )

H UU) U) 0 CD- -
N- 0 .0 N MA 4H 0 0 l)O40 OCDO)CI1 D .- IINO01 C) -4.-O0N NO

HN C C 0 0) -4 ~ 0 00NG)O.t- n oIqa NN%3I C.-.vC.- C D.' rin T ) In
wC ~ ) U O H 0 )c 9'

0 U 4C' *'H H o H HL H oU 0000 0006..-.IN N)~0()

m CH 004 41 *. u '4 1M 041 = 4 Zn H: N u W0 0. 0)N OC -JNOC -W C n r-. . r 0)0wcDN CD3

V) Hn V2 O- 1O4 V3 .- 03 F H CNNi 00 )i oi C V DN r ) r l NO)00C')U (D-J i O in

14 )N 14 4 caH U) H C 4V ; V

M wi H) HHO

U) Qr .414 E0H 0H 4
O t I0H 0 U) N~i H . 4 ., in)C Cl N cD.4N0 C--, N M r W N00) N

caHZ H41 *. U) 14 0 14 Uf HC~C HOI'' C i0014 N N0N1t9-t N DN.-9 N


